
Eunice Margarida Santos Costa 

 

Licenciada em Engenharia Biológica 

 

 

 

 

 

 

 

 

 

Bioactive Beads for Local Sensing of Proteases in 3D 
Engineered Tissues 

 
Dissertação para obtenção do Grau de Doutor em 

Bioengenharia (MIT) 

 

 

 

 

 

 

Orientador: Profª Doutora Ana Isabel Nobre Martins Aguiar Oliveira Ricardo 

Co-orientador: Profª Doutora Paula Theresa Hammond  

 Profª Doutora Linda G. Griffith 

~ 
 

 

 

    

 
 

Setembro de 2011 



 
 

 



 
 

 

 

 

 

Copyright: 

A Faculdade de Ciências e Tecnologia e a Universidade Nova de Lisboa tem o direito, perpétuo e sem 

limites geográficos, de arquivar e publicar esta dissertação através de exemplares impressos 

reproduzidos em papel ou de forma digital, ou por qualquer outro meio conhecido ou que venha a ser 

inventado, e de a divulgar através de repositórios científicos e de admitir a sua cópia e distribuição 

com objectivos educacionais ou de investigação, não comerciais, desde que seja dado crédito ao autor 

e editor. 

 

  



 
 

 

 

  



 
 

 

 

 

 

To my sister Ana Lúcia 

 

 
  



 
 

 



 Acknowledgments 

 

 
VII 

 

Acknowledgments 
 

The conclusion of such an adventure would only be possible with the guidance, support, 

encouragement and friendship of so many wonderful people that I had the pleasure to share these last 

4 years with. First of all I want to say a sincere and wholehearted thank you to my advisors, for 

trusting me with a challenging, exciting and so diverse project. To Ana Isabel for opening the doors to 

the exciting and special world of supercritical fluids. Indeed it is a very special lab, like no other I had 

seen before. She has always pushed me to excel, gave me the opportunity to pursuit my own ideas 

while critically questioning my hypothesis. Most of all, she champions her students like no other and 

is always supportive. To Paula for welcoming me at MIT, always with a comforting smile and a word 

of encouragement, even when the data looked puzzling! She is an inspiration in her ability to critically 

assess such diverse subjects, pointing new directions and opportunities, but above all in her constant 

positive attitude! To Linda, for her scientific excitement in the proteases project. Her enthusiasm was 

key on the last yards of the PhD marathon. It was great to feel I was part of a great scientific dream! 

Above all I have to thank you all for your kindness and for providing me with such an excellent 

learning experience. 

 

I also want to thank Prof Manuel Nunes da Ponte. I remember very clearly my first contact with him 

as part of the MIT-Portugal Program interviewer’s panel, since he was the one making the tough 

questions. Thank you for welcoming me on the program, for being our mentor at Bioengineering 

Systems and your constant support all the way through! 

 

And to my colleagues for making the lab such an enjoyable place to work in! In the “Polymer 

Synthesis and Processing in supercritical CO2” lab at FCT, I want to thank Teresa Casimiro for 

teaching me all about the supercritical fluids apparatus. For always being patient in guiding me 

through the process of learning with my mistakes and, most importantly, in calming me down when I 

needed the most! To Margarida Coelho: you were there when we needed to work side by side for long 

hours, you were my teacher in the spectral analysis and, most of all, a great friend that was always 

there to help me and give me energy! To Mara, Raquel, Rita, Telma, Vasco and Vanessa for being 

such great colleagues, always helpful and kind and even appreciative of my lab “dancing” moves. To 

Lígia and Márcio for being there when I first contacted with the supercritical fluids. Also at FCT, I 

want to thank Dona Idalina and Dona Conceição for their help. A huge thank you to the Hammond 

and Griffith labs at MIT, most especially the Proteases team: Abby, Caroline, Grinia and Megan! 

Caroline I do miss working together with you at the lab and I would have not reached thus far in the 



Acknowledgments  

 

 
VIII 

project without your creativity, insight and hard work! You are a great friend that taught me the nuts 

and bolts of chemical synthesis. Go proteases! To Margaret, my UROP student, thanks for your hard 

work. Grinia thanks for teaching me different techniques and for speaking Portuguese (our secret 

language) with me. Miles and Rachel thank you for helping with the cell cultures. I also want to thank 

Anita, Edgar, Hsinhwa, Linda S., Matthew, Nate and Ta for your support and for making me feel 

welcome to the labs. And to Prof Beyong-Su for introducing me to the characterization techniques for 

LbL on particles. 

 

I thank Prof Joaquim Sampaio Cabral and Prof Cláudia Lobato da Silva for allowing me to do the 

cytoxicity tests at their lab. I want to especially thank Prof Laura Ilharco for her hard work on the 

spectral analysis and kindness. Also to Prof Teresa Cidade for the rheology assays and overall 

insights. 

 

I also want to acknowledge the funding from Fundação de Ciências e Tecnologia and the support of 

all the people that make the MIT-Portugal Program possible both in Portugal and at the MIT. 

 

Finally, I want to thank the people outside the labs whose friendship and love were life-savers. To my 

parents for your unconditional love and support, and all the time spent on the phone that lighted up 

my days. To my beloved big brother Nuno, for simply knowing me better than anybody else on the 

planet! To Ana, for being the rock ‘n roll sister in law and at heart. To Xavier: it is nice to be back in 

Portugal to watch you grow. To mighty Kate, my dearest friend that always managed to bring out the 

best in people and from any new expedition. To Tushar, for our wholehearted conversations and all 

the new comedians I got to know. To my colleagues at the MIT-Portugal program for sharing the 

Cambridge adventure, especially Daniela for her friendship when most needed. To Miguel, for 

believing. To Daniel, for the flying pigs! 

 



 Abstract 

 

 
IX 

 

Abstract 
 

Metalloproteinases are endopeptidases involved in mediating interactions between cells and the 

extracellular microenvironment, being ascribed to several cellular processes and signaling events. The 

dysregulation of protease activity has been correlated with several diseased states, such as cancer and 

arthritis; hence metalloproteinases constitute potential therapeutic targets. However, these therapies 

have thus far shown little success due to an ill-defined knowledge of the complex regulatory network 

dictating protease activity. The availability of 3D in vitro tissues in which cells are able to closely 

recapitulate native physiological behavior, has been essential for studying tissue physiology and for 

drug development. Therefore, the design of real-time specific protease activity sensors amenable to 

3D tissue constructs would be a valuable tool for understanding fundamental aspects of protease 

biology as well as monitor drug activity towards proteases. Herein, bio-friendly technologies were 

combined for the preparation of cell-interactive hydrogel particles functionalized with 

metalloproteinase fluorogenic sensors to monitor local protease activity in 3D cell cultures. Well-

defined and cell-sized smart microgels were prepared by synthesis in supercritical carbon dioxide, a 

green chemistry approach that enables pure and biocompatible materials, without extensive 

purification steps. Further aqueous complexation of macromolecules or layer-by-layer assembly of 

polyelectrolytes was used for the preparation of cell-interactive coatings and for fine-tuning the 

microbeads physical properties of swelling, stimuli-responsive behavior and overall net charge; being 

a potential strategy to adjust microbead differential permeability to proteases and thus the sensing 

construct specificity. The impact of the macromolecules deposition on the smart microbeads behavior 

was assessed by FT-IR spectroscopy analysis. Finally, protease sensing function was conferred to the 

microbeads by complexation of a modified polymer or by directly tethering probes on the native 

microbead. The successful activation of the microbeads by a model protease constitutes a significant 

step towards the validation of this technological basis for preparing local protease probes for 3D 

engineered tissues. 

 

Keywords: Layer-by-layer assembly of polyelectrolytes; Metalloproteinases; Poly(N-

isopropylacrylamide); Microbeads; Supercritical carbon dioxide; 
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Resumo 
 

As metaloproteinases são endopeptidases envolvidas em vários processos celulares e de sinalização, 

que mediam a interacção entre células e a matriz extracelular envolvente. A desregulação da sua 

actividade está subjacente a várias doenças, tais como o cancro e artrites. Embora as 

metaloproteinases tenham sido propostas como alvos terapêuticos no tratamento destas patologias, 

ensaios clínicos não revelaram melhorias significativas dos pacientes, o que pode ser devido em parte 

ao desconhecimento de toda a complexidade de eventos regulatórios a que está submetida a actividade 

de proteases. O estudo de metaloproteinases em tecidos 3D in vitro poderá possibilitar uma forma 

fidedigna de responder a várias destas questões biológicas e de testar potenciais drogas, já que 

configurações de células em 3D mimetizam de forma mais semelhante o comportamento nativo de 

tecidos vivos. Para esse efeito, neste trabalho desenvolveram-se micropartículas para monitorizar in 

situ a actividade de proteases em tecidos 3D in vitro, recorrendo a tecnologias limpas que asseguram a 

obtenção de materiais puros e adequados ao contacto com culturas celulares. Inicialmente, 

sintetizaram-se microgéis inteligentes em dióxido de carbono supercrítico, com uma morfologia bem 

definida e tamanho semelhante ao de células animais. Posteriormente, as propriedades destas 

micropartículas em termos de conteúdo em água, capacidade de resposta a estímulos e carga foram 

sistematicamente modificadas por complexação de macromóleculas ou deposição camada-a-camada 

de polielectrólitos; esta deposição foi seguida por espectroscopia de infravermelhos. Estas estratégias 

podem possibilitar a formação de filmes adesivos para células e ao mesmo tempo o controlo do 

transporte de proteases através das partículas, importante para o controlo da especificidade do sensor. 

Finalmente, foram incorporados substratos fluorogénicos sintéticos nos microgéis por conjugação em 

polímeros complexados nas partículas ou directamente nas micropartículas. Estes sensores foram 

activados com sucesso por uma protease modelo, demonstrando o potencial desta plataforma 

tecnológica no desenvolvimento de sensores locais para tecidos celulares 3D.  

 

Palavras-chave: Deposição camadas-a-camada de polielectrólitos; Metaloproteinases; Poli(N-

isopropilacrilamida); Micropartículas; Dióxido de carbono supercrítico.  
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1 Introduction 
 

1.1 Aim of the Thesis 
 

The PhD thesis focus on the development of cell-sized hydrogel microbeads with defined mechanical 

properties and cell-interactive surface properties, for monitoring cell secreted proteases in 3D tissue 

models, while providing physiological relevant local mechanics. Beads were prepared using a green 

chemistry synthesis approach that enables highly pure materials ideal for use in sensitive cell cultures. 

To detect local cell responses, different strategies were developed for the incorporation of fluorogenic 

proteases substrates into the beads. Layer-by-layer assembly of polymeric coatings on the hydrogel 

beads was proposed as a method to potentially render the beads cell-adhesive and create diffusion 

barriers to protease permeation in order to increase the sensitivity of the overall sensing construct. 

Finally, the applicability of the protease sensing construct in terms of reporter activation and 

microbead integration within 3D cell cultures was assessed. The specific goals of the thesis are 

described below. 

 

1.1.1 Preparation of well-defined hydrogel beads 
 

The first goal of the thesis is the preparation of hydrogel microbeads with well-defined physical 

properties, namely in terms of size and mechanical modulus. Tissue cells range in size from 8- 20 µm. 

In order to deploy a protease sensing bead in cell cultures, beads should be within this size range and 

as close to monodisperse as possible, so that interaction with cells is promoted and regular cell culture 

lab techniques can be used to monitor their activation, such as confocal microscopy or flow 

cytometry. As illustrated in Figure 1.1, it is anticipated that beads matching normal tissue compliance 

will result in physiological tissue function (e.g., in the case of liver, secretion of serum proteins), 

whereas beads that are relatively stiff will result in pathophysiological function, including abnormal 

cell morphology, cell proliferation, and loss of key physiological functions. Using mammary gland as 

a representative epithelial tissue, the target elastic modulus for the beads should be in the range 0.1-5 

kPa.1 



Introduction Chapter 1 

 

 
2 

 
Figure 1.1 Effect of the bead mechanical properties on the tissue behavior and protease secretion. 

 
 

1.1.2 Tuning surface chemistry and permeability 
 

For optimal activation of the sensing construct it is advantageous to promote a direct contact between 

the microbead and surrounding cells so that (i) secreted proteases are not diluted to the media and (ii) 

some level of spatial resolution of cell protease activity is obtained. Thus, the second goal of the thesis 

is to modify the surface chemistry of the hydrogel microbeads to promote cell interaction, through 

layer-by-layer assembly of polyelectrolytes, as shown in Figure 1.2. Polymers to be used in this 

project have been shown to facilitate protein adsorption and cell adhesion. In addition, multilayered 

films with different porosity, cross-linking and transport properties can be prepared by LbL, 

depending on the type of polyelectrolytes used and assembly conditions. Hence, this technique has the 

potential to create diffusion barriers for selective permeation of macromolecules such as proteases 

according to their size and charge, as outlined in Figure 1.3, being a possible strategy to tune the 

microbead sensitivity to a specific protease. During multilayers assembly on soft porous substrates, 

dynamic interactions are established between the coating and the hydrogel, being an atypical LbL 

system. It is anticipated that LbL will impact the hydrogel native properties, being a flexible approach 

to manipulate the overall construct performance. 
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Figure 1.2 Layer-by-layer assembly of polyelectrolytes as a method to tune microgel surface chemistry and 
create diffusion barriers to increase specificity for protease monitoring. 
 
 

1.1.3 Incorporate a protease sensing function 
 

The final goal of this project is to incorporate protease reactive moieties into the microbeads in order 

to monitor protease activity at a cellular level. Focus will be given to cell secreted proteases known to 

be differentially expressed in healthy or diseased tissues. There are several classes of such proteases, 

including matrix metalloproteinases which have been described as an interesting therapeutical target 

for the treatment of a vast array of diseases. Furthermore, fluorogenic synthetic substrates have been 

prepared for monitoring and imaging metalloproteinases activity. Herein, those substrates will be 

incorporated within the construct, so that the amount of substrate cleaved serves as a record of 

protease activity.  

 

 

1.2. Matrix Metalloproteinases and the Cellular Microenvironment 
 

Individual cells in tissue structures integrate many external cues arising from interactions with the 

surrounding microenvironment to maintain their basal phenotype and respond to changes in 

physiological conditions. Most cells require inputs from a truly 3D environment to recapitulate 

physiological or pathophysiological processes in vitro, which has sprung intense research on the 

development of synthetic biomaterials and scaffold fabrication techniques for preparing extracellular 

microenvironments that mimic the structural, mechanical, transport and regulatory characteristics of 
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natural extracellular matrices (ECM), both for therapeutic applications and fundamental biological 

studies.2,3 The natural extracellular matrix comprises a scaffold of structural biomacromolecules, such 

as collagens and elastins, intertwined with proteoglycans (PGs), providing mechanical support and 

elasticity to tissues as well as resistance against compression forces. The overall ECM architecture, 

composition and cross-linking dictates not only the mechanical properties of the cellular 

microenvironment, but also several processes such as cell adhesion, migration, and matrix remodeling 

capability. Indeed, many growth and adhesion factors, chemokines and other signaling proteins are 

secreted in matrix-binding forms, and the ECM is involved in establishing local gradients of factors 

which are released upon proteolytic degradation. 

 

 
 

Figure 1.3 Permeation selectivity of the LbL assembled films to protease charge and size. It is hypothesized that 
larger secreted proteases or with the same charge as the outermost layer do not permeate as much into the 
protease sensing construct, whereas smaller proteases with opposite charge can permeate and activate the 
protease sensing element. 
 
 
Extracellular proteases are key regulators of tissue homeostasis.4 The matrix metalloproteinases 

(MMPs), of which 23 have currently been identified in humans, are a family of structurally related 

zinc endopeptidases that require activation of their latent zymogen forms prior to exerting their 

enzymatic functions, generally near or at the cell surface.5 MMPs exhibit varied substrate specificity, 

ranging from multiple ECM components, to signaling molecules (cytokines, chemokines, and growth 

factors), and adhesion molecules. The MMP family comprises the collagenases (MMP-1, 8 and 13) 

which degrade collagen, the stromelysins (MMP-3, 7, 10 and 11) which have a broad substrate 

specificity (PGs, laminin, fibronectin), the gelatinases (MMP-2 and 9) which degrade denaturated 

collagen, and the membrane-tethered MMPs, which activate other MMPs. MMPs and the closely 

related ADAM (A Disintegrin and Metalloproteinase) and ADAMTS (A Disintegrin and 

Metalloproteinase with ThromboSpondin motifs) proteases regulate a variety of physiological 
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processes and signaling events, being key players in the dynamic interplay between the cells and 

surrounding matrix. In fact metalloproteinases (MP) have been associated with cellular processes such 

as migration,6 differentiation,7 tissue remodeling,8 inflammation,9 wound healing,10 angiogenesis11 and 

morphogenesis.1 In normal functioning tissues, a tight regulation of the MMPs activity is assured at 

multiple levels, including: (i) gene expression;12 (ii) synthesis of inactive zymogen; (iii) 

compartmentalization; (iv) conversion of the pro-enzyme to the active form;13 (v) presence of tissue 

inhibitors of MMPs (TIMP), which also regulate proteolytic activity of ADAMs; and (vi) mechanical 

load.1,14 On the other hand, the dysregulation of the MPs activity has been associated with a wide 

range of pathologies, such as cancer4 and tumor metastasis,15 arthritis,16 neurodegenerative diseases17 

or endometriosis.18 Better understanding of the proteolytic activity profiles and regulatory networks at 

the cellular level would be of great importance for both fundamental biology studies and diagnosis 

and treatment of various diseases. However, for retrieving physiologically relevant information from 

in vitro models, sensing constructs amenable to incorporation in 3D engineered tissues need to be 

developed.   

 

1.2.1. Therapeutic relevance of metalloproteinases 
 

The association of MPs activity with several diseases has prompted researchers to consider MPs as 

targets for the diagnosis, prognosis and treatment of several diseases. In general, increased expression 

of proteinases occurs in tumors and other diseased tissues, but the particular circumstances is key, 

namely if endogenous inhibitors or activating enzymes are present. In cancer treatment, the first drug 

development approaches were based on the preparation of small-molecule MP inhibitors for blocking 

MMP-mediated angiogenesis and metastasis. The effects of these inhibitors in phase III clinical trials 

turned out to be disappointing as they failed to increase patient survival rates.19 MPs are involved on 

the modulation of the tumor microenvironment at virtually every process: growth, survival, invasion, 

etc. However, MPs exhibit opposing effects on tumorigenesis with some MPs actively promoting it 

while others exhibiting protective action, or even acting independently of their proteolytic activity,4,13 

in a process-dependent way: MMP-3 exhibits activity against tumor cell survival while promoting 

establishment of metastatic niches in another phase of the disease. In arthritis, characterized by the 

progressive degradation of articular cartilage matrix components, while ADAMTS-4 (aggrecanase-1) 

and ADAMTS-5 (aggrecanase-2) proteolytic activity inhibition has been proposed as a therapeutical 

strategy for the disease treatment,16 inhibiting MMP-3 actually exacerbates the disease rather than 

showing any chondroprotective effect.20 In addition, inhibiting specific proteases activity may have 

potential side-effects, as the same MPs are expressed in different tissues and their biology has not 

been totally characterized. Indeed, the redundancy on the MPs activity makes the effort of unveiling a 

specific MP function quite challenging. Overall, the success of therapies targeting MPs has been 
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hindered by an ill-defined knowledge on the integrated actions of the several MPs engaged at different 

stages of the disease and on the complex regulatory networks determining protease activity. Studies 

on understanding these processes will hopefully lead to a more rational approach towards reducing or 

entirely alleviating the ill effects of MPs in diseased states while maintaining their necessary and 

beneficial functions. 

 

1.2.2. Development of biosensors to monitor metalloproteinases: FRET probes 
 

The availability of tools for determining protease activity in physiological relevant settings is crucial 

not only for understanding the fundamental MP biology but also to facilitate MP-targeting therapies 

optimization and monitoring.  

Several methods are available to gather information on MPs biology and function under certain 

biological contexts. At the transcriptional level, DNA microarrays or real-time PCR can provide data 

on the expression patterns of MPs and inhibitors. A DNA microarray was indeed specifically 

developed for addressing the proteases transcriptome.21 Other common methods used to assess protein 

function, such as ELISAs, western blotting, immunohystochemistry and genetic manipulation have 

been also used for determining the presence and relative levels of proteases.21-23 However, these 

assays are limited in their ability to clearly distinguish active from inactive forms and do not take into 

account the post-translational modifications and regulatory mechanisms that actually dictate 

proteolytic activity. There are also available techniques based on the proteolytic cleavage of 

endogenous substrates to derive information on protease activity, namely mass spectrometry based 

methods21 and zymography (electrophoretic separation of MPs in gels containing a proteolytic 

substrate such as gelatin).24 But the variety of endogenous substrates that are cleaved by a certain 

MP13, the context dependency of such cleavage,25 and the partial overlapping of substrate specificity 

among closely related MPs hinders the interpretation and matching of the global substrate degradation 

to the activity of specific proteases.  

In order to capture MPs spatial and temporal dynamics in a non-invasive manner, Förster Resonance 

Energy Transfer (FRET) synthetic polypeptide protease substrates have been extensively developed, 

allowing the assessment of MP activity by an increase in fluorescence upon hydrolysis.26,27 These 

substrates typically consist of a fluorescent donor group and a quenching acceptor fluorophore that are 

separated by a 3-10 aminoacid residues containing a protease cleavage motif – Figure 1.4. Resonance 

energy transfer occurs when the donor and acceptor are within a specified distance estimated by the 

pair’s Förster radius (R0). Upon cleavage of the peptide linker, energy transfer is eliminated and 

fluorescence appears. For the design of a FRET activity probe, it is important to consider (i) a FRET 

pair with highly efficient energy transfer (donor with high quantum yield (ΦF) and acceptor that 

absorbs at the donor emission wavelength) and (ii) a specific protease cleavage motif. Fields recently 
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compiled a series of efficient fluorogenic substrates for MMPs and ADAMs monitoring, namely 

utilizing 5-carboxyfluorescein (FAM) as a fluorophore and 4-(4-dimethylaminophenylazo)benzoic 

acid (Dabcyl) as a quencher.28  

 

 
 

Figure 1.4 Schematic representation of a FRET protease substrate before and after activation by enzymatic 
cleavage of the peptidic linker: 5-carboxyfluorescein as a FRET donor and Dabcyl as an acceptor (quencher). 
 
 
Similarly to many endogenous substrates, MP FRET probes are generally cleaved by multiple 

proteases.29 Improving the specificity of the substrate sequence has been performed using peptides 

based on protein sequences surrounding MPs cleavage sites,30 synthetic peptide libraries,31 and phage 

substrate-mapping experiments.32 Combination of a number of protease substrates and inhibitors has 

also been deployed as a strategy to fingerprint specific protease activity, but cross-reactivity remains 

nonetheless problematic.29,32 Nevertheless, these FRET-substrates have been successfully deployed in 

vivo for tumor detection and inhibitor efficacy assessment on MMP activity.26,33 In addition, such 

probes have been incorporated in synthetic ECM networks to monitor MMP activity with cellular 

resolution during cell migration6 or elastase activity in a biomimetic drug delivery platform.34  

The secreted MMPs differ significantly among themselves in terms of molecular weight, size and 

charge in physiological conditions, as shown in the Table 1.1. Indeed these are the properties that 

dictate protease separation during analysis by zymography.24 The approach proposed in this thesis 

would explore an increase in specificity of the existing fluorogenic substrates by using sieving 

strategies for selective proteases permeation, according to size and charge, prior to reaching the 

sensing moiety. 
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Table 1.1 Physiochemical properties of some secreted matrix metalloproteinases. 
 

Protease Type 
Molecular Weight30 

Radius of Gyration 

(Rg; Å)b 
pIg 

precursor active 

MMP-1 collagenase 
52,000; 

56,000a 

41,000; 

45,000a 
28.3c, 35 6.5 

MMP-2 gelatinase 72,000 67,000 25.9d, 36 5.3 

MMP-3 stromelysin 
57,000; 

59,000a 

28,000 - 

45,000 
-e 5.8 

MMP-7 matrilysin 28,000 19,000 15.1c, 37 7.7 

MMP-8 collagenase 75,000a 65,000a -e 6.4 

MMP-9 gelatinase 92,000a 84,000a 49.2d, 38 5.7 

MMP-10 stromelysin 57,000 
28,000 - 

45,000 
-e 5.9 

MMP-12 metalloelastase 53,000 
22,000 - 

45,000 
26.0c, 39 8.8 

MMP-13 collagenase 65,000 55,000 -e 5.3 
a Glycosylated 
b Radius of gyration was determined directly from the X-ray crystal structure of MMPs stored in the 

Protein Data Bank (http://www.pdb.org/pdb/home/home.do), using the following equation:  
 

𝑹𝒈𝟐 = 𝟏
𝒏
∑[(𝒙𝒊 − 𝒙�𝒏)𝟐 + (𝒚𝒊 − 𝒚�𝒏)𝟐 + (𝒛𝒊 − 𝒛�𝒏)𝟐]   (Equation 1.1) 

in which (𝑥𝑖, 𝑦𝑖, 𝑧𝑖) refers to the spatial coordinates of each aminoacid residue and (�̅�𝑛, 𝑦�𝑛, 𝑧�̅�) refers to 
the average coordinates of all the residues. 

c Rg for the active form. 
d Rg for the precursor form. 
e No crystal structure available for the uncomplexed complete MP. 
f Basal isoelectric point (without modifications) from PhosphosSitePlus protein database: 

http://www.phosphosite.org/homeAction.do 
 

 

1.3 Strategies for the Preparation of Hydrogel Microbeads 
 

The development of biomaterials for biological applications has focused on promoting physiological 

interactions between the foreign material and cells. Although naturally-derived biomacromolecules, 

such as collagens, fibronectins, etc., have the intrinsic potential of closely mimicking the natural ECM 

surrounding cells, concerns regarding their immunogenicity hinder their applicability. As the gel-like 

character of most ECMs is one of its key features, researchers have proposed hydrogels as synthetic 
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mimics of the ECM and as backbones for scaffolds, drug carriers or sensors. Hydrogels are tri-

dimensional cross-linked polymer networks, characterized by a high water content, potential 

biocompatibility and suitable mechanical properties.3 Several synthesis and processing approaches 

and chemistries are currently available to enable biological characteristics to hydrogels, such as 

incorporation of cell-adhesion ligands,40 proteolytic susceptibility recapitulating natural matrix 

remodeling41 and biological relevant properties in terms of water content, mesh size and mechanical 

modulus.42 In regards to the latter parameter, the precise modulation of the mechanical properties of 

the hydrogel is essential as each cell type is physiologically tuned to the mechanical properties of their 

matrix, with mammary epithelial cells growth, survival and morphogenesis favored by compliant 

matrices, while osteoblast differentiation and survival being optimal on matrices more similar to 

bone.1 Furthermore, a seminal work by Engler et al. showed that mesenchemycal stem cell 

differentiation into the different lineages is to some extent dictated by substrate elasticity.43 The 

synthetic hydrogels physical properties can be systematically varied through the choice of the 

polymers, the polymer fraction within the gel, the extent of cross-linking (either physical or 

chemical), and the experimental conditions under which the hydrogel is prepared.42,44  

Hydrogel microparticles, also denominated as microgels,45 are typically prepared by heterogeneous 

free-radical polymerization by dispersion, precipitation or emulsion polymerization.46 If carried out 

carefully, narrow size distributions are possible to obtain following a polymerization strategy. 

However, for most monomers this approach involves the use of surfactants and also hazardous 

organic solvents during the reaction and subsequent purification steps, and extensive removal of 

contaminants and unreacted monomers needs to be performed to render pure materials. Alternative 

techniques such as photolitography or micromolding and microfluidics have also been proposed to 

fabricate microgels with a fine control over their aspect ratio, but they require costly equipment and 

yield very small amounts of microgels.44,46 Hydrogel particles can also be formed by self-assembly of 

block copolymers, in which the shell and core chemistries and size are controlled by the copolymer 

composition and assembly conditions. In general, block copolymers are formed by the combination of 

a hydrophobic and a hydrophilic segment and therefore naturally form micelles in aqueous 

environment. In some cases, these micelles can be further cross-linked to form stable particles. 

Nevertheless, only particles in the nanometer range are obtained through this method. 

In the thesis, a polymerization strategy is followed for the preparation of large hydrogel microbeads 

with a narrow size distribution and well-defined physical properties. A green chemistry approach, by 

synthesis in supercritical carbon dioxide, will lead to the facile preparation of the particles free from 

contaminants, being especially suitable for biological applications. 
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1.3.1 Preparation of microbeads in supercritical carbon dioxide 
 

A supercritical fluid can be defined as any substance for which both the temperature and pressure are 

above the thermodynamical critical values47 – Figure 1.5.  

 

 
Figure 1.5 Schematic pressure-temperature phase diagram for a pure component, highlighting the supercritical 
fluid (SCF) region, the triple point (T) and the critical point (C). The blue circles illustrate the fine tuning of the 
density at the SCF region, demonstrating a continuous variation from the liquid to the SCF phase if the liquid-
gas equilibrium line is not crossed. Adapted from the literature.47  
 
 
Above the critical point, a pure component exhibits properties that are to some degree in between 

those characteristic of a gas and a liquid, specifically liquid-like densities (0.3 – 1 g/cm3) and gas-like 

diffusivities (0.01 – 0.1 mm2/s) and viscosities (0.05 – 0.1 cP). In addition, supercritical fluids are 

highly compressible allowing the fine tuning of the density (thus their solvent power) by variations in 

pressure. From the accessible supercritical fluids, carbon dioxide has been the most widely explored 

fluid, as supercritical conditions are easily achieved (Tc = 31.1 oC; Pc = 73.8 bar). Furthermore, it is 

considered a sustainable solvent, being relatively non-toxic, non-flammable, chemically inert, and 

naturally abundant. Since CO2 is a gas at atmospheric pressure, it can be removed after processing 

simply by depressurization, yielding pure and dry products. The advantages of supercritical CO2 

(scCO2) have been widely explored in applications particularly interesting for the biomedical field, 

such as preparation of porous scaffolds for cell culture/controlled-release of factors,48-50 synthesis of 

polymers with well-defined architectures,51,52 drug impregnation,53 and particle design through 

synthesis54-56 or polymer processing.57  

While most non-polar small molecules are soluble in CO2, polymers are in general poorly solubilized 

in CO2 at accessible experimental conditions (T < 100 °C, P < 350 bar), with the exception of 

fluoropolymers or silicones; hence precipitating out of the supercritical phase at small conversions.47 

There are only limited reports on the preparation of hydrocarbon polymeric particles with controlled 
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morphology by precipitation polymerization in CO2,58 as this strategy could not be easily extended to 

other monomers. The exceptional solubility of fluorinated and siloxane compounds in scCO2 

prompted researchers to develop the first amphiphilic stabilizers for free-radical dispersion, and 

emulsion / suspension polymerizations, enabling the preparation of well-defined particles from a vast 

array of monomers in good yields.54-56,59,60 These stabilizers are typically copolymers including a CO2-

philic moiety that extends to the scCO2 continuous phase and a CO2-phobic group with high affinity 

to the growing polymer chain.60 A few examples on the preparation of polymeric particles in scCO2 

are shown in Table 1.2, in which it is also possible to infer that there are only few examples of 

monodisperse spherical polymeric particles above the micrometer range. The use of stabilizers to 

obtain improved molecular weights and yields, as well as some degree of control over particle 

morphology, has some considerable disadvantages. The majority of the stabilizers contain a 

hydrocarbon backbone, leading to its covalent binding or “entrapment” within the polymer, and 

contamination of the final product. Finally, the developed stabilizers are usually expensive, hindering 

the overall commercial application of polymerizations in scCO2. However, a commercially available 

perfluoropolyether was shown to effectively stabilize methyl methacrylate (PMMA) and diethylene 

glycol dimethacrylate (DEGDMA) by reversible H-bonding interactions, providing a clean polymer 

synthesis route.54,56,61 The use of this stabilizer for preparing microbeads becomes a reasonable 

strategy for applications with high added value, as in the biomedical field. 

 

There are alternative strategies for the preparation of polymer microbeads, taking advantage of scCO2 

as a solvent, an anti-solvent or a polymer plasticizer. Briefly, for the limited range of CO2-soluble 

polymers, particles may be created from an initial homogenous polymer solution in SCF (and possibly 

a co-solvent mixed) which is then rapidly expanded to form precipitated particles – a process called 

rapid expansion of a supercritical fluid (RESS).68 In other techniques, SCF is used as an anti-solvent 

that causes precipitation of polymers initially dissolved in a liquid solvent, and thus can be applied for 

the micronization of a larger range of polymers. The gas or supercritical anti-solvent (GAS/SAS) 

process encompass the injection of CO2 into an initially homogenous mixture, leading to polymer 

supersaturation and subsequent precipitation, while in aerosol solvent extraction system (ASES) or 

solution enhanced dispersion by supercritical fluids (SEDS), the polymer solution is sprayed into or 

co-injected with dense CO2. A similar experimental set-up is used for particle formation from gas-

saturated solutions (PGSS).57 The solubility of compressed gases in polymers is usually quite high and 

thus dense or scCO2 may be used as a plasticizer, by swelling and/or lowering the polymer melting 

temperature. Polymer melts can then be expanded through a nozzle leading to particle formation.  

These described micronization techniques present several advantages interesting for biological 

applications, namely the possibility of processing a vast array of materials; a control over particle 

morphology and size by manipulation of the experimental conditions; preparation of composite 

particles by co-dissolution of drugs, dyes, etc.; processing of shear-sensitive compounds such as 
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proteins; and specifically for PGSS low processing temperatures, important for sensitive active 

moieties. However, in comparison with polymer strategies in scCO2, obtaining truly monodisperse 

populations of particles with well-defined morphologies via scCO2 assisted polymer micronization 

remains quite challenging.57,68,69 

 
Table 1.2 Microbeads prepared by polymerization in supercritical carbon dioxide: parameters shown for the 
best performing experimental conditions balancing morphology, size and yield.  
 

Monomer stabilizer polymerization yield 
(%) 

size 
(µm) 

morphology reference 

acrylic acid 

- precipitation 

81 10 – 100 
spherical 
particles 

58 

N-isopropylacryl-
amide 

90 - 
aggregated 
spherical 
particles 

62 

methyl 
methacrylate  

poly(1,1-
dihydroperfluorooc

tyl acrylate) 
(PFOA) 

free-radical 

dispersion 

92 2.44 
monodispersed 

spherical 
particles 

63 

perfluoropolyether 
(PFPE) 

>95 2.5 
monodispersed 

spherical 
particles 

54 

styrene 
poly(styrene)-b-

poly(dimethylsilo-
xane) 

96 0.85 
spherical 
particles 

64 

diethyleneglycol 
dimethacrylate  

PFPE 90 1.73 
monodispersed 

spherical 
particles 

56 

glycidyl 
methacrylate 

polystyrene-b- 
PFOA 

>90 
0.28; 
4.78 

monodispersed 
spherical 
particles 

59 

vinyl pyrrolidone  PFOA 82 1.00 
monodispersed 

spherical 
particles 

65 

N-
ethylacrylamide  

poly(3-O-
methacryloyl-d-

glucopyronose)-b- 
poly(1,1-

dihydroperfluoro-
octyl methacrylate) 

emulsion 
scCO2/H2O 

100 0.19 
monodispersed 

spherical 
particles 

66 

trimethylolpro-
pane 

trimethacrylate 
poly(vinyl alcohol) 

suspension 
scCO2/H2O 

90 114 
porous 

spherical 
particles 

67 
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1.3.2 Smart hydrogels: temperature and pH responsive 
 

Stimuli-responsive hydrogels, have been subject of a lot research, due to the possibility of controlling 

their swelling by small changes in the surrounding environment; and thus have been proposed for a 

diverse range of applications, including drug delivery,70,71 bioseparation,72,73 sensors,74-76 smart cell 

culture systems77 and biocatalysis.78 Different materials have been explored to render hydrogels 

responsive to temperature,79 pH,80 light,81 electric field,82 the presence of biomolecules74 or other 

stimuli.83  

Temperature-responsive hydrogels are the most commonly studied environmental-switchable soft 

materials. There is a variety of polymers with temperature-dependent phase transitions in aqueous 

solutions, being poly(N-isopropylacrylamide) (PNIPAAm) and poly(N,N-diethylacrylamide) 

(PDEAm) well-characterized examples,84 as both exhibit a native low critical solution temperature 

(LCST) close to body temperature (25 – 32 oC). The nature of the thermo-responsive behavior arises 

from the balance between polymer-polymer, polymer-water and water-water interactions. It has been 

thoroughly described for PNIPAAm that below the LCST interactions between the amide group and 

surrounding water are thermodynamically more favorable; the polymer adopts a random coil 

conformation and is soluble. However, with increasing temperature, an entropy-driven weakening of 

the polymer hydration leads to the preferential establishment of polymer-polymer hydrophobic 

interactions, leading to the formation of a globular polymer conformation and subsequent phase 

separation.79,85 For cross-linked polymeric networks, this thermodynamic behavior translates into the 

reversible swelling and collapse of the hydrogel with temperature, as illustrated in Figure 1.6. 

 

 
Figure 1.6 Volume phase transition of a temperature and/or pH responsive polymer. Also illustrated is the 

impact of the hydrogel swelling on the permeation/release of other molecules.  
 
 
Thermoresponsive polymers such as PNIPAAm can be further tuned in terms of their LCST behavior 

or environmental sensitivity by copolymerization with other monomers. It has been shown that 

incorporation of additional hydrophobic groups, as through copolymerization with butyl methacrylate, 

decreases the LCST, while copolymerization with hydrophilic monomers such as acrylamide results 

in polymers with higher LCST and increased swelling.86 In addition, multi-sensitive systems can be 

created by copolymerization with other stimuli responsive moieties. Specifically, copolymers of 
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NIPAAm with polyacids, such as acrylic, methacrylic acid or valeric acid (AA, MAA, VA), exhibit a 

pH-dependent thermoresponsive behavior and thus have a broader range of applicability.87,88 

Homopolymeric polyacid hydrogels exhibit sharp volume phase transitions with pH, swelling to high 

degrees above the polyacid pKa and collapsing upon protonation of the carboxylic group. This 

behavior is due to contributions of Couloumbic repulsions among charged carboxylate groups and 

also to the transport of mobile counterions inside the polymer mesh to neutralize charge.89 The 

presence of polyacids copolymerized with NIPAAm has been shown to increase the copolymer LCST 

in comparison with PNIPAAm homopolymers and to contribute for overall swelling of cross-linked 

networks, especially at physiological or basic conditions. The swelling ability of PNIPAAm-based 

hydrogels also depends on the ionic strength of the aqueous media. In addition, it was shown that 

complexation of molecules as different as phenols90 or charged polyelectrolytes91 on PNIPAAm 

hydrogels have a significant impact on the swelling and overall thermoresponsive behavior. These 

observations open a possible route to further modulate the behavior of “smart” microgels. 

Cross-linked PNIPAAm polymer has already been synthesized in scCO2.62 Therefore, this green and 

clean synthesis approach may be a possible route to prepare stimuli-responsive microbeads with well-

defined morphology for monitoring sensitive cell cultures. 

 

 

1.4 Layer-by-Layer Coating of Hydrogel Microbeads 
 

The control of surface properties of materials is a possible route to positively impact the materials’ 

performance and interaction with cells. Several techniques of nanofabrication can be applied to 

modify the surface properties of materials, such as chemical vapor or Langmuir-Blodgett deposition. 

These techniques usually require sophisticated equipments and are limited in the range of materials 

that can be processed.91 Since it was first proposed by Decher et al. in 1997, layer-by-layer assembly 

(LbL) has emerged as a facile and versatile technique to tailor and functionalize surfaces ranging from 

flat substrates92 to living cells.93 LbL method refers to the sequential deposition of polymers (and 

other macromolecules) with opposite interacting chemistries for the preparation of nanostructured thin 

films, as illustrated in Figure 1.2. Over the past two decades, a diverse range of synthetic or naturally-

derived polymers were used to prepare multilayered films, exploring electrostatics, van der Waals 

interactions, hydrogen bonding, etc.; and producing coatings with nanometer to micrometer range 

thicknesses. Through the LbL technique, a wide variety of surface physical properties such as charge, 

mechanical properties, hydrophilicity, and functionality can be modulated with high precision through 

assembly sequence, number of depositing layers, chemical compositions, and deposition conditions. 

Being generally performed in aqueous solutions, LbL is particularly suitable for processing sensitive 

biomolecules and fabrication of coatings for biological applications, as demonstrated for drug delivery 
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thin films, antimicrobial coatings, cell culture surfaces, and biosensing devices.95 Thorough reviews 

were recently published on LbL films for drug delivery96 and control of cellular processes.97 

Although the LbL technique was initially developed for planar surfaces, research has expanded for the 

multilayer assembly of polyelectrolytes on microparticles, specifically colloidal substrates as 

sacrificial templates for the preparation of hollow capsules.98,99 The size of the hollow capsules is 

determined by the template diameter, while the capsule wall thickness and permeability is controlled 

by the LbL assembled film; systems have been fabricated for drug delivery, sensing, and catalysis 

applications, among others.99,100 On the other hand, very limited examples of LbL assembly on soft 

porous substrates, such as hydrogels or microgels, are found in the literature. For macroscopic 

hydrogels, LbL technique has been recently employed for enabling sustained protein release101 or cell 

adhesive properties.102 Richtering et al. have demonstrated for PNIPAAm-based microgels that the 

adsorbed polyelectrolyte (PE) layers can modify not only the microgel surface properties, but also 

penetrate the hydrogel mesh.103 In addition, the native responsive behavior of these microgels was 

modified depending on the initial microgel architecture, the polyelectrolyte pairs used, the assembly 

sequence and ultimately the experimental conditions.103-106 Nevertheless, the design principles on 

modulation of the LbL film architecture, permeability, and cell-interactive properties in other 

substrates may be informative for the rational modification of microgels properties. 

 

1.4.1 LbL as a tool for tuning hydrogel microbead properties: cell adhesion 

and permeability  
 

Modulation of protein deposition and ultimately cell adhesion to substrates is of tremendous 

importance for biosensing applications, as direct interaction with cells allows the straight monitoring 

of cell-secreted and possibly membrane-tethered factors. Several studies have shown that LbL film 

assembly allows the preparation of cell adhesive surfaces by tweaking the films hydrophilicity, and 

ultimately their mechanical properties. The important parameters that dictate cell adhesion to PE films 

are (i) the multilayer assembly conditions such as pH and ionic strength (ii) the intrinsic 

characteristics of the PEs and (iii) subsequent cross-linking between constituent PEs.  

A significant contribution for the rational design of cell adhesive films was described by Rubner et al, 

using synthetic PE pairs.107 In this report, adhesion of murine fibroblasts was controlled by the 

architecture of the weak polyelectrolytes (poly(acrylic acid) (PAA) and poly(allylamine) (PAH)) 

films, which is strongly dependent on the assembly pH, with negligible differences between their 

protein adsorption or wettability characteristics. Overall, under pH conditions where both PEs are 

ionized (e.g. pH 7.5/3.5 PAH/PAA), thin and highly ionically cross-linked films are obtained and cell 

adhesion is observed (at a same extent as in tissue culture polystyrene). On the other hand, cytophobic 

surfaces are characterized by few ionic cross-links (thus being more enriched in one of the PEs), and 
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exhibit increased swellability under physiological conditions. Further mechanical characterization of 

PAH/PAA multilayers showed that adhesion of human microvascular endothelial cells can be 

correlated with the film elastic moduli in proportion to its swellability.108 For this cell line, cell density 

was dependent on the outermost layer, showing that the film mechanical properties and interfacial 

chemistry can be independently changed to modulate cell attachment and proliferation.  

The modulation of the LbL films thickness, mechanical properties and surface chemistry, as design 

parameters for creating cell-adhesive coatings, still holds for polysaccharide and polypeptide films. 

The assembly of these PEs is generally characterized by an exponential film growth regime in mass 

and thickness, yielding thicker and more hydrated coatings than synthetic-based nanoassemblies, at 

comparable experimental conditions.97 For poly(L-lysine)/poly(L-glutamic acid) (PLL/PLGA) and 

collagen-coated poly(L-lysine)/hyaluronan (PLL/HA) films, cell adhesion109 and spreading110 was 

greater on thinner and stiffer films. The thickness of PLL/PLGA films can be systematically tuned 

depending on the deposition pH.111 In addition, depending on the cell line and experimental 

conditions, initial attachment was dependent on the outermost layer composition.110,111 On the whole, 

these studies also show that anchorage-response of cells to LbL films is dependent on the specific cell 

type and might be related to the physical properties of their natural ECM. Indeed photoreceptor cells 

were shown to adhere and maintain their viability on PLL/HA films, which, without post-assembly 

modifications, are generally perceived as bioinert.112 Alternative methods available to tune the films 

mechanical properties include the incorporation of nanometer-sized colloids such as clays or using 

polyelectrolytes bearing cross-linkable antagonist moieties through carbodiimide coupling109 or, 

alternatively, through biorthogonal azide-alkyne cycloaddition.113 Another strategy to promote cell 

adhesion to assembled films encompasses the grafting of pro-adhesive RGD peptide sequences113 or 

subsequent coating with cell matrix biomacromolecules such as fibronectin.114 A recent example on 

the successful modification of bulk hydrogel cell adhesive properties by LbL assembly of thin films 

was the PLL/HA films deposition on otherwise bioinert HA hydrogels. In this study, polyelectrolyte 

diffusion inside the pores was observed, with an impact on the hydrophobic character of the surface, a 

reduction on the equilibrium swelling, an enhanced failure stress/strain properties, and most 

importantly, an improved cell attachment and spreading.102  

The strategies outlined for tuning cell adhesion are quite similar to those used for controlling LbL film 

permeability, as the diffusion transport properties are also closely related to (i) the inherent 

characteristics of the PEs; (ii) assembly conditions; (iii) cross-linking (either physical and covalent); 

and (iv) post-assembly processing. Several studies have shown that the permeability of PE multilayers 

is extremely dependent on their composition. In general, greater charge density of the polyelectrolytes 

results in more ionic cross-linking, less swelling, and lower permeabilities.92,115 Indeed nanofiltration 

studies across PE multilayers has shown that rejection of neutral molecules increases with the 

constituent PEs charge density, allowing the tuning of the multilayer molecular weight cut-off 

(MWCO) from 100 for poly(styrene sulfonate)/poly(allylamine hydrochloride) (PSS/PAH) films to > 
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20,000 Da for the weak natural PEs HA/chitosan (HA/CHI).116 These observations were further 

correlated with the films swelling, as synthetic PE films with lower thicknesses presented overall 

higher solute rejections in water.117 Early studies on hollow capsules assembled from PSS/PAH and 

sodium alginate/CHI had also shown that the natural composed capsules were permeable to a dye-

labeled dextran (Mw ~ 70,000) at physiological pH, while the synthetic PE capsules were not. In 

addition the capsule thickness was large in the first case.98 When the formation of both films and 

hollow capsules is based on electrostatic interactions, changes in pH (for weak PEs) and/or ionic 

strength (especially for strong PE) can alter interactions between the successive layers, and thus 

impact permeability. As a consequence the swelling and permeability of PSS/PAH and 

PSS/poly(diallyldimethylammonium chloride) (PSS/PDAC) films increases with ionic strength.116,117 

Not surprisingly, it was shown for PSS/PAH hollow capsules (which contain a pH-sensitive PE) that 

pH could be used as an external stimuli post-assembly to modulate the capsules permeability.118 For 

the PAH/PAA system thoroughly characterized by Rubner et al. the post-assembly immersion of such 

multilayers in a medium of different pH results in a substantial and irreversible change on the film 

morphology, yielding microporous thin films (with pores up to 100 nm) and increasing overall 

thickness.119 

 

 
Figure 1.7 Common polyelectrolytes used for LbL assembly. Synthetic PEs: poly(diallyldimethylammonium 
chloride), PDAC, and poly(sodium styrene sulfonate), PSS, both have a permanent charge, being designated as 
strong PEs; poly(allylamine hydrochloride), PAH, and poly(acrylic acid), PAA, both have a pH-dependent 
charge, being designated as weak PEs. Naturally-derived PEs: chitosan, CHI, and hyaluronic acid, HA; poly(L-
lysine), PLL, and poly(L-glutamic acid), PLGA, are also considered weak PEs. 
 
 
The different characteristics of the nanoassemblies obtained from natural weak PEs or synthetic PEs 

has prompted researchers to create multicomponent, stratified thin films. In fact, the 

polypeptide/polysaccharide films are particularly suitable for the loading of large amounts of sensitive 
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biomolecules, without compromising their free diffusion within the film nor their activity. The 

capping of these hydrated films with dense linearly growing synthetic PE coatings has been shown to 

create a barrier to polyelectrolyte diffusion and to slow down proton transport in HA/PLL and 

PSS/PAH composite films in a study by Lavalle et al.120 A different study by Hammond et al., using 

different polysaccharides as PEs, showed that effective separation of the film composite components 

was only achieved by covalent cross-linking of the barrier layers, assuring sequential release of 

biomacromolecules.121 These flexible approaches for creating multiple functionalized coatings can 

potentially be explored to tune permeation of biomolecules to embedded target sensing moieties.  

The above design parameters for the modulation of cell adhesion and overall permeability of LbL 

systems could potentially be used as guidelines for tuning the microbead-based protease sensor 

properties, according to the desired features. 

 

 

1.5 Outline of the Thesis 
 

The thesis is organized in the following chapters: 

Chapter 1 – Introduction. The aim of the PhD project as well as the biological motivation is discussed. 

A brief review on the technologies used for fabricating a protease sensor is also compiled. 

Chapter 2 – Synthesis of Well-Defined Stimuli-Responsive Microbeads in Supercritical CO2. This 

chapter discusses the strategies pursued to obtain the hydrogel microbead core of the protease sensing 

construct according to the specified design constrains. Part of this work was included on a published 

paper.122*

Chapter 3 – Tuning Smart Microbeads Properties by Macromolecules Assembly. In this chapter the 

impact of macromolecule complexation and multilayer assembly on tuning the properties of the 

synthesized smart microbeads is discussed. The complexation of a polyphenol on thermoresponsive 

particles was subject of a published paper.123* Another paper is under preparation on the multilayer 

assembly of polyelectrolytes on pH and temperature-responsive microbeads. 

 

Chapter 4 – Development of a Microbead Biosensor. Herein, strategies to incorporate a protease 

sensing function on the synthesized microbeads are explored. Proof-of-concept with a model protease 

of sensor activation is shown. 

Chapter 5 – Conclusions and Future Directions. 

Chapter 6 – Annexes. 

                                                      

 
* Reproduced with the authorization of the editor and subjected to the copyrights imposed  
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2 Synthesis of Well-defined Stimuli-responsive 

Microbeads in Supercritical CO2 
 

The initial goal of this project was the development of well-defined cell-sized hydrogel microbeads. 

The preparation of polymeric particles in supercritical carbon dioxide (scCO2) presents many 

advantages for the biomedical field over conventional processes due to the easy elimination of trace 

contaminants, rendering biocompatible pure particles. The use of smart polymers facilitates further 

tuning of the microbead properties, according to the specific application. Herein the optimization of 

the poly(N-isopropylacrylamide) (PNIPAAm) synthesis strategy, the effect of using different cross-

linkers, cross-linking densities and co-monomers is described for obtaining hydrogel microbeads with 

tailored swelling, responsive behavior, permeability and rheological/mechanical properties. The 

microbeads obtained with well-defined morphology and “cell-like” size (under physiological 

conditions), with potential for the aimed biosensing application, were characterized thoroughly.  

 

 

2.1 Experimental Section 
 

2.1.1 Materials 
 

N-isopropylacrylamide (NIPAAm; 97 % purity), N,N’-methylenebisacrylamide (MBAm; 99 % 

purity), di(ethyleneglycol) dimethacrylate (DEGDMA, 95% purity), glycerol dimethacrylate (GDMA; 

mixture of isomers 85 %), poly(ethylene glycol) acrylate (PEGa, average Mn ≈ 375), methacrylic acid 

(MAA, ≥ 98.0% purity), 2,2’ -azobis(isobutyronitrile) (AIBN, 98 % purity) and phosphate buffer 

saline (PBS; 10 mM pH 7.4), AccutaseTM, MTT formazan and MTT solvent (0.1 N HCl in 

anhydrous isopropanol) were purchased from Sigma-Aldrich. Acetic acid glacial (99.7% purity) was 

obtained from Panreac and sodium acetate trihydrate (99.5% purity) from Riedel-de Haën. Krytox 157 

FSL was purchased from DuPont. Carbon dioxide was obtained from Air Liquide with 99.998 % 

purity. RPMI-1640 (a Roswell Park Memorial Institute medium), trypan blue and fetal bovine serum 

(FBS) used in cell culture were purchased from Invitrogen. L929 cells were obtained from DSMZ, 

Germany. All materials were used without any further purification. The deionized water was purified 

through a Milli-Q system and had a resistivity greater than 18 MΩ.cm. 
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2.1.2 Preparation of PNIPAAm hydrogel beads 
 

Synthesis of cross-linked PNIPAAm particles was carried out on a high-pressure apparatus already 

described in literature.1 In a typical procedure, monomer, initiator (2 wt% relative to monomer 

amount), cross-linker (0.74 mol% relative to the amount of monomers) and stabilizer (Krytox) were 

loaded into a high-pressure cell (33 mL volume), which was then sealed, purged and tested for 

leakage. Liquid CO2 was added to the cell using a high-pressure compressor. The cell was immersed 

in a thermostatized water bath and additional CO2 was added to top up the pressure until the desired 

set point.  

 

 

 
Figure 2.1 Synthesis of (a) cross-linked PNIPAAm homopolymer hydrogels; and of (b) cross-linked PNIPAAm 
copolymer hydrogels in scCO2 (*reaction progressed until 36 and 48 hours for poly(NIPAAm-co-MAA) 85:15 
and 80:20 copolymers, respectively). 
 

 

All polymerization reactions were conducted at 65 ºC and 28.0 MPa for 24 hours using different 

cross-linkers for the PNIPAAm homopolymer microbeads, as outlined in Figure 2.1a, and with 

different relative molar fractions of PEGa and MAA for the PNIPAAm copolymeric microbeads (for 

the poly(NIPAAm-co-MAA) 85:15 and 80:20 the reaction was performed for 36 and 48 hours, 

respectively), as outlined in Figure 2.1b. As the reaction progressed white particles began 

precipitating inside the cell. The obtained polymer was washed continuously with fresh CO2 for 1 
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hour to remove the stabilizer and any residual monomer or cross-linker since all the reactants are 

soluble in CO2 in those conditions. After venting the CO2 the resulting polymer was a white, dry, free 

flowing powder.  

 

2.1.3 Cloud-point determination of the polymerization initial feed 
 

In order to optimize the preparation of PNIPAAm cross-linked microbeads, cloud point measurements 

were performed to determine the experimental conditions at which a homogeneous initial mixture 

would be obtained for the homopolymers.2 The cloud point measurements were performed in a high-

pressure variable volume steel cell with a front sapphire window and a bottom screw-tap connected to 

a Teflon piston that can be moved by pressurizing water (Figure 2.2).  

 
 

Figure 2.2 Schematic representation of the apparatus used for cloud point determination: 1 - water bath; 2 - 
immersible stirrer; 3 - high-pressure variable volume cell; 4 - thermocouple; 5 - temperature controller; 6 - high-
pressure manometer; 7 - rupture disk; 8 - check valve; 9 - line filter; 10 - high-pressure pneumatic compressor; 
11 - CO2 cylinder; W - water separatory funnel; MC - manual compressor; wp - water recirculation pump; M1, 
M2 - Bourdon manometer. 
 

 

Pressure was generated via a hand pump (High-Pressure Equipment Co., model 87-6-5) and 

monitored with a Bourdon manometer. The monomer, cross-linker and polymerization stabilizer were 

introduced into the high-pressure cell at the same proportions as used for the polymerization reactions 

(initiator was not introduced to prevent polymerization). The high pressure cell was immersed in a 

thermostated water bath at 65 °C and carbon dioxide was introduced into the cell using a high-

pressure compressor (NWA PM-101), being monitored using a pressure manometer (Keller, model 

Leo 2). Carbon dioxide was slowly added to the cell until a homogenous phase was observed. After 
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each carbon dioxide addition the Teflon piston was moved back to its original position by pressurizing 

water with the hand pump. The system was allowed to equilibrate for 10 min. Stirring was provided 

by means of a magnetic stir bar. Afterwards the pressure was slowly decreased until two phases 

appeared. The cloud point pressure recorded was the pressure at which the cell became cloudy. The 

cell volume for the cloud point was determined by measuring the piston movement. Cloud points 

were measured and reproduced five times.  

 

2.1.4 Polymers and microbeads characterization 
 

Polymer morphology was evaluated using scanning electron microscopy (SEM) in Hitachi S-2400 for 

the PNIPAAm homopolymers and a JEOL JSM-7001F for the copolymers, with an accelerating 

voltage set to 15 kV. All samples were gold coated before analysis. For the polymers with a well-

defined morphology, particle size of dry dispersions was measured by image analysis using a Malvern 

G3 automated optical microscopy system (Malvern Instruments, UK). The particle size distribution 

was calculated using descriptive statistics from OriginPro 8.04 software, for a total population above 

1500 particles. The values presented are relative to the average diameter, �̅� (sample population mean) 

and the sample standard deviation, s. 

Particle size distribution in aqueous environments can typically be determined through dynamic light 

scattering (DLS) or using a Coulter counter. However particle diameter was too large for DLS or too 

water swollen for the latter method, giving rise to unreliable measurements. For the PNIPAAm 

homopolymers and copolymeric microbeads, aqueous dispersions of the beads were observed using a 

Zeiss Axioskop 2 optical microscope (OM) at 400× magnification with temperature control (THMS 

600 hot stage, Linkam Scientific Instruments, UK). Bead size was evaluated from 22 to 40 ºC in 

Milli-Q water and 10 mM PBS buffer (the latter for selected microbeads), by image analysis of more 

than 100 different particles using Image J software, NIH. For the pH-sensitive PNIPAAm copolymers 

the swelling behavior was also assessed in 10 mM acetate pH 4 buffer with the same salt composition 

as the commercial PBS (150 mM of salts). The error presented for these values is relative to the 

sample standard error of the mean 𝑆𝐸𝑑�, which is calculated according to equation 2.1:  

 

𝑺𝑬𝒅� = 𝒔
√𝒏

        (Equation 2.1) 

in which n refers to the analyzed sample size. 

The cross-linked polymers were insoluble, thus making impossible to determine the molecular weight 

of the obtained samples. Polymers were analyzed using Fourier Transform Infrared Spectroscopy (FT-

IR) in a Thermo Nicolet 6700 FT-IR equipped with a Germanium ATR, using a DTGS/KBr detector 

(256 scans, 4 cm-1 resolution). Polymer samples were partially solubilized in deuterated chloroform 
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(CDCl3) to perform nuclear magnetic resonance (NMR) on a Bruker ARX 400 MHz spectrometer. 1H, 
13C and 19F NMR spectra were recorded demonstrating the synthesis of PNIPAAm with high purity as 

no residual monomer was detected (data not shown). Polymer yield was determined gravimetrically. 

The thermal features of the hydrogel particles were further investigated through differential scanning 

calorimetry (DSC). Analysis was performed in a TA Instruments Q1000 DSC from 15 to 40 ºC at a 2 

ºC.min-1 rate under a dry nitrogen atmosphere (50 mL.min-1 flow rate). Calibration for the temperature 

and heat flow ranges was carried out using a pure indium standard (Tm = 156.6 ºC and ∆Hm = 28.4 

J.mol-1). For pH-sensitive poly(NIPAAm-co-MAA) polymers DSC is not a suitable method to 

determine LCST. Therefore samples were dispersed at a concentration of 0.2 mg/mL in 10 mM 

acetate buffer pH 4 and 10 mM PBS buffer pH 7.4 and turbidimetric analysis was performed using a 

UV/VIS spectrometer PerkinElmer Lambda 35 (PerkinElmer Inc., USA), equipped with a water-

jacketed cell holder coupled to a temperature-controlled circulating bath. Measurements were 

performed at 600 nm where the copolymer has no absorption bands. Turbidity was recorded upon 

heating from 24 oC up to a temperature at which an absorbance plateau was clearly defined (after 5 

min of equilibration for each temperature step) and cooling back to 24 oC. The temperature of the 

sample dispersion was continuously monitored by a thermocouple inside the cuvette. The increase in 

turbidity with increasing temperature is a result of the volume phase transition. The LCST for the 

thermoresponsive samples was calculated as the inflexion point of the normalized absorbance to 

temperature curve using OriginPro 8.04 software. 

For the rheological characterization of the microbeads, all samples were left in equilibrium in 10 mM 

PBS buffer pH 7.4 overnight at 20 oC. Rheological measurements were performed on a Bohlin 

Gemini HRnano rotational rheometer (Malvern Instruments, UK). Firstly, a strain amplitude sweep was 

performed to determine the linear viscoelastic behavior region. Oscillatory measurements, at 20 oC, 

were then performed at frequencies ranging from 1 to 100 Hz and 1 % strain (within the linear 

viscoelastic range) to determine the complex dynamic modulus G* at these conditions. G* consists of 

a real component, the storage modulus G’, related to the elastic behavior of the material, and an 

imaginary component, the loss modulus G’’, that translates the viscous component.  

PNIPAAm hydrogels were tested for cytotoxicity following the ISO 10993-5 guidelines. For that 

purpose, triplicates of the polymers were placed in polystyrene tubes at a concentration of 10 mg/mL 

in RPMI – 1640 media with 10 vol % of FSB and kept in an incubator (37 ºC, 5 % CO2, fully 

humidified) for 1 day. The liquid extracts were further diluted to 1 mg/mL and 0.1 mg/mL 

concentration. After sterile filtration, the media conditioned with the polymers was used to culture 

L929 mouse fibroblasts (initial density 10×104 cells/mL) in 24-well plates for 36 hours. The cell 

metabolic activity was determined by analyzing the conversion of MTT (yellowish color) to its 

formazan derivative (purple – absorbance at 570 nm after a 3 hour incubation at 37 ºC) using a MTT-

based cell growth determination kit. The results were normalized to the negative control for 

cytotoxicity (fresh RPMI medium). 
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2.2 Poly(N-isopropylacrylamide) Hydrogel Microbeads 
 

Smart hydrogel particles are three dimensional cross-linked polymer networks exhibiting reversible 

swelling responses to external stimuli, namely changes in temperature, pH and ionic strength, and 

have been explored for a diverse range of biotechnological applications.3 Poly(N-

isopropylacrylamide) (PNIPAAm) is a well-known thermosensitive polymer in which the volume 

phase transition occurs at a lower critical solution temperature (LCST) of about 30-32 oC.4 The 

microgel collapse above the LCST is characterized by an entropy-driven weakening of the water-

amide hydrogen bonds and increasing hydrophobic interactions among isopropyl groups, leading to 

water expulsion.4,5 Different strategies may be pursued to control the water uptake and mechanical 

properties of hydrogels: altering the co-monomer composition and/or cross-linking density, and 

changing the experimental conditions under which the polymer is formed.6 In this work, cell-sized 

PNIPAAm microgels with well-defined morphology and mechanical properties were prepared for 

their application on the development of biosensing platforms to assess cell microenvironments in 

tissue cultures. Studies have demonstrated that the particle size plays a key role in their adhesion to 

and interaction with biological cells. While nanoparticles are suitable for drug delivery applications, 

cell-sensing applications require particle sizes higher than 0.5 – 1 µm to prevent cellular uptake 

through endocytosis7 and to be observed using conventional cell culture tools: confocal laser scanning 

microscopy, flow cytometry, etc. PNIPAAm-containing microgels have been proposed as building 

blocks for different sensing devices in which a physicochemical change in the hydrogel is monitored 

and related to antigen/antibody interactions,8 an immobilized enzyme reaction9 or ligand-binding 

event10. Furthermore PNIPAAm may be used to minimize biofouling of devices through adherent 

cells release upon thermal cycling, thus extending lifetime and efficiency of implantable biosensors.11 

Synthesis of PNIPAAm cross-linked polymers in scCO2 has already been reported in literature.1 The 

authors prepared sub-micron PNIPAAm particles using N,N’-methylenebisacrylamide (MBAm) as 

cross-linker through free radical polymerization in scCO2. There are a great number of publications 

describing the preparation of sub-micrometer polymer and composite particles in scCO2.12-15 By 

contrast, there are very few reports on the synthesis of spherical particles with diameters above the 

micrometer range.16,17 In this work, an improved strategy for the polymerization of PNIPAAm that 

enables the preparation of biocompatible cell-sized particles with defined morphology and tuned 

rheological behavior is described. Previous studies on PNIPAAm nanogels have shown the influence 

of cross-linking density on the rheological behavior of concentrated nanogel suspensions.18 In fact 

when the microgel particles are densely packed elastic properties arise which are dependent on cross-

linking. The cross-linking agent was used to control the elastic modulus of the micron-sized beads. 

Elastic modulus determined from rheological measurements has been correlated with sample stiffness 

in several studies.19,20 In this chapter the impact of the specific composition of the cross-linkers used 
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on the structural, morphological, rheological and thermal features of the microgels was assessed. 

Finally, cytotoxicity tests on the obtained smart microgels were conducted to assess their biomedical 

applicability. 

 

2.2.1 Results and discussion 
 

PNIPAAm hydrogels cross-linked with MBAm had already been prepared through precipitation 

polymerization in supercritical CO2, yielding defined particles although aggregated.1 In precipitation 

polymerizations, both monomer and initiator are soluble in the continuous supercritical phase, but as 

the polymer grows the insoluble polymer chains precipitate and the particles tend to form an 

agglomerated powder.15 A possible strategy to further improve the PNIPAAm polymer morphology 

and obtain large particles is to both follow a dispersion polymerization approach, through the addition 

of a stabilizer, and increase the initial monomer concentration – Figure 2.3.  

 

 
Figure 2.3 Dispersion polymerization in scCO2 with Krytox as a stabilizer. 

 
 
The successful polymerization stabilizers in scCO2 media combine polymer- and CO2-philic moieties, 

enabling polymer chain growth in the continuous phase to higher degrees of polymerization and 

providing some degree of control over the polymer morphology21 – Figure 2.2. In the literature, 

polymeric microbeads with controlled morphology prepared from methylmethacrylate16 and 

diethyleneglycol dimethacrylate22 were obtained by dispersion polymerization in scCO2 using a 

commercially available carboxylic acid terminated perfluoropolyether, Krytox 157 FSL (DuPont) – 

Figure 2.4. This stabilizer has many advantages over other available siloxane, fluorinated or 

carboxylic acid based block copolymers, as it is inexpensive and easily removed from the obtained 

polymer by washing with fresh CO2.16 In both referred literature examples, it was suggested that 

Krytox, as a pseudo-graft stabilizer, stabilized the growing polymer chain through H-bonding between 

Krytox carboxylic terminal group and the carbonyl of the ester group of either methylmethacrylate16 

or diethyleneglycol dimethacrylate22. The same mechanism can be foreseen for the stabilization of 

NIPAAm polymerization, involving the NIPAAm amide group. As for the contribution of the initial 

monomer concentration, larger particles are typically obtained by increasing the initial monomer feed, 
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since the presence of more monomer leads to a higher solvency of the medium for the growing 

polymer and stabilizer, enabling higher degrees of polymerization.17,23 

 

 
Figure 2.4 Krytox 157 FSL (DuPont): carboxylic acid terminated perfluoropolyether (Mn~2500). 

 
 
Using the low cross-linking density of 0.74 mol% of cross-linker to NIPAAm amount in the initial 

feed as a benchmark for the optimization of PNIPAAm microbeads synthesis (corresponding to 1 

wt% of MBAm relative to the amount of NIPAAm described by Temtem et al.), the solubility of 

NIPAAm mixed with different cross-linkers and 10 wt% of Krytox in supercritical CO2 was assessed 

through cloud point determination, mimicking polymerization initial conditions – Table 2.1. From the 

collected data it is possible to observe that the mixture solubility is quite similar irrespective of the 

cross-linker as the latter was maintained at a very low concentration. 

 
Table 2.1 Cloud points for the mixture of NIPAAm, cross-linker (0.74 mol% relative to NIPAAm) and Krytox 
(10 wt% relative to NIPAAm) at 65 oC. 
 

Cross-linker w mixture                   
(wt% relative to CO2) 

Cloud-point     
p (MPa) 

MBAm 5.2 25.0 

DEGDMA 5.3 23.8 

GDMA 4.7 24.7 

 

Initially, polymerizations using MBAm as a cross-linker, were performed below and above the initial 

feed solubility limit. Well-defined and monodisperse particles were obtained for an initial feed of 7.7 

wt% NIPAAm to CO2 and 10 wt% Krytox relative to the monomer, when compared with the initial 

benchmark composition described by Temtem et al. (3.8 wt% NIPAAm to CO2) plus a small amount 

of stabilizer added (3 wt% of Krytox to monomer) - Figure 2.5.  
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Figure 2.5 Scanning electron microscopy (SEM) images of PNIPAAm microbeads cross-linked with 0.74 mol% 
of MBAm (relative to NIPAAm amount) prepared under different conditions: (a) 3.8 wt% monomer relative to 
CO2 amount (conditions described in Temtem et al.) and 3 wt% stabilizer relative to monomer amount; (b) 7.7 
wt% monomer relative to CO2 amount and 10 wt% stabilizer relative to monomer amount.  
 
 
On the above SEM micrographs the stabilizing effect of Krytox on controlling polymer morphology 

becomes evident as well as the contribution of larger initial amounts of monomer in obtaining larger 

beads. Although these optimized conditions yielded an improved morphology, the polymerization was 

carried out in heterogeneous conditions, as the initial feed concentration was above the determined 

solubility limit by cloud point measurements (Table 2.1). Indeed during the polymerization a liquid 

phase dispersed in the supercritical phase was observed and a white hard deposit was formed at the 

bottom of the high-pressure vessel in the end of the polymerization. Consequently, the polymerization 

yield for MBAm cross-linked PNIPAAm microbeads was lower than literature values for other 

polymers synthesized by dispersion polymerization with Krytox in scCO2
16,22, as shown in Table 2.2. 

 
Table 2.2 Effect of the cross-linker on the preparation of NIPAAm in supercritical carbon dioxide: 7.7 wt% 
NIPAAm (relative to CO2), 10 wt% of Krytox (relative to monomer) and 2 wt% of AIBN. 
 

cross-linker molar fraction 
(mol%) 

yield (%) diameter, 𝒅�  
(µm)a 

LCST (ºC)b 

MBAm 0.74 72 3.2±0.4 30.1±0.1 

DEGDMA 
0.74 59 3.8±0.3 30.6±0.0 
1.4 64 3.6±0.4 30.2±0.2 

GDMA 0.74 72 3.8±0.6 30.4±0.1 
a determined from particle analysis in an automated optical microscope: �̅� ± s. 
b as determined from DSC analysis. 
 

Having optimized the PNIPAAm synthesis with MBAm to obtain large spherical microbeads, 

polymerizations of NIPAAm with more hydrophilic cross-linkers were carried out. The impact of 

cross-linker hydrophilicity on PNIPAAm physical and thermal features was assessed, as shown in 

Table 2.2. In fact the cross-linkers GDMA and DEGDMA may be considered more hydrophilic than 

MBAm due to the presence of a hydroxyl group for GDMA and of ethylene glycol for DEGDMA 
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(Figure 2.1a).24 The initial feed was maintained at 7.7 wt% NIPAAm relative to CO2 and 0.74 mol% 

cross-linker relative to monomer, respectively, as the compliance, swellability and 

thermoresponsiveness of PNIPAAm hydrogels was shown to decrease with cross-linking density, 

since cross-linked regions do not participate in the conformational transitions.1,25 The polymerization 

reactions were again carried out under heterogeneous conditions, impairing polymerization yield.   

Figure 2.6 shows the FT-IR spectra in the region 1400-1800 cm-1 for the synthesized PNIPAAm 

cross-linked polymers, in which the characteristic PNIPAAm Amide I at 1643 cm-1 and the Amide II 

at 1540 cm-1 bands may be observed.26 All spectra are similar with respect to composition and peak 

intensities with the exception of the PNIPAAm polymer cross-linked with DEGDMA, in which the 

strong stretch vibration of the cross-linker free carbonyl groups may be observed as a shoulder at 

1725 cm-1. This vibration becomes more intense for the PNIPAAm with 1.4 mol% DEGDMA, being 

an indication of successful incorporation of increasing cross-linker.  

 

 
Figure 2.6 (a) FT-IR spectra for PNIPAAm cross-linked with 0.74 mol% MBAm, DEGDMA and GDMA and 
1.4 mol% DEGDMA (relative to NIPAAm amount). The arrow highlights the υC=O of DEGDMA. 
 
 
In regards to the microgels morphology, well-defined spherical particles with a smooth surface were 

obtained for both PNIPAAm cross-linked with DEGDMA and GDMA, as shown in Figure 2.7. Table 

2.2 presents the average diameter of the microbeads. As it can be seen the average diameter for the 

microbeads cross-linked with DEGDMA and GDMA is higher than with MBAm. Furthermore, an 

increase in the amount of DEGDMA leads to the formation of smaller particles, as the number of 

nuclei generated in the reaction increases, which is in agreement to literature.1 

Figure 2.8 presents the particle size distribution for the obtained polymers with the same initial molar 

fraction of cross-linker. Although they have similar average diameters, particles cross-linked with 
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GDMA present a broader size distribution, as illustrated by the SEM micrograph as well. Particles 

cross-linked with DEGDMA presented the narrowest particle size distribution.  

 

 
Figure 2.7 Scanning electron microscopy images of PNIPAAm microbeads prepared from an initial feed 
containing 7.7 wt% monomer relative to CO2 amount and 10 wt% stabilizer relative to monomer amount and 
using 0.74 mol% of (a) DEGDMA and (b) GDMA (relative to NIPAAm) as cross-linkers. 

 

 
Figure 2.8 Particle size distribution of PNIPAAm microbeads prepared using 0.74 mol% (relative to NIPAAm) 
of MBAm (●); DEGDMA ( ) and GDMA (). Particle size was determined using an automated optical 
microscope for particle characterization.  
 
 
Since the largest particles with narrower size distribution were prepared with 0.74 mol% DEGDMA 

cross-linker, the synthesis was further investigated, by performing a polymerization close to the 

solubility limit of the initial mixture in CO2 at 65 oC and 28.0 MPa: initial NIPAAm concentration of 

4.8 wt% relative to CO2. The polymerization yield increased to 91 % in comparison with the previous 

polymerizations and no deposit was obtained. SEM micrographs showed that the morphology of these 

PNIPAAm particles was totally similar to the described beforehand, but the average particle diameter 

decreased from 3.8±0.3 µm to 3.6±0.7 µm (as determined by particles analysis with an automated 

optical microscope). These observations indicate that particle size can be possibly fine tuned by 
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changing the initial mixture concentration, while maintaining well-defined and monodisperse particle 

morphology, allowing the design of thermoresponsive microgels in scCO2 according to the desired 

application. 

Aqueous dispersions of PNIPAAm microbeads were observed under an optical microscope with 

temperature control. The PNIPAAm microbeads thermoresponsive behavior can be clearly observed 

in Figure 2.9. Bead diameter decreased with increasing temperature, presenting a sharp collapse in 

diameter around the LCST. Below the LCST, PNIPAAm is able to uptake water due to hydrogen-

bonding between water molecules and the PNIPAAm hydrophilic amide group, leading to microgel 

swelling. Above the LCST, PNIPAAm polymer chains shift to a hydrophobic conformation and the 

microgels collapse, releasing water.5 Moreover, PNIPAAm microbeads cross-linked with the 

hydrophilic GDMA and DEGDMA cross-linkers have larger diameters when dispersed in water, 

especially at temperatures below the LCST. For PNIPAAm particles cross-linked with 1.4 mol % of 

DEGMA the diameter was lower than with 0.74 mol%, as expected. When dispersing the PNIPAAm 

0.74 mol% DEGDMA in PBS buffer, the variations in size with temperature are much less significant 

and the diameters are overall smaller, since the presence of salts screen the polymer-water 

interactions. 

 
Figure 2.9 Diameter of PNIPAAm microgels with different cross-linkers (𝒅� ± 𝑺𝑬𝒅�), as determined from optical 
micrographs after equilibrium swelling from 22 to 40 oC in Milli Q water: 0.74 mol% MBAm (●); 0.74 mol% 
DEGDMA (); 1.4 mol% DEGDMA () and 0.74 mol% GDMA (). The diameter for the PNIPAAm 0.74 
mol% DEGDMA sample dispersed in PBS () is also depicted, as reference for the ionic strength impact on 
microgel swelling. The lines refer to sigmoidal curve fittings of the data, represented herein just to facilitate 
interpretation. 
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The volume swelling ratio (Q) of the PNIPAAm particles was evaluated from the increase in particle 

volume when aqueous dispersions of the beads were equilibrated at 24 ºC and 40 ºC, as described in 

equation 2.2:  

 

𝑸 = 𝑽𝒂𝒒,𝑻(℃)

𝑽𝒅𝒓𝒚
       (Equation 2.2) 

where 𝑉𝑎𝑞,𝑇( 𝐶)𝑜  refers to the average volume of beads in aqueous solution and 𝑉𝑑𝑟𝑦 is the volume of a 

dry bead calculated from the determined size distribution. 

The determination of the microgel swelling is important not only to characterize the microbeads in 

terms of water content, but also to estimate their mesh size (𝜉), or the linear distance between two 

cross-links, through the Flory and Rehner equilibrium swelling theory27 – equation 2.3: 

 

𝝃 = 𝜶𝒓𝟎 = 𝑸𝟏/𝟑 �𝟐𝑪𝒏 �
𝑴𝒄����

𝑴𝒓����
��
𝟏/𝟐

𝒍      (Equation 2.3) 

in which the end-to-end distance in the unperturbed state (𝑟0) was calculated as shown in the above 

equation. In equation 2.3, 𝐶𝑛 refers to the polymer characteristic ratio, 𝑀𝑐���� is the molecular weight 

between consecutive cross-links, 𝑙 is the carbon-carbon bond length (1.54 Ǻ), and 𝑀𝑟���� is the molecular 

weight of the repeating unit. The values for 𝐶𝑛 used for each polymer and copolymer are outlined in 

Table 2.3. The molecular weight between cross-links was assumed as the theoretical one – equation 

2.4. 

 

𝑴𝒄���� = 𝑴𝒓����

𝟐𝑿
         (Equation 2.4) 

where 𝑋 refers to the cross-linking ratio.  

 
Table 2.3 Parameters for the calculation of microgels mesh size of PNIPAAm microbeads. 

 
Parameters values 
𝐶𝑛 10.6*29 
𝑀𝑟���� (g/mol) 113.16 

𝑀𝑐���� (g/mol) 
7646 (𝑋 = 0.74 mol%) 
3823 (𝑋 = 1.4 mol%) 

* value for PNIPAAm in water at 20 oC; herein it was used for the estimation of the mesh size at all conditions. 
 

The mesh size may be regarded as a measure of the microgel porosity in aqueous environment, being 

a theoretical prediction of the microgel permeability. Table 2.4 contains the calculated swelling and 

mesh size for the cross-linked microgels dispersed in water (and in physiological PBS buffer for the 

optimal PNIPAAm 0.74 mol% DEGDMA beads).  

 



Synthesis in scCO2 Chapter 2 

 

 
42 

 
Table 2.4 Volume swelling ratio and mesh size for PNIPAAm microbeads dispersed in water below (24 oC) and 

above the LCST (37 oC). 
 

Monomer diameter, 𝒅� (µm)¶ swelling ratio, Q¶ mesh size, 𝝃 (nm)¶ 

24 oC 40 oC 24 oC 40 oC 24 oC 40 oC 

MBAm 5.0 ± 0.0 3.6 ± 0.0 3.8 ± 0.2 1.4 ± 0.1 9.1 ± 0.0 6.5 ± 0.0 

DEGDMA 
0.74 mol% 

9.6 ± 0.1 

4.1 ± 0.0* 

4.0 ± 0.1 

3.3 ± 0.0* 

16 ± 0.7 

1.3 ± 0.0* 

1.2 ± 0.1 

0.67±0.02* 

15 ± 0.1 

6.3 ± 0.0* 

6.2 ± 0.1 

5.1±0.0* 

1.4 mol% 8.2 ± 0.1 4.0 ± 0.1 11.9 ± 0.5 1.4 ± 0.1 9.4 ± 0.1 4.6 ± 0.0 

GDMA 8.6 ± 0.1 4.3 ± 0.0 11.7 ± 0.6 0.6 ± 0.1 13 ± 0.1 6.6 ± 0.0 
¶ average ± standard error of the mean for diameter (𝑆𝐸𝑑�), swelling ratio (𝑆𝐸𝑄) and mesh size (𝑆𝐸𝜉). 
* dispersed in PBS. 
 

The swelling of hydrogel networks depends on the balance between the gain in entropy from water 

incorporation and the elastic retractive forces of the elongated polymer chains. From the above table, 

the contribution of cross-linker hydrophilicity and lower cross-linking densities for larger swelling 

degrees becomes clearer. The microbeads cross-linked with DEGDMA and GDMA present higher 

swelling ratios than the MBAm cross-linked PNIPAAm particles. Thus, the larger observed swollen 

particle sizes are mostly due to increased water uptake and stabilization when PNIPAAm was cross-

linked with DEGDMA or GDMA. These observations may also be correlated with the DSC results in 

Table 2.2, in which a slight increase in LCST was observed for PNIPAAm samples with DEGDMA 

and GDMA cross-linkers, showing that polymer-water interactions are more favorable when these 

hydrophilic moieties were present. The increase in DEGDMA cross-linking or the presence of salts, 

leads to a decrease in swelling below LCST, as expected. Another interesting observation is the ability 

of PNIPAAm in retaining water even above the LCST, despite the hydrophobic conformation of the 

polymer chains, which agrees with previous reports and theoretical predictions.29  

From the estimated values for microgel mesh size, it is possible to infer that the microgels have the 

potential for differential permeation of biomacromolecules, according to changes on environmental 

temperature. This feature could be explored for the targeted protease sensor in this project. For 

example, a metalloproteinase such as MMP-1, with a diameter around 5.7 nm (vide Chapter 1), could 

theoretically permeate across a PNIPAAm 0.74 mol% DEGDMA microgel below the polymer LCST 

in physiological salt conditions, while above the LCST it could not. 

 

When placing the synthesized PNIPAAm polymers under equilibrium swelling, a weak macroscopic 

gel is formed by aggregation of the microgel particles, as indeed observed in previous studies with 

PNIPAAm colloids.18 This allows the determination of the viscoelastic properties of the PNIPAAm 

microbeads as a bulk under equilibrium swelling by oscillatory measurements at 20 oC, below the 
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LCST. The effect of cross-linker content on the gels rheological behavior is more important when the 

polymer is fully swollen at a temperature below the LCST. In the swollen state physical 

entanglements are nearly nonexistent and the mechanical properties of the material are strongly 

dependent on the network cross-linking.6 The gels exhibited a typical gel-like behavior with a high 

degree of elasticity as the dynamic elastic modulus, G’, was weakly dependent on frequency and 

much higher than the loss modulus, G’’, over the entire frequency range (vide Figure 2.10). Microgels 

cross-linked with hydrophilic cross-linkers had lower elastic modulus, G’, exhibiting a more 

compliant mechanical behavior, in agreement with a larger water uptake shown on the equilibrium 

swelling studies. In fact the elastic moduli of PNIPAAm microgels cross-linked with DEGDMA and 

GDMA were about two to three-fold lower than for PNIPAAm microgels containing MBAm, 

enabling the possibility of fine tuning microgel mechanical properties by varying the cross-linker. It 

would be interesting to assess the rheological behavior of these microgels at a physiological 

temperature for potential biological applications. However at temperatures above the LCST the 

microgels suspensions flocculate, thus making impossible to perform measurements with this 

technique, as already observed in previous rheological studies with PNIPAAm nanogels.18 Other 

alternative advanced techniques such as atomic force microscopy indentation could be used for 

PNIPAAm gels above the LCST.19 

 

 
Figure 2.10 Rheological characterization of PNIPAAm microgels cross-linked with 0.74 mol% relative to 
NIPAAm in equilibrium swelling at 20 oC: MBAm (●,○); DEGDMA (,); GDMA (,) – elastic modulus, 
G’ (filled symbols), and viscous modulus, G’’ (open symbols).  
 
 
The use of PNIPAAm microparticles in biomedical applications requires a previous evaluation of 

their cytotoxicity. Figure 2.11 presents the metabolic activity of L929 cells (normalized to control) 

after 36 hours of culture with medium conditioned with polymer extracts at an initial concentration of 
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0.1 mg/mL and 1 mg/mL. No cytotoxic effect was observed for any of the PNIPAAm samples 

prepared, when compared to non-conditioned RPMI media. These results are in agreement with 

previously reported data for PNIPAAm cross-linked particles prepared using a conventional method 

followed by extensive and time-consuming purification steps.30 Furthermore, the data emphasizes the 

ability of scCO2 in removing any residual monomers that might be present, since especially NIPAAm 

would be toxic for mammalian cell cultures even at very low concentrations.30 Therefore, the 

preparation of smart microgels in supercritical carbon dioxide rendered highly pure polymers without 

any need of further treatment before their application, enabling their potential use in biomedical 

devices. 

 

 
Figure 2.11 Cytotoxicity assays for PNIPAAm microbeads cross-linked with 0.74 mol% of MBAm, DEGDMA 
and GDMA. L929 fibroblast cells were incubated with media previously conditioned with PNIPAAm polymer 
samples at two polymer concentrations: ( ) 0.1 mg/mL and ( ) 1 mg/mL. Cell metabolic activity after 
36 hours was assessed using an MTT-based cell growth determination kit (measurements were normalized to 
negative control). 
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2.3 Poly(N-isopropylacrylamide)-based Copolymers: Microbeads with 

Additional Functionality 
 

Copolymerization of NIPAAm with hydrophilic monomers is a possible route to fine tune swelling 

degree, the thermal and mechanical features of the polymer as well as introducing additional 

functionalities. Poly(ethylene glycol) (PEG) is a FDA approved biocompatible hydrophilic polymer 

that has been widely explored for different biomedical applications due to its resistance to protein 

adsorption and cell adhesion.31 Conventional synthesis of PNIPAAm-PEG nanoparticles for drug 

delivery applications has already been reported in literature, in which the presence of PEG contributes 

for higher LCST and equilibrium swelling. In principle, that behavior facilitates the incorporation of 

drugs into the nanoparticles.32 Poly(methacrylic acid) (PMAA) is a biocompatible weak 

polyelectrolyte with a pKa ~ 5-6. When cross-linked, PMAA hydrogels exhibit sharp pH sensitivity, 

swelling to high degrees in basic solutions and collapsing upon protonation of the carboxylic group. 

This behavior is due to contributions of Couloumbic repulsions among charged carboxylate groups 

and of Donnan osmotic pressure driven transport of mobile counterions to maintain electroneutrality 

inside the microgel.23 At high pH values, the hydrogel mesh expands to minimize charge 

concentration. NIPAAm and MAA copolymers create systems that exhibit reversible swelling 

responses to both temperature and pH stimuli. The functionalization of NIPAAm with MAA provides 

a functional group for chemical modification, and, when ionized, increases or even suppresses the 

LCST behavior and contributes to microgel swelling for MAA fractions below 30 mol%.33,34 Nano-

sized poly(NIPAAm-co-MAA), p(NIPAAm-co-MAA), microgels have already been prepared through 

conventional synthesis and thoroughly studied in their ability to uptake and release different drugs35 

and also in their interaction with macromolecules36. The preparation of PNIPAAm-based hydrogel 

particles using supercritical fluid technology offers many advantages over conventional synthesis 

methods, as biocompatible beads with well-defined morphology and physical properties are readily 

obtained without the need of extensive purification or further processing, being especially suitable for 

sensitive biological applications.1,37 

Herein, the preparation of PNIPAAm-graft-PEG (PNIPAAm-g-PEG) and p(NIPAAm-co-MAA) 

copolymers by free-radical dispersion polymerization is described. The impact of the different co-

monomers on the morphological properties of the hydrogels was evaluated with the main goal of 

obtaining defined microbeads for a protease sensing application. 
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2.3.1 Results and discussion 
 

From the previous experiments with PNIPAAm homopolymers, it was clear that larger particles were 

obtained for initial polymerization conditions close to or above the solubility limit determined by 

cloud point assessment. For PNIPAAm-g-PEG synthesis, polymerizations were performed mimicking 

the experimental conditions previously optimized for the largest particles: NIPAAm initial 

concentration of 7.7 wt% relative to CO2, 10 wt% Krytox relative to the monomers, and increasing 

molar fraction of PEGa macromonomer relative to NIPAAm (5-15 mol%). Once again, the initial feed 

was not totally homogeneous at 65 ºC and 28.0 MPa, which impaired polymerization yield and lead to 

a final molar composition different from the initial mixture (Table 2.5). On the other hand, 

p(NIPAAm-co-MAA) copolymer was synthesized slightly below NIPAAm solubility limit: NIPAAm 

initial concentration of 4.8 wt% (relative to CO2) and increasing molar fractions of MAA (10-20 

mol%). The initial feed was totally soluble at 65ºC and 28.0 MPa and therefore higher yields were 

obtained when compared with the PNIPAAm-g-PEG reaction. The polymers were characterized in 

their monomer composition, size distribution for monodisperse beads, and thermal features (LCST). 

The copolymerization of PEG and MAA with NIPAAm was confirmed by elemental analysis and by 

FT-IR spectroscopy (Figure 2.12). Comparing with the spectra of the DEGDMA cross-linked 

PNIPAAm homopolymer, the PNIPAAm-g-PEG copolymer showed a characteristic peak 

corresponding to the carbonyl stretch mode (υ(C=O) at 1725 cm-1) of the macromonomer, 

overlapping the vibration previously assigned to DEGDMA. Whereas, p(NIPAAm-co-MAA) 

exhibited an additional band corresponding to the carbonyl stretch mode (υ(C=O) at 1705 cm-1) of 

protonated carboxylic groups.38 Both the characteristic comonomer band intensities increased for 

copolymers with higher content in PEGa or MAA. In addition, the peaks relative to the Amide I and 

Amide II for both copolymeric systems can be found at around 1544-1549 cm-1 and 1648-1650 cm-1, 

respectively, being both at higher wavenumbers when compared to the FT-IR spectra of the 

PNIPAAm homopolymers. This significant shift is characteristic of H-bonding interactions being 

established between NIPAAm and co-monomer segments, as shown for other acrylamide copolymer 

systems.39 Details regarding the infrared spectra of the p(NIPAAm-co-MAA) 90:10 copolymer will be 

subject of Chapter 3. 
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Table 2.5 Effect of the initial co-monomer molar fraction on the obtained PNIPAAm copolymers. 
 

Polymer x co-monomera yield (%) 
diameter, 𝒅� 

(µm) 
LCST (ºC)c 

pH 4       pH7.4 

PNIPAAm-g-PEG 
95:5 4 69 2.70±0.37b 31.5 
90:10 15 89 1.87±0.30b 33.3 
85:15 17 93 1.43±0.39b 34.5 

p(NIPAAm-co-MAA)  
90:10 8 92 4.0±0.4 30.1 none 
85:15 14 98 n.a.  none none 
80:20 17 98 n.a. none none 

a determined through elemental analysis. 
b the particle size for individual particles was determined from image analysis of SEM micrographs: �̅�  ± s for 
100 particles. 
c determined from DSC analysis for PNIPAAm-g-PEG copolymers; the LCST of pH-sensitive p(NIPAAm-co-
MAA) is pH-dependent and therefore was determined through turbidimetry. 
 
The successful copolymerization of NIPAAm with both hydrophilic co-monomers had also a 

significant impact on the determined LCST. As the amount of PEGa macromonomer increases the 

LCST shifts to higher values, as the water and NIPAAm interactions are stabilized by the presence of 

hydrophilic ethyleneglycol segments to higher temperatures.32 The incorporation of MAA lead to a 

pH-dependent thermoresponsive behavior of the copolymer. Above the MAA pKa (~5-6), no LCST 

was observed by turbidimetric analysis, as the carboxylic groups of MAA are fully deprotonated, 

stabilizing water within the hydrogel and preventing the entropy-driven collapse of PNIPAAm.34 In 

addition, as the composition in MAA increases there is no observed LCST at any pH which may be 

due not only to the hydrophilic character of the carboxylic group but possibly to intermolecular 

interactions among NIPAAm and MAA segments that impair NIPAAm native interaction with water, 

in agreement with previous reports.34 
 

 
Figure 2.12 FT-IR spectra in the region between 1400-1800 cm-1 for (a) PNIPAAm-g-PEG 95:5 and 85:15 
showing an increase in the intensity of the shoulder at 1725 cm-1 (highlighted by the dotted line) characteristic 
of free υC=O vibration of the PEGa macromonomer in copolymers with higher content in PEGa; (b) 
p(NIPAAm-co-MAA) 90:10 and 80:20 demonstrating higher incorporation of MAA for higher initial feeds by 
an increase in the intensity of the shoulder corresponding to protonated carboxylic υC=O ~ 1705 cm-1 
(highlighted by the dotted line). 
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In regards to the copolymers morphology it was clear that the dispersion polymerization approach 

lead to the in situ formation of well defined PNIPAAm-g-PEG and p(NIPAAm-co-MAA) 

microbeads, as shown by the SEM micrographs in Figure 2.13 and 2.14. It is possible to observe for 

both systems that incorporation of larger amounts of the co-monomer lead to poor morphological 

definition, especially for the MAA copolymerizations. For the p(NIPAAm-co-MAA) 85:15 and 80:20 

copolymers, the reactions were allowed to proceed for more than 24 hours to obtain the more defined 

morphology shown in the SEM micrographs. Indeed shorter polymerization times lead to more 

aggregated particles (data not shown). 

 

 
Figure 2.13 Scanning electron microscopy images of PNIPAAm-g-PEG copolymers with increasing PEG 
content: (a) 95:5; (b) 90:10; (c) 85:15. Scale bar: 1 µm. 
 

 
Figure 2.14 Scanning electron microscopy images of p(NIPAAm-co-MAA) copolymers with increasing MAA 
content: (a) 90:10; (b) 85:15; (c) 80:20. Scale bar: 1 µm. 

 
 

The particles with more potential for the proposed biosensing application are the PNIPAAm-g-PEG 

95:5 and the p(NIPAAm-co-MAA) 90:10 microbeads, as they exhibit a well-defined morphology, as 

shown on the SEM micrographs, and a larger size (Table 2.5). The particle diameters when dispersed 

in Milli-Q water (at different pH for the MAA containing polymer) and 10 mM PBS buffer pH 7.4 is 

shown in Figure 2.15 (as well as 10 mM acetate buffer pH 4 for the p(NIPAAm-co-MAA)). 
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Figure 2.15 (a) Diameter (𝒅� ± 𝑺𝑬𝒅�) of PNIPAAm-g-PEG 95:5 microparticles dispersed in water () and 10 
mM PBS buffer () from 22 to 40 oC (the depicted curves are a Boltzmann sigmoidal fit to the data to illustrate 
the observed tendency). (b) Diameter of p(NIPAAm-co-MAA) 90:10 microbeads variation with solution pH and 
ionic strength at 24 oC (—) and 37 oC (—): closed symbols when dispersed in Milli-Q water with negligible 
ionic strength and open symbols when dispersed in 10 mM PBS buffer pH 7.4 (I = 160 mM) and 10 mM acetate 
buffer pH 4 (I = 160 mM). 
 
 
The variation of PNIPAAm-g-PEG 95:5 microbeads diameter with temperature is quite similar to the 

observed for the homopolymeric beads, in which the microgel collapse is clearly observed above the 

LCST, though the presence of PEG introduces a larger lag in temperature between the fully swollen 

and collapsed states. The microbeads were smaller than the DEGDMA crosslinked PNIPAAm 

particles when dispersed in Milli Q water. However, their deswelling in the physiological buffer is not 

as significant as in the homopolymeric beads, which is particularly relevant for the targeted 

biosensing application. The p(NIPAAm-co-MAA) 90:10 microbeads diameter is both dependent on 

temperature and the solution pH, as expected from the LCST measurements. Below the MAA pKa, the 

microbeads size is comparable to PNIPAAm 0.74 mol% DEGDMA homopolymer particles. However 

at physiological pH the p(NIPAAm-co-MAA) 90:10 microbeads present large diameters around the 

target cell-size of 10 µm in 10 mM PBS buffer pH 7.4. As mentioned before, MAA’s carboxylic 

groups above their pKa contribute to the overall microgel swelling and minimize the polymeric 

network collapse even at temperatures above native PNIPAAm LCST. In solutions with higher ionic 

strength the swelling is less significant in agreement with overall charge shielding of the co-

polymers.33,34,40 

 

The volume swelling ratio (Q) at 24 and 37 oC and mesh size (𝜉) of the copolymeric microgels were 

determined using the equations 2.1 and 2.2 previously described. The values for 𝐶𝑛, 𝑀𝑐���� and 𝑀𝑟���� used 

for copolymers are presented in Table 2.6. Since these are copolymeric systems, the values were 

calculated for the PNIPAAm-g-PEG 95:5 and p(NIPAAm-co-MAA) 90:10 assuming average 

contributions of each of the co-monomers based on the determined elemental analysis compositions. 
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For the MAA containing polymers, characteristic ratios for ionized and non-ionized polymer were 

taken into account, as shown in Table 2.6. 

 
Table 2.6 Parameters for the calculation of the mesh size for the PNIPAAm-g-PEG 95:5 and p(NIPAAm-co-
MAA) 90:10 microgels.41,42 
 

Parameters PNIPAAm-g-PEG 95:5 p(NIPAAm-co-MAA) 90:10 

𝐶𝑛 
𝐶𝑛,𝑃𝐸𝐺  = 4.1 

𝐶𝑛,𝑐𝑜𝑝𝑜𝑙𝑦𝑚𝑒𝑟 = 10.3 

𝐶𝑛,𝑀𝐴𝐴 𝑛𝑜𝑛−𝑖𝑜𝑛𝑖𝑧𝑒𝑑 = 7.5 

𝐶𝑛,𝑀𝐴𝐴 𝑖𝑜𝑛𝑖𝑧𝑒𝑑 = 14.6 

𝐶𝑛,𝑐𝑜𝑝𝑜𝑙𝑦𝑚𝑒𝑟 𝑛𝑜𝑛−𝑖𝑜𝑛𝑖𝑧𝑒𝑑 = 10.4 

𝐶𝑛,𝑐𝑜𝑝𝑜𝑙𝑦𝑚𝑒𝑟 𝑛𝑜𝑛−𝑖𝑜𝑛𝑖𝑧𝑒𝑑 = 10.9 

𝑀𝑟���� (g/mol) 
𝑀𝑟����𝑃𝐸𝐺  = 375 

𝑀𝑟����𝑐𝑜𝑝𝑜𝑙𝑦𝑚𝑒𝑟 = 124 

𝑀𝑟����𝑀𝐴𝐴 = 86.09 

𝑀𝑟����𝑐𝑜𝑝𝑜𝑙𝑦𝑚𝑒𝑟 = 111 

𝑀𝑐���� (g/mol) 8354 7509 

 

In Table 2.7, it is possible to infer that the incorporation of hydrophilic co-monomers lead to larger 

overall swelling and mesh sizes, most importantly under physiological conditions, emphasizing the 

contribution of the hydrophilic moieties to water uptake and stabilization. For the particular case of 

p(NIPAAM-co-MAA) 90:10, the microgels could actually be theoretically permeated by large 

biomacromolecules, such as extracellular matrix components as fibrinogen43 or the large 

metalloproteinase MMP-9 (with a diameter around 10 nm; vide Chapter 1) under physiological 

conditions. 

 
Table 2.7 Volume swelling ratio and mesh size for PNIPAAm-g-PEG 95:5 and p(NIPAAm-co-MAA) 90:10 
microgels dispersed in water and buffers below (24 oC) and above the LCST (37 oC).  
 

Monomer diameter, 𝒅� (µm)¶   swelling ratio, Q¶    mesh size, 𝝃 (nm) ¶    

24 oC 37 oC 24 oC 37 oC 24 oC 37 oC 

PN
IP

A
A

m
-g

-P
EG

 
95

:5
 

water  5.5 ± 0.1 3.7 ± 0.0 7.4 ± 0.6 1.5 ± 0.1 11 ± 0.2 6.7 ± 0.0 

buffer pH 7.4 5.1 ± 0.1 3.2 ± 0.1 5.5 ± 0.4 0.7 ± 0.1 10 ± 0.1 5.0 ± 0.0 

P(
N

IP
A

A
m

-
co

-M
A

A
) 

90
:1

0 water 
pH 4 17 ± 0.3 5.6 ± 0.1 79 ± 5 2.8 ± 0.1 25 ± 2 7.0 ± 0.0 

pH 7.4 24 ± 0.2 21 ± 0.2 216 ± 8 141 ± 6 35 ± 4 31 ± 3 

buffer 
pH 4* 12 ± 0.1 6.1 ± 0.0 24 ± 1 3.5 ± 0.1 17 ± 0 8.7 ± 0 
pH 7.4§ 13 ± 0.2 11 ± 0.1 34 ± 2 23 ± 1 19 ± 1 17 ± 0 

¶ average ± standard error of the mean for diameter (𝑆𝐸𝑑�), swelling ratio (𝑆𝐸𝑄) and mesh size (𝑆𝐸𝜉). 
* dispersed in 10 mM acetate buffer (I = 160 mM). 
§ dispersed in PBS buffer (I = 160 mM). 
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The copolymeric microbeads as a bulk were further characterized in terms of their viscoelastic 

properties by dynamic oscillatory measurements in equilibrium swelling conditions below the LCST, 

where both samples are fully swollen. Both copolymeric microbeads presented a high degree of 

elasticity, as the elastic modulus is higher than the loss modulus in the linear viscoelastic regime and 

weakly dependent on frequency – Figure 2.16. In agreement with the higher water content determined 

by particle analysis of the swollen microbeads, the p(NIPAAm-co-MAA) presented a lower moduli 

when compared to the PNIPAAm-g-PEG 95:5 or the homopolymeric microbeads. Furthermore, since 

there is no significant temperature-driven volume transition of the microgels in physiological salt and 

pH conditions, probably the rheological properties of these microbeads are close to what would be 

observed at 37 oC, being in the order of magnitude of soft compliant tissues (Young’s modulus from 

0.1-10 kPa): the target of the present project.44  

However, it should be noted that the rheological properties of the bulk p(NIPAAm-co-MAA) 90:10 

aggregated particles do not directly translate the mechanical properties at the particle level and should 

just be regarded as an approximation. Furthermore, the fragile gels formed by aggregated soft 

polymer colloids in equilibrium swelling have been shown to form percolated structures with large 

voids containing water.45 Therefore, the determined values for dynamic elastic modulus are probably 

an underestimation.  
 

 
Figure 2.16 Rheological characterization of copolymeric PNIPAAm-based microbeads in 10 mM PBS pH 7.4 
at equilibrium swelling and 20oC: PNIPAAm-g-PEG 95:5 (●,○); and p(NIPAAm -co-MAA) 90:10 (,) – 
elastic modulus, G’ (filled symbols), and viscous modulus, G’’ (open symbols). 
 
 

The synthesized monodisperse microbeads were also tested for their biocompatibility. Figure 2.17 

presents the metabolic activity of L929 fibroblast cells (normalized to control) after 36 hours of 

culture with liquid extracts of the copolymers. No considerable cytotoxic effect is observed for any 



Synthesis in scCO2 Chapter 2 

 

 
52 

polymer nor any trend in terms of the concentrations of polymers extracts present in the media. 

Therefore these copolymers may potentially be used in biomedical settings. 

 

Figure 2.17 Citotoxicity assays of PNIPAAm-g-PEG 95:5 and p(NIPAAm-co-MAA) 90:10 microgels 
according to the ISO standards for biomaterials. L929 fibroblast cells were incubated with media previously 
conditioned with the copolymer samples at two polymer concentrations: ( ) 0.1 mg/mL and ( ) 1 
mg/mL. Cell metabolic activity after 36 hours was assessed using an MTT-based cell growth determination kit 
(measurements were normalized to negative control). 
 
 
 

2.4 Conclusions 
 

Synthesis of thermoresponsive PNIPAAm particles in supercritical CO2 was successfully optimized to 

yield large spherical monodisperse beads by following a dispersion polymerization strategy using a 

commercial perfluoropolyether as a stabilizer, Krytox, and using large initial concentrations of 

monomer. The physical, thermal and viscoelastic properties of PNIPAAm microgels could be tuned 

by changing cross-linker species, the cross-linking degree or the co-monomer composition. The 

microbeads with more potential for the aimed biosensing application are the DEGDMA cross-linked 

homopolymeric and the p(NIPAAm-co-MAA) 90:10 particles. The PNIPAAm 0.74 mol% DEGDMA 

microbeads have an average diameter under physiological salt conditions of about 3.3 µm, below the 

aimed cell-like size. However, by changing the environmental temperature, these particles enable a 

theoretical on-off permeation behavior to biomacromolecules within the range size of relevant 

metalloproteinases. The copolymerization of NIPAAm with MAA conferred pH-sensitivity to the 
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native thermoresponsive microbeads, expanding the range of application of these beads. Moreover, 

these microbeads exhibit reactive groups that may be chemically modified or that can interact with 

macromolecules through electrostatics, determinant for stable layer-by-layer assembly. In addition, 

these particles exhibit a mammalian cell-like size of about 11 µm in physiological pH, temperature 

and salt conditions. The mesh size of these microgel particles is large enough to allow the permeation 

of bulky proteases such as MMP-9. Although no rheological data was determined at 37 oC, this study 

shows that the mechanical properties of the prepared microbeads may be manipulated in agreement 

with the mechanical behavior of a target tissue to promote a physiological sustainable interaction 

between the material and surrounding cells. However, for the latter p(NIPAAm-co-MAA) 90:10 

microbeads the determined viscoelastic properties of the microbeads are probably maintained at 37 oC 

as the microgel water content does not vary significantly with temperature at physiological pH and 

salt conditions, and are within the targeted range. The obtained polymers had no toxic effect over 

fibroblast cell cultures, thus enabling their potential use within biomedical devices. This strategy 

offers a new route for the design of smart particles in supercritical CO2 according to the desired 

biomedical application: by manipulating the experimental condition in scCO2 in terms of cross-linking 

species, cross-linking degree, co-monomer, stabilizer and concentrations, it is possible to prepare sub-

micron particles for drug delivery applications or microbeads with cell-like size and stiffness for 

probing tissue microenvironments. 
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3 Tuning Smart Microbeads Properties by Macromolecules 

Assembly  
 

In the development of smart hydrogel devices for biosensing, the interactions between 

macromolecules and the polymeric hydrogels can significantly alter their native expected 

performance. In fact, the complexation of large macromolecules is a possible strategy to fine tune the 

swelling, morphology, responsive behavior, and surface chemistry of soft porous microbeads; thus 

potentially adjust their permeability and/or create cell adhesive coatings. This chapter focus on the 

impact of the complexation of a polyphenol via H-bonding on the optimized PNIPAAm homopolymer 

microbeads and of the layer-by-layer assembly of polyelectrolytes on the p(NIPAAm-co-MAA) 

microbeads properties. In addition, the molecular mechanisms of interaction between the assembled 

macromolecules and the microbeads were thoroughly investigated by FT-IR spectroscopy analysis. 

 

3.1 Tannic Acid Complexation on PNIPAAm Microbeads and 

Modification of their Responsive Behavior 
 

Tannic acid (TA) is a water-soluble high molecular weight polyphenolic compound containing a 

central carbohydrate (glucose) core, which is esterified by phenols (gallic acid) (Figure 3.1B). TA is a 

natural hydrolysable tannin, mostly extracted from plants and microorganisms, and hence it is fully 

biodegradable. The high biological activity of TA as an antimutagenic, anticarcinogenic, 

antimicrobial, antioxidant and antibacterial agent prompted researchers to further investigate its 

potential especially in the biomedical field.1,2 In fact, several studies have been performed on the 

association of TA with biopolymers such as collagen, gelatin, albumin and some polysaccharides 

through non-covalent interactions.3-6 Polyphenols such as tannic acid appear to associate with 

macromolecules by H-bonding through donating and accepting groups,7 and by hydrophobic 

interactions with the aromatic rings on its galloyl phenols8. Ionic interactions with positively charged 

aminoacids and polyelectrolytes have also been reported.9 

A previous study confirmed the presence of specific intermolecular H-bonding interactions between 

the carbonyl groups of polyesters and the phenolic hydroxyl groups of TA.10 Recently, there has been 

increasing interest on using TA as an H-bond donor/acceptor for layer-by-layer assembly with several 

neutral polymers such as poly(N-vinylcaprolactam), poly(N-vinylpyrrolidone), poly(ethylene oxide) 

and poly(N-isopropylacrylamide) (PNIPAAm) for the development of physiologically stable thin 

films11 and hollow capsules12 for controlled drug release13 and other biotechnology applications14. 
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Specifically, Sukhisvili et al. have demonstrated the formation of TA and PNIPAAm multilayers 

through H-bonding that remained stable up to the critical dissolution pH of about 8.11  

Therefore, TA stands as a suitable candidate for association to PNIPAAm microbeads, as an approach 

to systematically adjust the microgel properties. Despite the development of the devices combining 

both macromolecules, little is known about the real impact of TA interactions on PNIPAAm 

properties. It has been shown that the presence of macromolecules such as polyelectrolytes within the 

hydrogel network can change the PNIPAAm microgel phase transition behavior.15,16 Therefore, it is 

essential to fully understand the interactions and dynamics between PNIPAAm and complexed 

molecules, and its relation with environmental conditions such as pH, for the rational design and 

application of this responsive system for biosensing. Studies concerning the effect of phenols on the 

PNIPAAm phase transition in aqueous solutions have shown that the LCST decreases in the presence 

of phenols by reducing thermodynamic interactions between the polymer and water. Furthermore, at a 

constant temperature, the PNIPAAm phase transition can also be induced when the concentration of 

phenols is above a certain threshold. The threshold concentration decreases with increasing hydroxyl 

substitution in the aromatic molecules.17 On the other hand this trend cannot be generalized for 

complex polyphenolic compounds as shown in a recent study on the phase transition behavior of 

PNIPAAm cross-linked microgels in TA solutions. For TA concentrations in solution lower than      

10-2 mM, the LCST of PNIPAAm microgels with mean diameters of ~233 µm shifts slightly to higher 

temperatures and, above that critical TA concentration, the thermoresponsive behavior of PNIPAAm 

microgels is inhibited.18 

In the present work, the effect of tannic acid complexation on the PNIPAAm homopolymeric 

microgels morphology and thermoresponsive behavior was evaluated as a function of initial TA 

concentration and solution pH. Monodisperse and well-defined DEGDMA cross-linked PNIPAAm 

microgels were prepared as described in the previous chapter. The interactions between TA and 

PNIPAAm in the microgels were thoroughly assessed by analysis of their diffuse reflectance infrared 

Fourier transform (DRIFT) spectra. 
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Figure 3.1 Chemical structure and ball and stick models of PNIPAAm with n = 5 (A) and Tannic Acid (B), in 
the minimum energy conformation optimized by the MM2 module of Chem 3D Ultra 10.0. 
 
 

3.1.1 Experimental section 
 

3.1.1.1 Materials and complexes preparation 

Tannic acid (TA; Mw 1701.2), hydrochloric acid (HCl, 37 % purity) and potassium bromide (KBr; 

FTIR grade) were purchased from Sigma-Aldrich. Sodium phosphate dibasic dihydrate (99.5 % 

purity), sodium phosphate monobasic dihydrate (> 98 % purity) and sodium hydroxide (NaOH) were 

obtained from Riedel-de Haën. All the materials were used without any further purification. 

Deionized water was purified through a Milli-Q system and had a resistivity greater than 18 MΩ.cm. 

PNIPAAm microbeads cross-linked with 0.74 mol% DEGDMA were prepared as described in 

Chapter 2. 

Complexation experiments between TA and PNIPAAm microgels were performed in 10 mM 

phosphate buffer at pH 4 and pH 7 at increasing TA to PNIPAAm weight ratios: 1, 5, 50, 100 and 500 

wt%. Dispersions of PNIPAAm microgels were added drop-wise to TA solutions to a final PNIPAAm 

concentration of 1 mg/mL, and were stirred for 20 minutes. All solutions were freshly prepared 

beforehand. Afterwards the obtained microgels were collected by centrifuging the dispersions for 10 
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min at 7800 × g. Microgels were further rinsed in the respective buffer by at least 3 centrifugation and 

re-suspension cycles to remove all non-adsorbed TA (as monitored by absorption measurements in a 

UV/VIS spectrometer). All supernatants were collected for further analysis. A similar experiment was 

conducted between gallic acid (tannic acid structural unit) and PNIPAAm microgels at pH 7 using an 

initial concentration of 46 wt% in GA, in order to have the same amount of hydroxyl groups as those 

found in TA at 50 wt%. At pH 7 the contributions from GA carboxylic acid for H-bonding may be 

neglected as it is mostly ionized (GA -COOH pKa ~ 4.3 and -OH pKa ~ 8.7).19 PNIPAAm microgels 

complexed with TA (PNIPAAm-TA) and GA were lyophilized for 3 hours before further analysis. 

Lyophilization did not compromise microgel structure. 

 

3.1.1.2 Determination of the amount of complexed TA. 

The UV/VIS absorption spectrum of TA depends on the degree of ionization of the molecule.11 The 

absorbance spectra of the TA solutions in 10 mM phosphate buffer at pH 4 and pH 7 were determined 

using a UV/VIS spectrometer PerkinElmer Lambda 35 (PerkinElmer Inc., USA). TA solutions at pH 

4 exhibited two absorption peaks at 213 nm and 275 nm, while at pH 7 the peaks shift to 211 nm and 

276 nm. Therefore, the amount of TA present in the collected supernatants (mTA,supernatant) was 

calculated by comparison with calibration curves established for each pH. The amount of complexed 

TA (q) was determined as in equation 3.1: 

 

𝒒(𝒘𝒕 %) = 𝒎𝑻𝑨,𝒊𝒏𝒊𝒕𝒊𝒂𝒍−∑𝒎𝑻𝑨,𝒔𝒖𝒑𝒆𝒓𝒏𝒂𝒕𝒂𝒏𝒕

𝒎𝑷𝑵𝑰𝑷𝑨𝑨𝒎
× 𝟏𝟎𝟎    (Equation 3.1) 

where mTA,initial and mPNIPAAm refer to the initial amount of TA and PNIPAAm in solution, respectively. 

TA complexation on PNIPAAm was described using Langmuir isotherms. The model can be 

represented by the following linear form – equation 3.2:20 

 

𝑪
𝒒

= 𝟏
𝑸𝒎𝒂𝒙𝑲𝒅

+ 𝑪
𝑸𝒎𝒂𝒙

        (Equation 3.2) 

where C is the equilibrium concentration (mg/mL) of tannic acid in solution in the preparation of the 

PNIPAAm-TA complexes, Qmax is the Langmuir constant describing the maximum attainable amount 

of TA complexed with PNIPAAm (wt%), and Kd is the Langmuir affinity constant (mL/mg). The 

essential characteristics of the Langmuir isotherm can be expressed as a dimensionless separation 

factor or equilibrium parameter, RL, defined by equation 3.3: 

 

𝑹𝑳 = 𝟏
𝟏+𝑲𝒅𝑪𝟎

         (Equation 3.3) 

where C0 is the initial tannic acid concentration (mg/mL).  
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3.1.1.3 Analysis of the complexes thermoresponsive behavior 

Turbidity of PNIPAAm and PNIPAAm-TA aqueous buffered microgels dispersions at a concentration 

of 0.2 mg/mL was measured using a UV/VIS spectrometer PerkinElmer Lambda 35 (PerkinElmer 

Inc., USA), equipped with a water-jacketed cell holder coupled to a temperature-controlled circulating 

bath. Measurements were performed at 600 nm where both individual PNIPAAm and TA or 

PNIPAAm-TA microgels have no absorption bands. Turbidity was recorded upon heating from 24 oC 

up to a temperature at which an absorbance plateau was clearly defined (after 5 min of equilibration 

for each temperature step) and cooling back to 24 oC. The temperature of the sample dispersion was 

continuously monitored by a thermocouple inside the cuvette. The increase in turbidity with 

increasing temperature is a result of the volume phase transition, both in individual PNIPAAm and 

PNIPAAm-TA complexes. The LCST for the thermoresponsive samples was calculated as the 

inflexion point of the normalized absorbance to temperature curve using OriginPro 8.04 software. 

Optical micrographs of prepared PNIPAAm and PNIPAAm-TA microgels were obtained with an 

automatic Malvern Morphologi G3 optical microscope (Malvern Inc., UK) kept inside a temperature-

controlled chamber with an infrared lamp coupled to a PID temperature controller. PNIPAAm-TA 

complexes were dispersed in phosphate buffer (according to the pH at which they were initially 

prepared) and observed at 24, 32 and 37 oC. Furthermore samples were titrated up to pH 9 and down 

to the initial complexation pH using 1 M NaOH and HCl solutions to assess TA complexation and 

decomplexation reversibility and its effects on PNIPAAm microgels morphology and 

thermoresponsive behavior. Particle morphology of PNIPAAm microgels and lyophilized PNIPAAm-

TA complexes was assessed using scanning electron microscopy (SEM) in a Hitachi S-2400, with an 

accelerating voltage set to 15 kV. All samples were gold coated before analysis. 

 

3.1.1.4 DRIFT spectra analysis of the complexes 

PNIPAAm, TA and lyophilized PNIPAAm-TA complexes were analyzed by diffuse reflectance 

infrared Fourier transform spectroscopy (DRIFT). Sample preparation consisted in grinding a mixture 

of KBr and each sample in appropriate weight proportions in order to obtain spectral absorbance in 

the range of applicability of the Kubelka-Munk transformation.21 The amount of sample was sufficient 

to be considered of infinite thickness. The DRIFT spectra were measured in a Mattson Research 

Series 1 FTIR spectrometer, equipped with a wide-band MCT detector (4000-400 cm-1) and a 

Graseby/Specac Selector (with specular reflection blocker). A total of 500 scans were performed with 

4 cm-1 resolution. No baseline corrections were made. The diffuse reflectance spectra were 

transformed to Kubelka-Munk units using the FIRST software.  

The specific interactions between TA molecules and PNIPAAm chains were not always inferred 

directly from the complexes spectra, due to partial band overlaps. In order to clarify those 

interactions, and when necessary, a detailed spectral analysis was made by deconvolution to identify 
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the constituent components of relevant bands, using OriginPro 8.04 software. A non-linear least-

squares fitting method was used, assuming Gaussian and Lorentzian band profiles for the components. 

No baseline corrections were made, and no restrictions were imposed on the band positions and 

widths. The best fits were obtained with reduced χ2 ≈ 10-6 and a correlation coefficient of ≈ 0.999. 

Upon deconvolution the intensity of the methyl vibrations of PNIPAAm isopropyl group (νsCH3 and 

νasCH3 at 2878 and 2972 cm-1, respectively) relative to the methylene groups (νasCH2 at 2933 cm-1) on 

the polymer backbone (Irel) in both the pure component and prepared PNIPAAm-TA complexes was 

determined using equation 3.4:  

 

𝑰𝒓𝒆𝒍 = 𝟏𝟎𝟎 × �𝑨𝒓𝒆𝒂(𝝊𝒂𝒔CH3+𝝊𝒔CH3)
𝑨𝒓𝒆𝒂(𝝊𝒂𝒔CH2)

�       (Equation 3.4) 

 

 

3.1.2 Results and discussion 
 

3.1.2.1 PNIPAAm-TA complexes 

The influence of tannic acid concentration and of solution pH on TA complexation with PNIPAAm 

lightly cross-linked microgels was assessed. Tannic acid assembly on PNIPAAm microgels was 

performed at pH 4 and pH 7 (below the TA pKa of about 8.5)11 in increasing TA to PNIPAAm weight 

ratios. The amounts of tannic acid effectively complexed with PNIPAAm microgels are shown in 

Table 3.1. PNIPAAm-TA complexes content in TA increased with increasing initial concentration of 

TA, as expected. Nevertheless, the increase in TA content from the experiments performed at initial 

TA weight ratio of 100 wt% to 500 wt% (relative to PNIPAAm amount at a concentration of 1 

mg/mL in PNIPAAm) was much less than five times, indicating that all available interactive 

PNIPAAm moieties may have reached saturation in between these concentrations. Overall, a higher 

amount of TA was present on PNIPAAm microgels at pH 4 than at pH 7, indicating that TA 

complexation is dependent on its protonation.  

 

The complexation of TA with PNIPAAm can be described through a Langmuir isotherm as shown by 

the correlation factor values in Table 1. Overall, the obtained RL values were between 0 and 1, 

indicating that the complexation of tannic acid with PNIPAAm is a thermodynamically favorable 

process at both pH. However at pH 4, the binding capacity of PNIPAAm, Qmax, was higher and the 

affinity constant Kd was lower, clearly emphasizing that the complexation process was more favorable 

when TA was more protonated at acidic pH. 
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Table 3.1 Langmuir isotherm parameters for Tannic Acid complexation with PNIPAAm microgels and LCST 
of obtained PNIPAAm-TA complexes. 
 

pH 
Langmuir isotherm LCST, 

oC C0, wt% a q, wt% b RL Qmax, wt% Kd, mL/mg R2 

4 

0 - - 

68 9.2 0.998 

31.5±0.07 

1 0.7±0.2 0.92 34.6±0.18 

5 4.2±0.2 0.68 - 

50 42±1 0.18 - 

100 62±1 0.10 - 

500 66±5 0.021 - 

7 

0 - - 

66 6.2 0.997 

31.7±0.12 

1 0.4±0.1 0.94 31.4±0.06 

5 3.4±0.1 0.76 34.4±0.60 

50 43±0.2 0.24 - 

100 56±0.4 0.14 - 

500      63±1 0.031 - 
a initial TA concentration in solution in wt% relative to PNIPAAm. 

b q is the amount of complexed TA in wt% relative to PNIPAAm (± standard deviation for a 95 % confidence 
interval; assembly performed in solution to a final PNIPAAm concentration of 1 mg/mL). 

 
The lower critical solution temperature (LCST) behavior of the synthesized PNIPAAm microgels and 

PNIPAAm-TA complexes was investigated in aqueous dispersions by turbidity measurements, as 

shown in Figure 3.2. For that purpose, turbidity measurements were performed at 600 nm on particles 

dispersed in 10 mM phosphate buffer at the initial assembly pH. Absorbance was recorded upon 

heating from 24 oC up to a temperature at which an absorbance plateau was clearly defined. Microgel 

thermoresponsive behavior was dependent on the initial assembly conditions in terms of TA 

concentration and pH. When heating PNIPAAm microgel dispersions, turbidity increased with 

temperature, exhibiting a sharp slope at the LCST. The derived values for the LCST are in agreement 

with previous reports on PNIPAAm and close to the values determined by DSC in Chapter 2. The 

observed thermoresponsive behavior is totally reversible upon cooling, as no hysteresis was observed 

(data not shown). In general, no cloud points were observed for PNIPAAm-TA microgels complexed 

at pH 4 and a TA weight ratio above 5 wt% (relative to PNIPAAm amount at a concentration of 1 

mg/mL in PNIPAAm); and at pH 7 above 50 wt% - Table 3.1 and Figure 3.2. For lower TA 

concentrations, the complexes prepared with an initial ratio of 1 wt% at pH 4 and of 1 and 5 wt% at 

pH 7 exhibited a volume phase transition with temperature. However, the LCST increased about 3 oC 

for PNIPAAm-TA 1 wt% pH 4 and 5 wt% pH 7, in comparison with pure PNIPAAm, and the 
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transition was not as sharp. A similar trend was described recently in a paper by Chen et al. for the 

behavior of PNIPAAm microgels dispersed in solutions of tannic acid. The PNIPAAm volume phase 

transition was suppressed in solutions with concentrations above 0.02 mg/mL.18 Below that critical 

concentration, the LCST of PNIPAAm microgels also exhibited a slight shift to higher values. 

Nevertheless, it is not possible to directly compare this report with the results described above, as they 

refer to distinct systems. Herein, the behavior of PNIPAAm microgels effectively complexed with a 

defined amount of TA is analyzed, while Chen et al refers to the behavior of PNIPAAm microgels 

dispersed in solutions of tannic acid. Furthermore the effect of TA protonation on the interactions 

with PNIPAAm is not analyzed in the latter. 

 

 
Figure 3.2 Turbidimetry analysis of PNIPAAm-TA complexes assembled in 10 mM phosphate buffer at pH 4 
(A) and pH 7 (B): (■) TA 1 wt%; (○) TA 5 wt%; (▲) TA 50 wt%; (◊) TA 100 wt%; (●) TA 500 wt% and (*) 
PNIPAAm. Data shown was obtained upon heating from 24 oC up to a temperature at which an absorbance 
plateau was clearly defined. A similar profile was obtained upon cooling with no significant hysteresis.  
 
 
Optical micrographs of the PNIPAAm-TA complexes dispersed in 10 mM phosphate buffer solutions 

at pH 4 and pH 7 are shown in Figure 3.3 at increasing temperature. Volume phase transition was 

clearly observed for microgels prepared with TA to PNIPAAm ratios of 1 wt% when complexed at 

pH 4 and 1 wt% and 5 wt% at pH 7; while no thermoresponsive behavior was obtained for higher TA 

ratios, further emphasizing the results obtained from the turbidimetric analysis. The assembly of 

tannic acid on the prepared PNIPAAm microparticles had a dramatic impact on the microgel 

morphology. For low TA to PNIPAAm ratios, the microgels maintain a spherical morphology. As the 

amount of TA is increased the particles become more deformed. The effect of TA on PNIPAAm 

microparticles morphology can also be clearly observed in the SEM micrograph shown in Figure 3.4 

depicting PNIPAAm-TA complexes prepared at an initial TA concentration of 50 wt% at pH 4, when 

compared to the SEM micrographs of PNIPAAm microbeads in Chapter 2. In fact, it seems that the 

increasing interactions between TA and lightly cross-linked PNIPAAm microparticles lead to physical 

cross-linking of the polymeric network and therefore to microparticle collapse. 
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Figure 3.3 Optical micrograms showing the response to solution temperature of PNIPAAm-TA complexes 
dispersed in 10 mM phosphate buffer at pH 4 (A) and pH 7 (B). Data shown refers to observed behavior upon 
heating since similar response is observed when cooling. Scale bar: 10 µm. 
 
 

 

Figure 3.4 SEM micrographs of PNIPAAm-TA complexes after complexation with TA at an initial 
concentration of 50 wt% (relative to PNIPAAm amount at 1 mg/mL final concentration) in 10 mM phosphate 
buffer at pH 4 (B). Scale bar: 2 µm. 
 
 

3.1.2.2 Reversibility of PNIPAAm-TA thermoresponsive behavior 

with pH 

PNIPAAm-TA complexes prepared at an initial TA ratio of 1 wt% were dispersed in 10 mM 

phosphate buffer pH 4 or 7, according to the complexation pH. These dispersions were titrated up to 

pH 9, above the tannic acid pKa, equilibrated for 10 min, and then titrated down to the initial pH; the 

microgels were observed under an optical microscope from 24 to 37 ºC at each titration step, as shown 

in Figure 3.5. For particles prepared at both of these TA complexation pH, it can be observed that they 
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regain their spherical shape at pH 9 regardless of temperature. Furthermore, as temperature was 

increased, it was clear that at pH 9, PNIPAAm microgels recovered their thermoresponsive behavior 

as a deswelling of the microgels above the LCST temperature is observed. As the pH was titrated 

back down to the original complexation pH, we see that at 37 ºC the particle swells a small amount 

rather than retaining the more compact size of the gel that is anticipated at this temperature. On the 

other hand, at 32 and 24 ºC, the microgels actually contract and release water rather than exhibiting 

the highly swollen state characteristic of PNIPAAm microgels at these temperatures. At all three 

temperatures, it appears that the native condition of the thermoresponsive polymer has been 

suppressed, and the microgel particles are all very close to the same size. This on-off suppression of 

the thermoresponsive behavior in response to pH for the PNIPAAm-TA complexes is probably due to 

the reversible complexation and decomplexation of TA on PNIPAAm at pH values below and above 

the TA pKa. Indeed, infrared spectra analysis confirmed that TA was partly retained in PNIPAAm-TA 

microgels after successive rinses using 10 mM phosphate buffer at pH 9 (data not shown), further 

supporting the quasi-reversible nature of this process.  

 

 
Figure 3.5 Optical micrographs showing PNIPAAm-TA complexes response to temperature when titrated up to 
pH 9 and down to original assembly pH. Complexes were initially prepared with 100 wt% TA (relative to 
PNIPAAm amount at 1 mg/mL final concentration) in (A) 10 mM phosphate buffer pH 4 and (B) in 10 mM 
phosphate buffer at pH 7. Micrographs shown were obtained upon heating from 24 to 37 oC; micrographs 
obtained upon cooling demonstrated a similar behavior (data not shown). Scale bar: 10 µm.  
 
 
For the target biosensing application, TA complexation on the synthesized PNIPAAm microbeads can 

be used to systematically manipulate the size, water content, morphology and responsiveness at 

physiological conditions simply by adjusting initial assembly conditions. This feature may be 

explored to fine tune the permeability by changes in mesh size and overall microgel chemistry. 
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The mechanisms underlining PNIPAAm and TA complexation and the modification or suppression of 

the complexes thermoresponsive behavior at different pH and TA concentration were elucidated 

through the analysis of the infrared spectra of the different complexes, as described in the next 

section. 

 

3.1.2.3 DRIFT spectroscopy analysis of PNIPAAm-TA complexes 

In order to avoid the overlapping of water characteristic bands, the vibrational study was executed 

with dry microgels, in diffuse reflectance infrared Fourier transform mode (DRIFT). For the purpose 

of this study, the DRIFT spectra will be discussed in the wavenumber regions of interest for 

describing the interactions between tannic acid and PNIPAAm within the complexes. A more detailed 

spectral analysis for all components can be found in Annex I.  

The deconvoluted DRIFT spectra of pure PNIPAAm, TA and dry PNIPAAm-TA complexes with 

increasing TA contents, prepared at pH 4 and pH 7, are shown in Figure 3.6 and 3.7 for the spectral 

regions 900-1400 cm-1 and 1400-1800 cm-1, respectively. A summary of the proposed band 

assignment and deconvolution results as well as the relative contributions of each component to the 

bands of the pure PNIPAAm and TA and microgel complexes are shown in Table 3.2. 

 

i)DRIFT analysis of the 900-1420 cm-1 spectral region. The analysis of the complexes DRIFT 

spectra required a previous assignment of the pure components bands. The spectrum of tannic acid 

was in good agreement with those collected by Cowen et al. above 1000 cm-1 in diffuse reflectance 

mode,22 and by Jastrzebska et al. in transmission23 (Annex I). Their partial analysis and, in some 

cases, comparison with gallic acid allowed band assignments.19,22,24,25  In the low wavenumber region, 

several bands from C-O stretching modes in different TA functional groups are observed, namely the 

carbohydrate νC-OC mode at 1089 cm-1 and the phenolic νC-OH mode at 1027 cm-1.  

The DRIFT spectra of the PNIPAAm-TA complexes (Figure 3.6) prepared with the lowest TA 

concentration, 1 wt%, were very similar to those of PNIPAAm in the 900-1400 cm-1 region for both 

pH values. However, for the microgels prepared with 5 wt% in TA at pH 7, the main bands of TA can 

already be observed as shoulders, with the phenolic νC-OH shifted to 1038 cm-1. For the same TA 

initial content at pH 4, the phenolic νC-OH shoulder is better defined and shifted to higher 

wavenumbers (~1040 cm-1) and the νC-OC mode of the carbohydrate moiety has higher relative 

intensity and shifts to 1099 cm-1. Similar shifts to higher energy states in the νC-O modes were 

observed for TA-hydrates and other carbohydrates.22 
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Figure 3.6 DRIFT spectra from 900-1420 cm-1 of TA, PNIPAAm-TA complexes and PNIPAAm: deconvoluted 
TA spectra (TA); PNIPAAm-TA complexes prepared with: 1 wt% TA at pH 4 and pH 7 (1 wt%); 5 wt% at pH 
4 and pH 7 (5 wt%); 50 wt% at pH 4 and pH 7 (50 wt%).  
 
 
Similar shifts to higher energy states in the νC-O modes were observed for TA-hydrates and other 

carbohydrates.22 Therefore, it is proposed that at both pH PNIPAAm and TA interactions involved TA 

phenolic groups and that at pH 4 the carbohydrate oxygen of TA was additionally engaged in H-

bonding (which can act as charge donors in H-bonding with the NH groups of PNIPAAm). When 

increasing TA initial amount to 50 wt% at both pH values, TA bands became dominant and the 

phenolic νC-OH mode remained shifted to 1040 cm-1. In the 1150-1250 cm-1 region, the two 

PNIPAAm bands (isopropyl νN-C at 1173 cm-1 and Amide III at 1242 cm-1) appeared as shoulders of 

the strong νC-O (ester) of TA at 1201 cm-1. Surprisingly, this band became much narrower than in 

pure TA, suggesting that TA ester moieties were involved in more specific interactions when 

complexed with PNIPAAm, or that a more isotropic microenvironment was obtained.  

 

ii) DRIFT analysis of the 1400-1800 cm-1 spectral region. The near and mid infrared spectra of 

PNIPAAm have received considerable attention due to efforts to understand the changes in 

conformation, interactions and microenvironment of the individual chemical groups that occur upon 

its coil-to-globule transition.26,27  In the 1400-1800 cm-1 spectral region, the dominant bands in the 

PNIPAAm spectrum, at 1646 and 1540 cm-1, are assigned to Amide I and Amide II vibrations, 

respectively.  
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Table 3.2 Summary of the deconvolution results (positions and relative areas of the components) for the DRIFT 
spectra of pure TA, pure PNIPAAm and PNIPAAm-TA complexes prepared at pH 4 and pH 7. 
 

Wavenumber (cm-1) 
(%Area) 

Tannic Acid 

Assignments 

932 

(1.7) 

957 

(2.3) 

1027 

(19.9) 

1090  

(8.6) 

1175 

(1.4) 

1208 

(37.7) 

1319 

(19.5) 

1373 

(8.9) 

νC-OH (phenolic) 
νC-OC 

(carbohy) 
νC-OC (ester) δCH 

νC-O / 

δCOH 

1447 

(12.7) 

1469 

(2.3) 

1512 

(1.9) 

1534 

(10.8) 

1608 

(20.2) 

1629 

(2.0) 

1701 

(42.4) 

1728 

(7.7) 

νC-C, aromatic νC=O, HB 
νC=O, 

free 

PNIPAAm 

Assigments 

Irel=110 

1446 

(5.7) 

1461 

(7.3) 

1509 

(7.2) 

1529 

(16.0) 

1548 

(17.7) 

1607 

(5.0) 

1644 

(32.0) 

1669 

(9.1) 

δCH2 

gauche 
δasCH3 

δNH 

free 

δNH intra 

HB 

δNH 

inter HB 

νC=O 

inter HB 

νC=O 

intra HB 

νC=O 

“freer” 

PNIPAAm-TA complexes 
1 wt% pH 4 

Irel=115 

1446 

(5.6) 

1463 

(7.9) 

1513 

(14.3) 
- 

1549 

(28.2) 

1640 

(36.0) 

1654 

(3.6) 

1674 

(4.1) 

1 wt% pH 7 

Irel=110 

1448 

(10) 

1462 

(6.1) 

1510 

(10.9) 
- 

1544 

(29.1) 

1611 

(8.0) 

1644 

(26.4) 

1667 

(9.6) 

5 wt% pH 4 

Irel=130 

1450 

(10.6) 

1463 

(4.6) 

1511 

(8.2) 
- 

1542 

(29.2) 

1617 

(15.9) 

1647 

(24.2) 

1670 

(7.3) 

5 wt% pH 7 

Irel=115 

1443 

(3.2) 

1461 

(8.8) 

1509 

(8.3) 
- 

1539 

(32.5) 

1605 

(4.2) 

1649 

(37.8) 

1674 

(5.2) 

50 wt% pH 4 

Irel=140 

1442 

(4.8) 

1461 

(8.8) 

1515 

(11.0) 

1534 

(3.9)* 

1545 

(23.7) 

1598 

(3.9) 

1624 

(22.2) 

1654 

(21.7) 

50 wt% pH 7 

Irel=130 

1444 

(7.2) 

1463 

(7.4) 

1513 

(4.6) 

1530 

(0.5)* 

1536 

(34.4) 

1603 

(10.9) 

1643 

(26.2) 

1662 

(8.8) 

*overlapping of TA νC-C modes of aromatic rings; HB: Hydrogen bonded. 
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Figure 3.7 Deconvoluted DRIFT spectra from 1400-1800 cm-1 of PNIPAAm, TA and PNIPAAm-TA 
complexes prepared with: 1 wt% TA at pH 4 (1 wt% pH 4) and pH 7 (1 wt% pH 7); 5 wt% TA at pH 4 (5 wt% 
pH 4) and pH 7 (5 wt% pH 7); and 50 wt% TA at pH 4 (50 wt% pH 4) and pH 7 (50 wt% pH 7). 
 
 
The main contribution to the Amide I band is the carbonyl stretching mode, whereas the Amide II is 

mainly due to the in-plane N-H bending. The spectral deconvolution in the Amide I band revealed the 

presence of three components at 1607, 1644 and 1669 cm-1 that were assigned to intermolecular, 

intramolecular H-bonded and free or freer C=O groups, respectively, with the majority involved in 

intramolecular interactions (Figure 3.7 and Table 3.2).28 Similarly, in the Amide II band, H-bonded N-
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H groups originated the components at 1529 and 1548 cm-1 (intra and intermolecularly, 

respectively),29 with similar relative intensities, plus a minority of free or freer N-H groups appearing 

at 1509 cm-1. In the DRIFT spectra of PNIPAAm-TA complexes prepared with 1 wt% and 5 wt% of 

TA, the component related with the intramolecularly H-bonded NH groups in the Amide II band was 

absent and the fractions of the freer ones and of those involved in intermolecular bonds increased 

significantly for both pH. For pH 7, the Amide I band is similar to pure PNIPAAm. On the other 

hand, at pH 4, all the carbonyl components in the Amide I band shift to higher wavenumbers, 

indicating that all the intermolecular H-bonds have been replaced by less strong ones with TA 

molecules (in spite of the overlapping with the TA band at 1608 cm-1). Upon increasing the initial TA 

concentration to 50 wt% a component previouslty assigned to intramolecular H-bonded NH appeared 

at ~1530 cm-1 (Table 3.2). The latter is due to the overlap of TA νC-C modes of aromatic rings that 

became more significant with increasing TA content in the complexes. Therefore, the relative 

contribution of the constituent components of the δNH band cannot be evaluated in complexes 

prepared with 50 wt% TA initial concentration and above.  
 

iii) DRIFT analysis of the 2400-3800 cm-1 spectral region. For all the PNIPAAm-TA complexes (in 

Annex I), there were neither observable changes nor shifts in the C-H stretching modes (νasCH3 at 

2972 cm-1 and νsCH3 at 2878 cm-1), when compared with pure PNIPAAm, suggesting that there are no 

hydrophobic interactions between TA and PNIPAAm, as proposed in previous studies.18 A 

deconvolution in this region allowed estimating the relative intensities of the νCH3 using νasCH2 

modes (2933 cm-1) as a reference (Irel), since it can be assumed that the methylene groups on the 

polymer backbone are not affected by TA complexation. The Irel of the PNIPAAm-TA complexes 

prepared with the lowest TA concentration at pH 7 was similar to that of pure PNIPAAm (~110), 

increasing for the complexes prepared with higher TA amount and protonation. These observations 

suggest that not only PNIPAAm and TA show no hydrophobic interactions but also that PNIPAAm 

isopropyl groups are freer in the complexes than in the pure polymer. The 2400-3800 cm-1 spectral 

region of PNIPAAm also included the strong N-H stretching modes (as a broad band with maximum 

at 3294 cm-1 and shoulders at higher wavenumbers) – in Annex I. In the PNIPAAm-TA complexes, 

the νNH band broadened with increasing TA concentration due to the superposition of the νOH band 

of TA. Nevertheless, it did not reach the full width at half height of this band for pure TA. This means 

that the diversity of hydrogen bonds in which the hydroxyl groups of TA are involved was much 

reduced, as H-bonding preferentially occurred with PNIPAAm moieties. 
The information derived from the DRIFT spectra was consistent across the analyzed spectral regions 

and clearly indicated that TA complexation on PNIPAAm microgels was a consequence of 

preferential hydrogen bonding between the polymer and TA molecules: both C=O…HO (phenolic), 

NH…OH and NH…O-C (ester), at the expense of intra and intermolecular interactions between 
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identical species. At pH 4, TA is more protonated and H-bonding with PNIPAAm is more favorable 

than pH 7, as demonstrated by the higher diversity of TA and PNIPAAm functional groups involved 

in the interactions. As a consequence, a higher TA amount was effectively complexed at pH 4 than at 

pH 7 and a smaller amount of TA is necessary for increasing the LCST or for suppressing PNIPAAm-

TA complexes thermosensitivity. Specifically, for the complexes prepared at 1 wt% TA, more TA 

was complexed at pH 4 because PNIPAAm carbonyl groups were additional engaged in H-bonding 

(besides the NH groups at both pHs). The thermodynamically driven coil-globule transition of 

PNIPAAm was shifted to higher temperatures in the complexes at pH 4 (Table 3.1, Figures 3.2A and 

3.3A), possibly due to the presence of free TA hydrophilic hydroxyl groups. However, the phase 

transition was not as sharp as in pure PNIPAAm, since interactions with TA may have displaced 

water from their adsorption sites on PNIPAAm. The increasing amount of TA in the complexes 

prepared with 5 wt% lead to an upper shift on the LCST at pH 7 and to the inhibition of the 

thermoresponsive behavior at pH 4. At these concentrations the involvement of TA phenolic moieties 

in the TA interaction with PNIPAAm became visible on the DRIFT spectra. Furthermore, TA 

complexation on the microgels at pH 4 additionally included the carbohydrate oxygen of TA. As the 

amount of TA increases in the complexes, extensive H-bonding also involving TA ester moieties lead 

to physical cross-linking and a non-spherical morphology of the microgels. Above an initial TA 

concentration of 100 wt% there were no significant changes in the complexes DRIFT spectra at both 

pH (data not shown), which confirms that a saturation occurred between 100 and 500 wt%. 

The 3D molecular structure of TA (Figure 3.1B) is responsible for the extension and diversity of 

interactions that enabled the preparation of PNIPAAm-TA complexes. Indeed, a similar complexation 

experiment with gallic acid (tannic acid structural unit) at equivalent conditions as those used for TA 

at a initial concentration of 50 wt% in pH 7 was performed and no gallic acid remained complexed, as 

confirmed from absorbance measurements and DRIFT spectra (data not shown). The different 

complexation behaviors should be related to the different entropic terms contributions. While the 

gallic acid complexation on PNIPAAm involves an enormous entropy drop, the much larger and 

constrained TA molecule has a smaller entropy variation when changes from the initial hydrated state 

to the PNIPAAm-TA complex.  
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3.1.3 Conclusions 
 

The complexation of tannic acid with cross-linked PNIPAAm microgels is a thermodynamically 

favorable process that can be explored for the systematic adjustment of the microgel 

thermoresponsive behavior, water content and size depending on the initial amount of TA and pH. 

This process may be explored for the purposed biosensing application to the extent that the 

modification of PNIPAAm microgel properties can impact its permeability to proteases while the 

presence of TA confers a beneficial bioactivity to the microbead. PNIPAAm-TA complexes with a 

low content on TA exhibited a LCST shifted to higher temperatures due to the hydrophilic character 

of the complexed tannic acid. However, above a critical concentration, TA physically cross-links the 

polymer chains due to extensive H-bonding between PNIPAAm and TA and displaces water from the 

polymeric network, inhibiting the temperature driven coil-to-globule transition of PNIPAAm. 

PNIPAAm-TA thermoresponsive behavior depends also on the assembly pH: for complexes 

assembled at pH 7, closer to TA pKa, a larger amount of TA is required for altering or suppressing 

response to temperature stimuli than at pH 4. Furthermore upon titration of PNIPAAm-TA aqueous 

dispersions to a pH above tannic acid pKa (pH 9), interactions between PNIPAAm and TA within the 

microgels were destabilized and the microgels totally recover the ability to respond to temperature 

stimuli. Nevertheless, tannic acid is still partly retained within the polymeric network assuring the 

quasi-reversibility of the process. The mechanism of pH-dependent PNIPAAm-TA microgels 

temperature response was elucidated using a DRIFT analysis approach. It has been shown that 

PNIPAAm and TA interact through hydrogen bonding between PNIPAAm amide groups and 

hydroxyl and ester groups of TA. At acidic pH, H-bonding is more diverse, as the carbohydrate 

oxygen of TA is also clearly engaged, leading to stronger interactions between the species. Moreover, 

the PNIPAAm isopropyl groups are not involved in any hydrophobic interactions with TA aromatic 

rings. 

This study clearly underlines how the expected performance of smart devices designed for biosensing, 

controlled drug release, or other applications, can be modified by complexation of macromolecules, 

depending on the experimental conditions. Herein, the prepared PNIPAAm-TA complexes may 

potentially be used for others applications besides the target biosensor, such as pH on-off switches in 

microfluidic devices or pH and temperature-driven drug delivery platforms. Furthermore, since TA 

can successfully complex a diversity of macromolecules, these PNIPAAm-TA microgels could be 

further functionalized with other guest molecules of interest.  
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3.2 Layer-by-Layer Assembly of Polyelectrolytes on Stimuli-

responsive p(NIPAAm-co-MAA) Microbeads  
 

Increasing research on the design and nanoengineering of microparticles has enabled the preparation 

of highly functional materials with specific and customized properties. First reported by Decher 30 for 

the modification of planar surfaces, the layer-by-layer (LbL) assembly method has been thoroughly 

applied to microparticles for a diverse range of applications, such as biosensing,31,32 controlled 

delivery of therapeutics,33 optical sensing,34 and materials encapsulation35. This approach is based on 

the consecutive adsorption of materials containing complementary charged or functional groups onto 

a surface, yielding nanoscaled thin films.30,36 The LbL method renders a precise control over the 

surface interfacial properties by varying the specific complementary materials being used, the build-

up conditions and/or post-assembly modification. Extensive reports may be found on the influence of 

the salt concentration, ionic strength and pH on the growth and morphology of LbL multilayers to 

achieve different functionalities. Strong polyelectrolyte (PE) pairs such as 

poly(diallyldimethylammonium chloride) / poly(sodium styrene sulfonate) (PDAC/PSS) form thin, 

fully charged and highly ionically cross-linked multilayers, in which the swelling, hydrophobicity and 

ion transport is dependent on the presence of salts and the ionic strength.37-40 On the other hand, for 

weak polyelectrolytes in which the charge density is pH-dependent, the deposition pH is a key 

parameter that can be systematically varied to tune the film structure, thickness and hydration, as 

shown for poly(allylamine hydrochloride) / poly(acrylic acid) (PAH/PAA).37,41 This strategy has been 

explored to control cell adhesion,42 film porosity43 or to develop nanoreaction schemes44. Biologically 

active films with cell adhesive,45 pro- and anticoagulant46 or antifouling47 properties have been mostly 

prepared from synthetic polypeptides, such as poly(L-lysine) / poly(L-glutamic acid) (PLL/PLGA), 

polyssacharides or naturally derived materials. These biocompatible films are generally more 

hydrated than synthetic polyelectrolytes multilayers (at comparable ionic strength) and exhibit an 

exponential growth regime characterized by a high interdiffusion between PE layers.48,49 

The vast majority of the literature reports regarding the LbL thin film assembly on particles concern 

the use of colloidal substrates as sacrificial cores for the preparation of hollow capsules.50,51 More 

recently, studies concerning soft and porous beads have been developed,31,52 in which the film 

morphology, the mechanism of multilayer growth and molecular conformation of the assembled 

polyelectrolytes is closely related to the interactions with the underlying substrate, as interpenetration 

of the polymer chains within the hydrogel mesh may occur. Specifically for smart carboxylic acid 

copolymerized PNIPAAm nanogels, it has been shown by Richtering et al. that the LbL assembly of 

polyelectrolytes modifies their physical properties and responsive behavior, depending on the location 

of the charges within the microgel,15,53 the specific polyelectrolyte pair used,54,55 the polyelectrolyte 

molecular weight53 as well as the processing conditions such as ionic strength and salt concentration.55  
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Herein, the impact of the LbL assembly of polyelectrolytes pairs with distinct intrinsic charge 

densities and mobility characteristics on the properties of temperature and pH-responsive p(NIPAAm-

co-MAA) micron-sized hydrogel beads synthesized in supercritical carbon dioxide (scCO2) is 

described. Furthermore, this work aims at understanding the mechanisms of interaction between the 

LbL multilayers and the microgels through and FT-IR spectral analysis. The combination of the 

scCO2 microbeads synthesis with the versatile LbL assembly technique may enable tailored microgel 

systems with potential for controlled drug delivery or biomacromolecules recovery applications.  

 

 

3.2.1 Experimental section 
 

3.2.1.1 Materials and sample preparation 

Methacrylic acid (MAA; 98 % purity), poly(sodium styrene sulfonate) (PSS; Mw 70,000), poly(acrylic 

acid) (PAA; Mw 100,000, 35 wt% in water, pKa ~ 6.541), poly(L-lysine) (PLL; Mw 30,000 – 70,000, 

pKa ~ 9), poly(L-lysine) fluorescein isothiocyanate (PLL-FITC; Mw 30,000 – 70,000), poly(L-

glutamic acid) (PLGA; Mw 50,000 – 70,000, pKa ~ 7.4), Rhodamine B (RhoB) isothiocyanate, and 

dimethylformamide (DMF) were purchased from Sigma-Aldrich. Poly(diallyldimethylammonium 

chloride) (PDAC; Mw 240,000; 28 wt% in water) and poly(allylamine) hydrochloride (PAH; Mw 

120,000, pKa ~ 8-941) were purchased from Polysciences, Inc. Cascade blue ethylenediamine 

trisodium salt was purchased from Invitrogen. All the materials were used without any further 

purification. Deionized water was purified through a Milli-Q system and had a resistivity greater than 

18 MΩ.cm. Poly(NIPAAm-co-MAA) 90:10, PP9010, microbeads were prepared as described in 

Chapter 2. 

LbL sequential deposition of the polyelectrolyte pairs was performed by adding a PP9010 microgels 

aqueous dispersion (pH ~ 5) to a polyelectrolyte solution to a final concentration of 0.5 mg/mL in 

microgels and 10 mM in polyelectrolyte (based on the repeating unit) and stirring for 15 min. Since 

the microgels were negatively charged the first layer was always a polycation (PDAC, PAH or PLL) – 

vide Figure 3.8. For the strong polyelectrolyte pair (PDAC and PSS) the pH was adjusted to 7.4 by 

adding NaOH and HCl solutions; whereas for the weak polyelectrolytes the solutions pH was adjusted 

to a value at which the polyelectrolytes were mostly ionized: pH 6 for PAH and 9 for PAA; and pH 

7.4 for both PLL and PLGA. Afterwards the obtained layered microgels were collected by 

centrifuging the dispersions for 30 min at 4500 × g. Microgels were further rinsed in Milli-Q water at 

the respective polyelectrolyte pH by at least 3 centrifugation and re-suspension cycles to remove all 

non-adsorbed polyelectrolyte. All solutions were freshly prepared. For the infrared spectroscopy 

analysis all samples were lyophilized overnight.  
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3.2.1.2 Microgel characterization 

The zeta potential of the native PP9010 microgels was initially determined as a function of pH at      

24 oC when dispersed in Milli Q water in a ZetaPALS analyzer (Brookhaven Instruments Corp). For 

the assembled microgels the zeta potential measurements were performed at assembly pH as a 

function of the number of layers. Each point is the average of ten independent measurements. The 

microgels size upon heating from 24 to 37 oC was determined using a Zeiss Axioskop 2 optical 

microscope at 400 × magnification with temperature control (THMS 600 hot stage, Linkam Scientific 

Instruments) as a function of the layer number for LbL assembled microgels at assembly pH. Each 

point is the average of at least 100 different microgels. The microgel size was also qualitatively 

assessed upon cooling and no significant differences were observed. 

 

3.2.1.3 Fluorescent-labeled polyelectrolytes preparation and analysis 

Rhodamine B-labeled PAH (PAH-RhoB) and cascade blue-labeled PAA (PAA-Cascade Blue) were 

prepared by modifying the protocols outlined in the literature,56,57 and used for the LbL assembly of 

PP9010 microgels. Briefly, a solution of RhoB isothiocyanate in methanol was prepared at 1 mg/mL 

and added drop-wise to a solution of 2 mg/mL PAH in 0.1 M sodium carbonate buffer at pH 9.0 (2 

vol% dye to polymer solution). The reaction was performed at room temperature under stirring for 6 

hours. The dye-conjugated polymer was purified by dialysis (MWCO~10,000) until no fluorescence 

was detected in the wash Milli-Q water by spectroscopy (about 3 days). The dialyzed polymer 

solution was then lyophilized. In regards to PAA, 10 equivalents of 1-1-ethyl-3-[3-

dimethylaminopropyl]carbodiimide hydrochloride (EDC; 1.92 mg, 10 µmol) and N-

hydroxybenzotriazole (HOBt; 1.35 mg; 10 µmol) were added to a solution of PAA (120 mg, 1 µmol) 

in anhydrous DMF (3 ml) and the mixture was stirred under argon for 1 hour. A solution of cascade 

blue ethylenediamine was prepared separately in anhydrous DMF (3 ml) and added to the reaction. 

The reaction proceeded for 24 hours. The labeled polymer was purified by dialysis (MWCO~10,000) 

against Milli-Q water (about 4 days) and lyophilized. The conjugation was assessed by thin layer 

chromatography using methanol as mobile phase. LbL assembly of dye-labeled polymers was 

performed as described previously. The microgels were observed when dispersed in PBS buffer on a 

CARV II spinning disk confocal system equipped with an environmental chamber and a Zeiss 

inverted microscope.  

PP9010 microgels assembled with dye-labeled polyelectrolytes were also analyzed for fluorescence 

intensity up to 4 bilayers by flow cytometry using a LSR Fortessa HTS (BD Biosciences) and 

processed using the FlowJo software (Tree Star). Microgels layered with (PLL-FITC/PLGA)n were 

excited at 488 nm and monitored at 530/30 nm and those layered with (PAH-RhoB/PAA)n were 

excited at 561 nm and monitored at 610/20 nm. Preliminary gating isolated events having 

fluorescence greater than 500 and 2500 for FITC and RhoB labeled microgels, respectively. To limit 
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assay interference from debris, the “autogating tool” (http://www.flowjo.com/v8/html/autogate.html) 

was applied to select 75-85 % of the remaining events having the most clustered density on a FSC × 

SSC (forward by side scattering) plot. Reported values are the median fluorescence of this 

subpopulation. 

 

 
Figure 3.8 Chemical structure of the p(NIPAAm-co-MAA) microgels used as well as the assembled 
polyelectrolyte pairs: poly(diallyldimethylammonium chloride), PDAC, and poly(sodium styrene sulfonate), 
PSS; poly(allylamine hydrochloride), PAH, and poly(acrylic acid), PAA; poly(L-lysine), PLL, and poly(L-
glutamic acid), PLGA. 

 
 

3.2.1.4 ATR FT-IR spectra analysis 

PP9010 microgels, the dry pure polyelectrolytes and the LbL assembled microgels were analyzed by 

Atenuated Total Reflection Fourier Transform Infrared (ATR FT-IR) in a Thermo Nicolet 6700 FT-IR 

equipped with a Nicolet Continuµm infrared microscope and a MCTA detector. A total of 256 scans 

were performed with a 4 cm-1 resolution and no baseline corrections were performed. The specific 

interactions in pure PP9010 microgels and between the PP9010 microgels and assembled 

polyelectrolytes were not always inferred directly from the infrared spectra, because of band overlaps. 

In order to clarify those interactions, when necessary, a detailed spectral analysis was made by 

deconvolution to identify the constituent components of relevant bands, using OriginPro 8.04 

software. A non-linear least-squares fitting method was used, assuming Gaussian band profiles for the 

components. No baseline corrections were made, and no restrictions were imposed on the band 

positions and widths. The best fits were obtained with reduced χ2 ≈ 10-6 and a correlation coefficient 

of ≈ 0.999. 
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3.2.2 Results and discussion 
 

3.2.2.1 LbL polyelectrolytes assembly on PP9010 microgels 

As described in Chapter 2 well-defined, monodisperse, pH and temperature responsive p(NIPAAm-

co-MAA) 90:10 microbeads, PP9010, were successfully synthesized in scCO2. The presence of the 

carboxylic acid groups enables a pH-dependent negative charge on the microgels that can be explored 

for the electrostatic-driven multilayer assembly of PEs. In order to optimize the LbL conditions on 

PP9010 microgels, the zeta potential of the native microgels was initially determined as a function of 

solution pH, as shown in Figure 3.9. The obtained zeta potential results from the application of hard-

sphere colloid equations to electrophoretic mobility measurements and can only be considered as 

approximate values for soft microgels; nevertheless they can be used for establishing comparisons 

among similar systems.58 The zeta potential is a measure of the potential difference between the 

dispersion medium and the stationary layer of fluid surrounding the particle and thus can be related to 

the stability of the colloidal dispersion: particles with high zeta potential (> ± 30 mV) have higher 

surface charge and tend to repel each other, preventing aggregation. In order to obtain defined 

multilayers on single particles, the LbL assembly of the different polyelectrolyte pairs on PP9010 

microgels was therefore performed at pH in which not only the microgels are more charged (pH ≥ 6) 

but also the polyelectrolytes are mostly ionized and without added salts, in order to maintain high 

microgel surface charge during the process. From the Figure 3.9 it is also possible to infer a striking 

pH-dependence of the surface charge. This observation together with the observed microgel swelling 

variation depicted in Chapter 2, points out to a “core-shell”-like microstructure where possibly there is 

a higher local concentration of carboxylic groups on the microgel outer shell, as it was described that 

charged groups located in loosely cross-linked shells enable larger surface charge and swelling degree 

variations with pH when compared to charged groups in the core.53,59,60 Depending on the 

polymerization conditions, examples of proposed “core-shell” microstructures in p(NIPAAm-co-

MAA) nanogels are found in the literature.59,61 In aqueous bulk polymerizations it was found that 

methacrylic acid exhibits a much lower reactivity than NIPAAm, suggesting a higher probability for 

NIPAAm homopolymerization, with MAA monomers more prone to react at higher NIPAAm 

conversions.62 Thus, the formation of MAA-rich chains late in the polymerization reaction appears to 

be likely, consistent with the outlined “core-shell” hypothesis, which may even be more significant in 

the microscale than in nanoscaled systems. Unfortunately no polymerization kinetics data is available 

in scCO2. A radial distribution of the cross-linker may also contribute for the formation of more dense 

cores decorated by loosely cross-linked outer shells, as shown for MBAm cross-linked PNIPAAm 

nanogels.63 Further experiments would be required to directly assess carboxylic groups’ localization 

within the microgels, such electron microscopic analysis of stained carboxylic groups in dry 
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microgels or potentiometric titrations to establish correlations between ionization and electrophoretic 

mobility. 

 

 
Figure 3.9 Zeta potential of PP9010 microgels dispersed in Milli-Q water at different pH. 

 
 
The LbL assembly of the different polyelectrolyte pairs on PP9010 microgels had an impact not only 

on the native microgel’s size but also on the thermoresponsiveness – Figure 3.10. For all the samples 

dispersed in Milli-Q water at assembly pH, the initial complexation of a polycation led to a 

contraction of the microgel, followed by a recovery in size to values close to the native PP9010 

microgel upon sequential assembly of the polyanion. In the PP9010/(PDAC/PSS)n system, the 

microgels kept their size unchanged, over the value at the first bilayer, upon further LbL assembly. On 

the other hand, for both the weak polyelectrolyte pairs the sequential complexation of the polycation 

on the first bilayer led again to microgel contraction, followed by swelling upon polyanion deposition, 

being a trend sustained across the analyzed layer number range. Moreover, the microgels exhibited 

thermoresponsive collapse when a polycation was the outermost layer (except for the 

PP9010/(PDAC/PSS)n system after the first bilayer); while that behavior is suppressed when a 

polyanion was the last assembled layer (a reversibility on the thermoresponsiveness was qualitatively 

observed under the microscope – data not shown).  
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(a)  (b) 

 

(c)  

 

The polycation probably complexes on the PP9010 microgel mostly through ionic interactions with 

the available carboxylic groups, therefore decreasing the electrostatic contribution of the carboxylate 

groups for swelling; as a consequence the microgel contracted and the entropy-driven collapse of the 

microgel occurred when increasing the temperature, even at pH values above PMAA pKa for which 

the native microbeads collapse is less significant (pH 7.4 for the PP9010/(PDAC/PSS)n and 

PP9010/(PLL/PLGA)n and pH 6 for the PP9010/(PAH/PAA)n). The subsequent polyanion 

complexation occurs via interactions with the underlying polycationic layer at the expense of existing 

contacts between the polycation and the PP9010 microgel. Therefore, the MAA groups were again 

freer to stabilize water within the microgel, similarly to the native PP9010, the swelling was recovered 

and the thermoresponsive behavior was suppressed at pH above PMAA pKa. However, the subsequent 

PDAC deposition on the PP9010/(PDAC/PSS)n microgels did not change the microgel responsiveness 

significantly. Possibly, the high degree of ionic cross-links within the first PDAC/PSS bilayer coupled 

with a lower intrinsic interdiffusion of the polyelectrolytes impairs any effect of further layers on the 

overall responsiveness of the LbL assembled microgel. The magnitude of the outermost layer “odd-

even” effect on the size and thermoresponsive behavior was larger for the PP9010/(PLL/PLGA)n 

Figure 3.10 Particle diameter (𝒅� ± s) upon 
polyelectrolyte LbL on PP9010 microgels in 
Milli-Q water at the assembly pH (inset when 
dispersed in 10 mM PBS buffer pH 7.4, I = 160 
mM) and at 24 oC (●) and 37 oC (●):                  
(a) PP9010/(PDAC/PSS)n; 
(b) PP9010/(PAH/PAA)n; and 
(c) PP9010/(PLL/PLGA)n. The initial point ‘0’ 
refers to the native PP9010 microgel dispersed 
in Milli-Q water at the subsequent polycation 
solution pH. 
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microgels than it is for PP9010/(PAH/PAA)n. Although both systems were assembled in conditions 

where all polyelectrolytes were mostly ionized, interdiffusion in polypeptide systems is generally 

more significant48,49 and the polycation/polyanion specific effect on the microgels behavior may be 

more easily reversed than in synthetic multilayer films. Consistent with the behavior of native PP9010 

microgels, when LbL assembled microgels were buffer exchanged to solutions with physiological 

ionic strength, the presence of salts shields electrostatic repulsions within the microgels and 

assembled polyelectrolyte pairs, weakening their interactions. For the strong polyelectrolyte system, 

the presence of salts yielded PDAC-terminated microgels able to respond to temperature stimuli for 

all bilayer numbers; and for the weak polyelectrolytes there were less sharp differences in size and 

thermoresponsiveness among polycation and polyanion-terminated microgels (insets in Figure 3.10). 

On the latter case, the microgel size is within the targeted cell-size under physiological conditions at 

the analyzed bilayer number. 

These results are not totally in agreement with other studies performed using p(NIPAAm-co-MAA) 

microgels with hydrodynamic radius between ~ 200-360 nm and approximately the same MAA 

content and cross-linking degree,15,54 as in the latter the polyanion terminated microgels retained the 

thermoresponsive behavior presenting the higher swelling degree. This disparity may be due to 

different charge distributions within the microgels, which was shown to impact the thermoresponsive 

behavior15 and localization of complexed polyelectrolytes;53 and/or larger mesh sizes for the 

microgels used in this study that might allow further interpenetration of the polyelectrolytes 

contributing to enhance water stabilization within the hydrogel in the polyanion-terminated systems. 

Evidence of the sequential deposition of the different polyelectrolytes on PP9010 microgels can be 

assessed using zeta potential measurements as a function of layer number, at the conditions used 

during assembly. In Figure 3.11 it is clear that the surface charge of the microgel was reversed with 

each assembly step, suggesting that the polyelectrolytes were sequentially complexed. However, in 

terms of absolute value, the surface charge was not totally reversed upon sequential layering, differing 

from what is observed for LbL assembly on flat surfaces or rigid particles.34,37 This behavior is an 

indication that interactions between the soft and porous microgel substrate and the LbL films are 

occurring and may be due to incomplete coverage of the microgel surface and/or interpenetration of 

the polyelectrolytes throughout the microgel mesh.  
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Figure 3.11 Zeta potential measurements of LbL assembled microgels with increasing bilayer number show 
particle surface charge reversal upon polyelectrolyte sequential deposition: () PP9010/(PDAC/PSS)n; () 
PP9010/(PAH/PAA)n, and (●) PP9010/(PLL/PLGA)n. The initial point (0) refers to the zeta potential of native 
PP9010 microgels when dispersed in water (pH ~ 5). 

 

 

Further indication on the successful assembly of the polyelectrolytes is clearly shown in Figure 3.12 

for the PP9010/(PAH/PAA)n and PP9010/(PLL/PLGA)n systems using fluorescent-labeled polymers, 

especially for the dual labeled PP9010/(PAH-Rhodamine B/PAA-Cascade Blue)1 micrograph. 

Moreover, for both systems, the polyelectrolytes were able to distribute across the microgel, with 

higher fluorescence intensity on the microgel shell. This is consistent with the hypotheses of a “core-

shell”-like microstructure of the hydrogel and thus polyelectrolytes with higher intrinsic mobility may 

display more significant outermost bilayer number “odd-even” effect on size and responsive behavior. 

On the other hand, it may be argued that the polydispersity of the commercial used polyelectrolytes 

would result in differentiated fluorescence intensities distributions. The flow cytometry analysis of 

PP9010/(PLL-FITC/PLGA)n and PP9010/(PAH-RhoB/PAA)n microgels yet offers another indication 

of sequential polyelectrolyte assembly, showing a successive increase in fluorescence at each 

polycation deposition step, in an apparently linear regime within the analyzed bilayer number range. 

Flow cytometry had already been proposed as a method for monitoring polyelectrolyte assembly on 

colloidal particles; herein it is shown that it can also be easily expanded for the quick and quantitative 

evaluation of LbL build-up of polyelectrolytes on soft porous particles.64  
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(a) 

 
(b) (c) 

 
 

Figure 3.12 (a) Confocal micrographs of thermoresponsive PP9010 microgels assembled with fluorescent 
labeled polycations, dispersed in Milli Q water at assembly pH at 24 oC and 37 oC: top PP9010/PAH-RhoB and 
bottom PP9010/PLL-FITC. (b) Confocal micrographs of PP9010/(PAH-RhoB/PAA-Cascade Blue)1 indicating 
multilayer build-up. (c) Flow cytometry measurements of the fluorescence of PP9010/(PLL-FITC/PLGA)n () 
and PP9010/(PAH-RhoB/PAA)n (●) microgels in 10 mM PBS buffer show an overall linear increase in the 
amount of polycation with bilayer number. 
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3.2.2.2 ATR FT-IR spectral analysis of PP9010 assembled microgels 

The sequential assembly of the polyelectrolyte pairs used on PP9010 microgels was further inferred 

from the sequential modifications in the position, intensity and shape of the infrared bands of the dry 

assembled microgels FT-IR spectra in the wavenumber region between 950 and 1800 cm-1 – Figure 

3.13. Upon deposition of the first PDAC layer on PP9010 the Amide III band at 1242 cm-1 becomes 

more intense, which was observed as shoulder at 1234 cm-1 in the native microgels (PDAC has no 

infrared bands around this position – Annex II). The sequential assembly of PSS is indicated by the 

appearance of the characteristic sulfonate ion vibrations at 1008, 1035, 1126 and 1180 cm-1.65 These 

vibrations decrease when PDAC is subsequently assembled (PP9010/(PDAC/PSS)1PDAC spectra), 

which may be due to interactions being established between the polyelectrolytes65,66 or partial 

stripping of the underlying PSS when the polycation was deposited. Nevertheless there is an overall 

increase of the sulfonate ion bands intensity with bilayer number. The same tendency was observed 

on the weak polyelectrolyte pairs deposition. However in both systems the most intense and 

characteristic bands of the polyelectrolytes overlap with the PP9010 amide vibrations (Annex II). The 

exact band positions for the polypeptides depend on their conformation (α-helix, β-sheet or random 

coil), due to vibrational interactions between the peptide groups and the different forms of hydrogen 

bonding,67 while for the weak synthetic polyelectrolyte system, the exact peak positions is related to 

their ionization degree.41,68 For both polyelectrolyte pairs the Amide region becomes less sharp with 

increasing layer number and it is possible to observe a modification on the peaks position and relative 

intensity of the Amide II to Amide I bands. Furthermore, in the high wavenumber region of the 

spectra the sequential depositon of the PLL/PLGA and PAH/PAA led to an increase in intensity and 

broadening of the band in the N-H stretching region between 3000-3450 cm-1 relative to the isopropyl 

and alkyl vibrations (2850-3000 cm-1), due mainly to the contribution of PLL and PAH νN-H and 

PLGA and PAA νO-H (Annex II).  

From the spectral analysis of the amide region of native and LbL assembled microgels, more 

information regarding the specific interactions being established can be derived. Firstly, the spectra of 

the native PP9010 copolymer is dominated by two strong bands at 1641 cm-1 and 1531 cm-1, 

corresponding to the Amide I and Amide II vibrations of the PNIPAAm segments, respectively. Both 

vibrations were slightly shifted to lower energy states in comparison to the amide bands of PNIPAAm 

homopolymers (1646 and 1533 cm-1, respectively), indicating the presence of hydrogen bonding 

interactions, similar to what has been reported for the Amide I vibration of other acrylamide 

copolymers.69 The vibration corresponding to the C=O stretching of unprotonated carboxylic groups 

of PMAA can be observed as a shoulder at 1707 cm-1 (besides a small possible contribution of free 

C=O groups from PNIPAAm).70 The stretch vibration of the carboxylate ion has been reported at 

1554 cm-1 and therefore cannot be distinguished from the strong Amide II vibration of the PNIPAAm 

segments.68 Upon spectral deconvolution, two components were identified in the Amide I region at 
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1637 and 1662 cm-1, corresponding to intermolecular and intramolecular H-bonded νC=O vibrations, 

with the majority involved in intramolecular interactions. In regards to the Amide II vibration, two 

components can be assigned to free δNH vibrations at 1509 cm-1 and H-bonded δNH at 1535 cm-1 – 

vide Table 3.3. In both bands, a characteristic component, relative to intermolecular H-bonded νC=O 

in Amide I and relative to intramolecular H-bonded δNH in Amide II, was absent, which can be an 

indication of interactions between PNIPAAm amide and PMAA carboxylic groups, similarly to what 

was observed in other systems involving PNIPAAm.71  

 

(a) (b) 

 

(c) 

 

 

The analysis of the Amide region (1480-1750 cm-1) of the LbL assembled microgels revealed some 

common trends as well as differences across the analyzed polyelectrolyte systems – Table 3.3. The 

PP9010/(PDAC/PSS)n samples can be used as a benchmark for the overall spectral analysis as there 

are no characteristic bands of the polyelectrolytes overlapping with the PP9010 Amide vibrations. In 

the PP9010/PDAC system, the intensity of the shoulder corresponding to the copolymer carboxylic 

Figure 3.13. ATR FT-IR spectra of LbL assembled 
PP9010 microgels shows increase in the absorbance 
of characteristic components of the polyelectrolytes 
with sequential deposition: (a) PP9010/(PDAC/PSS)n; 
(b) P9010/(PAH/PAA)n; (c) PP9010/(PLL/PLGA)n. 
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groups decreased significantly (1.6 % in area to 0.5 %), indicating that PDAC layering occurs mostly 

through ionic interactions (spectra in Annex II). The position and relative intensity of the constituent 

bands of the Amide bands also changed significantly, relatively to the native PP9010. The 

components relative to H-bonded δNH in the Amide II (1543 cm-1), and intramolecular H-bonded 

νC=O (1644 cm-1) and “freer” νC=O (1669 cm-1) in the Amide I shifted to higher energy states closer 

to the characteristic vibrations of cross-linked PNIPAAm homopolymers (in the Amide I overlapping 

of the carboxylate ion vibration may also contribute for changes in the band composition). These 

observations are a clear indication that the H-bonding between the composing PNIPAAm and PMAA 

segments becomes weaker when the polycation is assembled. Probably the interactions established 

between the PP9010 substrate and PDAC lead to the formation of carboxylate ions on the PMAA 

segments, and consequently the PNIPAAm segments are “freer”. The subsequent assembly of PSS 

(PP9010/(PDAC/PSS)1) led to a significant shift of the intramolecular H-bonded νC=O (1632 cm-1) 

and “freer” νC=O (1653 cm-1) components back to lower wavenumbers, closer to the values found for 

the native PP9010, and the component relative to intermolecular H-bonded νC=O was not relevant 

anymore. This transition indicates that as PSS interacts with the underlying polycation layer, 

PNIPAAm segments are again involved in H-bonding either with water and/or PMAA segments. The 

intensity of the shoulder relative to free COOH groups remained very low. The sequential deposition 

of additional strong polyelectrolytes layers did not change the band composition significantly, within 

the analyzed range and followed assembly conditions.  

For the weak polyelectrolyte pairs the same tendency was observed in the Amide bands region when 

first polycation and then polyanion were assembled. Additionally, a component assigned to a 

polyelectrolyte specific vibration occurred at 1615-1630 cm-1 which may be due to β-sheet infrared 

bands of PLL in the PP9010/(PLL/PLGA)n system or the asymmetric NH3
+ bending mode of PAH in 

PP9010/(PAH/PAA)n. However, these systems differ from the strong polyelectrolyte pair as the weak 

polycation assembly on the first PP9010/(PAH/PAA)1 and PP9010/(PLL/PLGA)1 bilayer leads again 

to an Amide bands composition and constituent components intensity similar to the initial 

PP9010/polycation profile in a quasi-reversible process. The spectral analysis was not performed 

beyond the second bilayer since the vibrations of the weak polyelectrolytes become predominant over 

those of the PP9010 substrate. Clearly the spectral analysis correlates well with the observed swelling 

and thermoresponsive behavior described earlier, suggesting that when polycations are on the 

outermost layer PNIPAAm segments are freer to undergo the entropy-driven collapse with 

temperature while in polyanion-terminated microgels the water-amide interactions are stabilized. For 

PP9010/(PDAC/PSS)n microgels the initial physical crosslink occuring after the first bilayer prevents 

any further modification of the water-PNIPAAm interactions upon subsequent deposition. 
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Table 3.3 Summary of the deconvolution results obtained for the Amide region of the FT-IR spectra of 
PNIPAAm homopolymer, PP9010 microgels, and LbL assembled PP9010 microgels with (PDAC/PSS)n, 
(PAH/PAA)n and (PLL/PLGA)n. PNIPAAm assignments from the section 3.1 are repeated to facilitate 
interpretation. 
 

Wavenumber (cm-1)                                                                                                                       
(%Area) 

Assignments 
δNH 
free  

AmideII 

δNH 
intra HB 
AmideII 

δNH 
inter HB 
AmideII 

νC=O 
inter HB 
Amide I 

PE* 
νC=O 

intra HB 
Amide I 

νC=O 
“freer” 

Amide I 

νC=O 
free 

COOH 

PNIPAAm 
1509 
(7.2) 

1529 
(16.0) 

1548 
(17.7) 

1607 
(5.0) 

- 
1644 
(32.0) 

1669 
(9.1) 

- 

PP9010 
1509      
(6.3) 

1535                       
(31.6) 

           -          - 
1637    
(36.8) 

1662    
(11.8) 

1720    
(1.6) 

bilayer nr. PP9010/(PDAC/PSS)n LbL 

0.5 
1514     
(3.4) 

- 
1543   
(40.3) 

1623      
(6.9) 

- 
1644    
(43.5) 

1669      
(5.4) 

1717   
(0.5) 

1 
1514     
(3.1) 

- 
1543  
(37.9) 

- - 
1632   
(31.9) 

1653   
(26.5) 

1708  
(0.6) 

1.5 
1517     
(2.4) 

- 
1546  
(39.6) 

- - 
1630   
(32.8) 

1653   
(23.3) 

1694  
(2.0) 

2 
1519     
(2.0) 

- 
1547  
(34.1) 

- - 
1637   
(48.4) 

1657   
(11.2) 

1694  
(4.4) 

bilayer nr. PP9010/(PAH/PAA)n LbL 

0.5 
1515      
(3.3) 

- 
1545  
(41.3) 

1611    
(11.6) 

1625    
(18.0) 

1648    
(21.4) 

1669     
(3.6) 

1706  
(0.8) 

1 
1514     
(2.6) 

- 
1546   
(46.4) 

- 
1624     
(8.7) 

1637    
(37.9) 

1654     
(4.2) 

1715  
(0.1) 

1.5 
1516     
(6.2) 

- 
1547  
(39.4) 

1610      
(9.1) 

1627    
(21.2) 

1650    
(19.0) 

1666     
(4.3) 

1707 
(0.7) 

2 
1514      
(3.4) 

- 
1545   
(47.5) 

- 
1619    
(19.6) 

1633   
(16.3) 

1656   
(10.0) 

1696  
(3.1) 

bilayer nr. PP9010/(PLL/PLGA)n LbL 

0.5 
1512      
(4.8) 

- 
1542 
(34.6) 

1613    
(15.6) 

1627   
(19.0) 

1649   
(18.4) 

1672     
(5.0) 

1706 
(2.6) 

1 
1515     
(2.6) 

- 
1544  
(44.0) 

- 
1620     
(1.0) 

1634    
(47.3) 

1653     
(2.8) 

1702  
(2.3) 

1.5 
1511     
(2.3) 

- 
1543  
(42.5) 

1617    
(13.2) 

1626    
(19.9) 

1650    
(18.8) 

1677     
(3.1) 

1706 
(0.2) 

2 
1515     
(5.2) 

- 
1544  
(37.6) 

- 
1617     
(3.8) 

1635   
(46.8) 

1651     
(1.3) 

1707 
(5.2) 

* PE: polyelectrolyte characteristic component 
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3.2.3 Conclusions 

 
The LbL sequential complexation of both strong and weak polyelectrolyte pairs was successfully 

performed on the prepared temperature and pH-sensitive p(NIPAAm-co-MAA) microgels, as shown 

by surface charge reversal on zeta potential measurements, increased fluorescence in dye-labeled 

polyelectrolyte assembled microgels, confocal microscopy and FT-IR analysis. LbL assembly may be 

used not only to modify the microgel surface chemistry, namely through the assembly of potential 

cell-adhesive films, but also to further tune their responsive behavior and swelling; hence possibly 

permeability. It was shown by optical microscopy that the microgels swelling and temperature 

sensitivity at the analyzed solution conditions is dependent on the type of assembled polyelectrolyte 

pairs as well as on the composition of the outermost layer, being clear that LbL assembly on soft 

porous microgels is a substrate-dependent process. Overall, polycation-terminated microgels are less 

swollen and exhibited thermoresponsive behavior, even at a pH above PMAA pKa; while polyanion-

terminated assembled microgels are more swollen and do not exhibit significant volume phase 

transition with temperature. This process is mediated by the interactions between the microgel and the 

assembled polyelectrolytes that have an impact on the deprotonation of COOH groups, which 

contribute for the stabilization of the polymer conformation in a solvated state and for the increase on 

the mobile ions concentration within the microgels. Therefore for higher ionic strengths, these 

interactions are weakened due to charge shielding and the observed “odd-even” effect of the last 

complexed layer on microgel swelling and responsiveness is less significant. The FT-IR spectral 

analysis of the amide region of the assembled microgels has shown that the microbead carboxylic 

groups are clearly engaged on the initial complexation of the polycation, leading to microgel 

deswelling. Moreover, when a polycation is present as the outermost layer the PNIPAAm segments 

are less H-bonded to water and/or PMAA and the microgels become sensitive to temperature 

stimulus. As a polyanion is assembled, the interaction between the underlying polycation and the 

microgels weakens and not only PNIPAAm is again involved in H-bonding interactions but also 

carboxylic groups can deprotonate, contributing for microgel swelling. 

The variety of coatings that are amenable to assembly on p(NIPAAm-co-MAA) particles, the cell-like 

size of the LbL assembled  microgels under physiological conditions, and the exceptional tunability of 

this system prompted further studies on the incorporation of a protease function in this specific 

system, which will be the subject of the next chapter. 
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4 Development of a Microbead Protease Sensor 
 

Matrix metalloproteinases (MMPs) are extracellular endopeptidases generally active near or on the 

cell surface.1 MMPs are key regulators of the extracellular microenviroment, being involved in 

normal physiological processes such as tissue remodeling2 or inflammation3. The dysregulation of the 

MMPs activity has been associated with a wide range of pathologies, such as cancer1, arthritis4 or 

endometriosis5. The detection of MMPs in biological samples may provide important information for 

diagnosis, prognosis, and therapeutic monitoring of various diseases. Of the existing methods to study 

MMPs, Förster resonance energy transfer (FRET) based synthetic protease probes have been 

extensively developed to directly assess activity in a non-invasive and real-time manner.6,7 However, 

synthetic protease substrates are generally cleaved by multiple proteases, impairing specificity.8 

Furthermore, no systematic tools are available to provide information on protease activity at the 

cellular level. The conjugation of protease probes on microparticles may allow (i) the deployment of 

the sensor in different 2D and 3D cultures; (ii) potential protease activity spatial resolution; (iii) 

monitoring activity using cell culture analytical tools such confocal laser scanning microscopy; and 

flow cytometry. Herein, two different approaches for the incorporation of protease sensing function 

on the synthesized p(NIPAAm-co-MAA) microbeads are described. Previously it was shown that 

these beads present a “cell-like” size, a theoretical mesh size suitable for biomacromolecules 

permeation and potentially physiologically relevant mechanical properties. In addition, it was 

demonstrated that polyelectrolyte multilayers can be assembled on these beads to tune surface 

chemistry, swelling, charge and responsive behavior. These beads are proposed as supports for the 

FRET MMP probes under development at the Griffith and Hammond labs. 
 

 

4.1 Introducing Protease Sensing Function on Microbeads by 

Complexation of Functionalized Polymers 
 

The assembly of macromolecules and high molecular weight polymers on well-defined PNIPAAm-

based microparticles, synthesized in scCO2, was described in Chapter 2. Thus, the conjugation of a 

FRET MMP probe on a polymeric backbone and subsequent polymer complexation on the particles 

may be possible route to introduce a protease sensing function onto the microbeads. Indeed the LbL 

coating of microparticles for the development of a protease sensor was proposed in the literature.9  

Synthetic polypeptides have been thoroughly studied for biological applications as they exhibit 

physico-chemical properties of natural polypeptidic sequences and are potentially biocompatible. 
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Conventional solid-phase peptide synthesis is neither useful nor practical for the preparation of large 

polypeptides (above 100 residues) due to probable deletions and truncations that may arise from 

incomplete deprotection and coupling steps. The most economical and convenient method for the 

synthesis of long polypeptide chains is the ring-opening polymerization of α-aminoacid-N-

carboxyanhydrides (NCAs).10,11 NCA polymerizations are traditionally initiated by primary amines or 

organometallic transition metal-based complexes. Recently, a lot of research has been focused on the 

improvement of amine-initiated NCA polymerizations for the development of well-defined 

polypeptides and hybrid block copolymers.10,11 This synthesis route is especially attractive because, if 

the polymerization progresses without any chain breaking reactions, the amine initiator becomes the 

polypeptide C-terminal. Thus, there is the potential to easily introduce specific functionalities on the 

polypeptide end-group, such as functional groups suitable for click chemistry.  

Recently, strategies combining NCA polymerization and click chemistry have been proposed for the 

preparation of block copolymers12,13 and modification of polypeptides.14 Click chemistry refers to a 

series of highly efficient reactions, including the copper-catalyzed Huisgen 1,3 – dipolar 

cycloaddition between and alkyne and an azide to form a triazole.15 It is a versatile method widely 

used for conjugation, combining mild experimental conditions, functional group tolerance, and high 

yields. 

The preparation of a well-defined α-alkyne terminated poly(L-lysine) (PLL) is described below. The 

FRET MMP probes being developed in the Griffith and Hammond labs include a terminal azide 

functional group that could be conjugated to the synthesized PLL. Herein, the complexation of the 

protease sensing polymeric backbone with the microbeads is evaluated as a potential strategy to the 

development of a microbead protease sensor. 

 

 

4.1.1 Experimental section 
 

4.1.1.1 Materials 

Nε-Z-L-lysine (> 99.0 %; Mw 280.32), triphosgene (> 99.0 %; Mw 296.75), N,N,N′,N′′,N′′-

Pentamethyldiethylenetriamine (PDMETA; 99.0 %; Mw 173.30), copper bromide (CuBr; 98.0 %, Mw 

143.45), hydrobromic acid solution (33 wt % in acetic acid; Mw 80.91), trifluoroacetic acid (TFA), 

tetrahydrofuran (THF), dimethylformamide (DMF), and diethylether (DEE) were purchased from 

Sigma. 6-fluorescein-triethyleneglycol-azide (FAM-N3; Mw 576.55) was obtained from Berry & 

Associates (US). Trypsin 2.5 % (10×), without EDTA or phenol red, and Fetal Bovine Serum (FBS) 
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was obtained from Invitrogen (USA). Deionized water was purified through a Milli-Q system and had 

a resistivity greater than 18 MΩ.cm. Poly(NIPAAm-co-MAA) 90:10, PP9010, microbeads were 

prepared by synthesis in scCO2, as described in Chapter 2. 

 

4.1.1.2 Synthesis of Z-L-lysine N-carboxyanhydride monomer 

The protocol developed for the synthesis of ε-carbobenzoxy-L-lysine N-carboxyanhydride (Z-L-lysine 

NCA) was adapted directly from the literature.16 In short, 3 equivalents of Nε-Z-L-lysine (1.5 g; 5.3 

mmol) were dissolved in 100 mL of anhydrous THF and stirred at 50 oC under N2. Triphosgene (1 eq.; 

0.53 g; 1.8 mmol) was dissolved in 10 mL of anhydrous THF and added drop-wise to the Nε-Z-L-

lysine solution. The reaction progressed for 1 hour until a clear solution was obtained, being vented 

through NaOH pellets to neutralize the hydrochloric acid byproduct. The solution was then filtered 

and concentrated in a rotary evaporator. The obtained product was further purified by dissolving in 

cold dry ethyl acetate, followed by washes in cold water, 5 wt % sodium bicarbonate and brine; then 

dried twice with magnesium sulfate anhydrous. The obtained solution was concentrated in a rotary 

evaporator and dried under high vacuum to remove any residual solvents. Yield = 55 %. 

 

 
Figure 4.1 Synthesis of Z-L-Lysine NCA monomer. 

 
 

4.1.1.3 α-alkyne initiated polymerization of Z-L-lysine N-

carboxyanhydride 

In order to obtain a polypeptide with a click-functional terminal group, polymerization of Z-L-lysine 

N-carboxyanhydride was initiated using propargylamine, based on a protocol described in the 

literature12 – Figure 4.2. For a degree of polymerization of 25, Z-L-lysine NCA (0.5 g; 1.63 mmol) 

was dissolved in 3 mL of anhydrous DMF. Propargylamine (4.4 µl; 0.065 mmol) dissolved in 3 mL of 

anhydrous DMF was added to the reaction using air-free techniques. The reaction was performed at 

room temperature under stirring for 3 days. The obtained poly(Z-L-lysine) (PZLL) solution was 

concentrated in high vacuum and then precipitated in cold DEE. The precipitate was recovered by 

centrifugation, washed 3 times in cold DEE and dried under vacuum overnight. 1H NMR (CDCl3, 

δ/ppm): 5.06 (s, 2H, C6H5CH2), 4.38 (t, 1H, CH), 3.04 (br, 2H, CH2), 2.17 (t, 1H, C≡CH), and 1.63 

(br, 2H, CH2). Degree of polymerization, DP = δCH/δC≡CH = 23; hence Mw ~ 6090. Yield = 73 %. 
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Figure 4.2 Propargylamine initiated polymerization of Z-L-Lysine NCA monomer. 
 
 

4.1.1.4 Click cycloaddition of model fluorescein to poly(Z-L-lysine), 

polymer deprotection and copper removal 

α-Alkyne PZLL (1 eq.), FAM-N3 (1.5 eq.) and PMDETA (5 eq.) were dissolved in 3-5 mL DMF. In a 

schlenk flask under Ar, 5 equivalents of CuBr were added. The reaction was performed overnight at 

room temperature in the dark. The polymer was precipitated in cold DEE. To remove unreacted 

fluorescein the product was further washed with DEE and cold water before drying under vacuum. 

Yield = 91 %. 

The amine groups of α-fluorescein PZLL were regenerated by hydrolysis of the Z groups. The 

polymer was dissolved in TFA at 33 mg/mL concentration. A 4-fold molar excess of HBr solution, 

relative to the number of L-lysine repeat units, was added. The reaction was performed for 1 hour at 

room temperature in the dark. The solution was precipitated in cold DEE. After extensive washing the 

α-fluorescein poly(L-lysine) (FAM-PLL) was recovered by filtration and dried under vacuum. In 

order to remove excess CuBr and/or PMDETA the product was initially dissolved in water. Pourex 

M4195 beads were added to the solution and the mixture was stirred for 15 min. The product was 

filtered and then purified by dialysis at 4 oC for 1 day (MWCO ~ 1000) in the dark. The final FAM-

PLL product was then lyophilized until further use. Yield = 66 %. 

The final product as well as the synthesized intermediates were characterized by 1H NMR in CDCl3 

with 15 % TFA to promote unfolding of the polymer, recorded on a Bruker spectrometer (400 MHz). 
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Figure 4.3 Huisgen’s 1,3-dipolar cycloaddition of FAM-N3 and α-alkyne poly Z-L-lysine as a model 
fluorescent MMP sensing polymer. Amine groups regeneration by hydrolysis of the Z-groups. 

 
 

4.1.1.5 Complexation of model protease sensing FAM-PLL25 on 

PP9010 microbeads. Protease activity assessment and stability 

assays. 

The synthesized FAM-PLL (with a DP ~ 25; FAM-PLL25) was complexed on PP9010 microbeads 

under the conditions described for the LbL assembly of poly(L-lysine) / poly(L-glutamic acid) 

multilayers in Chapter 3 – Figure 4.4. Layer-by-layer assembly of PAA/PAH was performed on 

FAM-PLL25 complexed PP9010 microbeads using the experimental conditions described in Chapter 

3, except that assembly pH was set to 7.4 for both polyelectrolytes to prevent destabilization of the 

previously complexed polylysine. All samples were freshly prepared before tryptic digestion. 

The degradation of FAM-PLL25 complexed on the beads by trypsin, as a model protease, was assessed 

by mixing 106 particles/mL (determined with a hemocytometer) with 300 mL of 0.25 µg/mL trypsin 

in PBS and PBS only (controls) and incubating at 37 oC. At specific time points, aliquots of beads 

were taken, placed immediately on ice and added 10 vol% of FBS to stop trypsin activity. The 

samples were centrifuged at 13,000 × g for 15 min. Trypsin was removed from the supernatants using 

a Microcon (Millipore, USA) centrifugal filter device (MWCO ~ 10,000). The concentration of 

trypsinized polymer was determined by measuring the fluorescence of the supernatant in a 

SpectraMax M2e plate reader (Molecular Devices, USA; λexc = 495 nm; λem = 514 nm). Tryptic 

cleavage was also used to determine the relative amount of FAM-PLL25 that remains stable in the 

native and PAA/PAH coated complexes during the LbL assembly, by performing total degradation 

with 2.5 g/mL Trypsin for 1 day at 37 oC. In addition a qualitative evaluation of the constructs 

stability under physiological conditions was performed by incubation in PBS for 2 days and 

determining the fluorescence of the supernatant. Furthermore, for all these assays the beads were 

observed on a CARV II spinning disk confocal system equipped with an environmental chamber at  

37 oC and a Zeiss inverted microscope. 
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Figure 4.4 Introducing model MMP sensing into PP9010 beads through functionalized PLL complexation (pH 
7.4 and 10 mM in polyelectrolyte). The action of the protease may be detected in this model construct by a 
decrease in overall bead fluorescence. 

 
 

4.1.2 Results and discussion 
 

4.1.2.1 Preparation and characterization of FAM-PLL25 

In Chapter 3, the successful assembly of PLL / poly(L-glutamic acid) multilayers on PP9010 

microgels was described; hence PLL can be used as a polymeric backbone for the incorporation of a 

protease sensing function. The FRET-based protease sensors being synthesized at the Griffith lab 

include terminal groups, such as azides or thiols, which can be efficiently conjugated to any support 

containing antagonist functionalities with high yields: from polymers to gels. The synthesis approach 

followed herein is based on a four-step sequence combining (1) the synthesis of Z-L-lysine N-

carboxyanhydride monomer; (2) the preparation of α-alkyne terminated PZLL by ring opening 

polymerization of Z-L-lysine NCA monomer; (3) the Huisgen’s 1,3-dipolar cycloaddition (click 

chemistry) of α-alkyne terminated PZLL and azide functionalized fluorescent molecule (as a model 

for a MMP sensing construct); and (4) the regeneration of PLL amines by HBr hydrolysis of the 

protecting Z groups – Figures 4.1 to 4.3.  

Z-L-lysine N-carboxyanhydride monomer was successfully prepared and subsequently polymerized 

using propargylamine as an initiator, as can be observed in the 1H NMR spectrum depicted in Figure 

4.5. The spectrum is similar to the literature except that some diethylether peaks (labeled ‘dee’ in the 

Figure) were also found as contaminants (solvent used for polymer precipitation)17. A α-alkyne 

terminated PZLL with a degree of polymerization of 23 was obtained, as determined from the relative 

integration of characteristic protons of the alkyne terminal to protons of the polymer main chain, 

corresponding to a molecular weight of ~ 6090 Da. In fact the initial monomer to initiator ratio (25:1) 

closely determined the length of the synthetic polypeptides, emphasizing that well-defined 

polypetides are readily prepared by NCA polymerization.10 
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Figure 4.5 1H NMR spectra of propargyl-terminated poly Z-L-lysine in CDCl3 with 15 % TFA (dee: diethyl 
ether). 
 

A slight excess of 6-fluorescein azide (FAM-N3), 1.5 equivalents, was used for its conjugation to the 

poly(Z-L-lysine) backbone through click chemistry, in agreement with previous protocols described 

in the literature.12 The 1H NMR spectra demonstrated that the click reaction was complete, as no 

peaks assigned to the terminal alkyne are observed (data not shown). After deprotection of the 

polymer Z-groups, a water soluble polymer was obtained which is suitable for applications in aqueous 

conditions. The HBr hydrolysis was amenable to the maintenance of the polymer fluorescence. These 

results demonstrate that the combination of NCA polymerization with click chemistry allows the 

preparation of well-defined polypeptides that could be conjugated with probes bearing matching 

functionalities in high yields, being a possible synthetic route to prepare protease sensing polymers 

that can be deployed in microbeads, as coatings, etc. 
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4.1.2.2 Complexation of FAM-PLL25 on PP9010 microbeads 

Preliminary experiments performed with short fluorescein-labeled polylysine peptides (with 3, 6, 9, 

12 and 15 aminoacids), prepared by solid-phase peptide synthesis, showed that at least 15 lysine 

residues were necessary to prepare a complex with PP9010 that remains stable under physiological 

conditions (PBS buffer, 37 oC) – data not shown. Indeed, it has been thoroughly shown that polymer 

length contributes to the formation of more stable interactions among polymers, especially in particle 

coating.18 These observations reinforce the selection of the above described synthetic route for the 

preparation of long functionalized polymers as backbones for a protease sensing moiety. 

The prepared FAM-PLL25 polymer was successfully loaded onto PP9010 microbeads, following the 

experimental conditions described for the commercial long Mw PLL used in Chapter 3, as can be 

observed in the micrographs depicted in Figure 4.6. In order to investigate whether a protease can 

actually access the complexed PP9010 microbeads and exhibit enzymatic activity, trypsin was used as 

a model. Trypsin is a serine protease produced in the pancreas and secreted to the small intestine, 

cleaving peptide bonds on the C-terminal side of arginines and lysines. It has been show to degrade 

synthetic PLL into 2 and 3 residue segments.19 Trypsin has a Mw of about 23 kDa and a radius of 

gyration (Rg) around 20 Å, depending on solution conditions,20 thus having a size within the range of 

some metalloproteinases (vide Introduction). In Chapter 2 it was shown that the native PP9010 

microbeads present a theoretical mesh size an order of magnitude higher than trypsin radius of 

gyration, and trypsin should permeate freely across the bead (unless other interactions interfere, 

namely ionic). On the other hand, the complexation of polycations decreases the bead swelling 

(Chapter 3); hence it can be anticipated that the mesh size is smaller for the complexes. 

 

PP9010 microbeads complexed with FAM-PLL25 (PP9010-FAM-PLL25) were incubated in PBS with 

2.5 g/mL of trypsin (1× dilution from the stock trypsin solution) at 37 oC for 1 hour, as shown in 

Figure 4.6. The enzymatic degradation of the fluorescent polymer, and consequent decomplexation 

from the bead, can be inferred from the decay in fluorescence from the PBS control to the trypsin 

digested PP9010-FAM-PLL25 bead.  

Previous assays for tryptic degradation of a fluorescently labeled PLL established that initial velocity 

conditions were observed for a 0.25 µg/mL trypsin concentration, in which the rate of degradation 

was constant for about 2 hours. Upon incubation of PP9010-FAM-PLL25 beads with that amount of 

trypsin, the progress of the supernatant fluorescence with time followed a typical enzymatic 

progression curve. Indeed, the fluorescence of the supernatant increases linearly for the initial time 

points until reaching a plateau upon substrate consumption, after 5 hours. Furthermore, when 

comparing with the controls in PBS, it is clear that the increase in fluorescence is not due to simple 

diffusion of the FAM-PLL25 polymer out of the complexes, but is a result of tryptic digestion and 

consequent release of the complexed polymer from the bead. 
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Figure 4.6 Trypsin cleavage of complexed FAM-PLL25 polymer in PP9010 beads: confocal micrographs of 
PP9010-PLL25 beads incubated in PBS (a1) and in 2.5 mg/mL of trypsin in PBS (a2) for 1 hour at 37 oC; (b) 
pixel intensity differences for confocal micrographs of PP9010-PLL25 beads incubated in PBS and in 2.5 mg/mL 
of trypsin in PBS for 1 hour at 37 oC, as determined by image analysis; (c) fluorescence of the supernatants for 
1×106 beads/mL incubated with 0.25 µg/mL of trypsin in PBS (●) and only PBS (○) at 37 oC, highlighting a 
linear adjustment at initial velocity conditions. 
 
 
Observations under a confocal microscope for the trypsin digested beads shown that no significant 

fluorescence remains on the bead at the end of the assay. These results support that trypsin can 

actually access and exhibit activity in the PP9010-FAM-PLL25 microbeads. Although these 

observations cannot be extrapolated for MMPs, as their size and charge differs from trypsin and varies 

significantly among different MMPs, it leaves the possibility open that a target MMP would be able to 

permeate throughout the beads. 

 

4.1.2.3 Stability of FAM-PLL25 complexed PP9010 microbeads 

After concluding that trypsin could cleave a complexed polypeptide on the PP9010 microbeads, it 

would be interesting to assess whether LbL coating of the complex would impact the observed 

enzymatic activity. Previous studies on protease sensing particles have shown that charge influences 

the partitioning of enzymes from solution to the particles. Trypsin activity was higher for LbL coated 

b 

c 
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microbeads with a negatively charged outer layer, which can be explained by a higher affinity of the 

positively charged trypsin (pI = 8.2).9  

The LbL assembly of synthetic poly(acrylic acid) / poly(allylamine hydrochloride) (PAA/PAH) 

polyelectrolytes was performed on the PP9010-FAM-PLL25 microbeads at the same conditions as 

described in Chapter 3, but maintaining the pH constant at 7.4. This pair was chosen since it is not 

degradable by enzymatic activity. Being the complex positively charged (ζ-potential ~ 4 mV), PAA 

was assembled first. The stability of the underlying complex was analyzed by measuring the amount 

of fluorescence released in time relative to the amount of polymer initially complexed during the 

actual LbL assembly and after incubation for 2 days in PBS – Table 4.1. Despite the error associated 

to the data below, it becomes clear that there are significant losses of complexed PLL25 polymer 

during LbL assembly of the synthetic polyelectolytes and upon incubation in PBS, which may impair 

their application as sensor in long term cell cultures.  

 
Table 4.1 Stability of complexed FAM-PLL25 upon LbL assembly of polyelectrolytes and incubation in PBS 

buffer. 
 

Sample FAM-PLL25 retained during LbL 
(%) 

FAM-PLL25 retained in PBS 
(%) 

PP9010-PLL25 n.a. 89 ± 5 

PP9010-PLL25 /PAA 88 ± 19 85 ± 1 

PP9010-PLL25 /(PAA/PAH)1 62 ± 24 94 ± 4 

 

Confocal micrographs in Figure 4.7 exemplify that the fluorescence is unequally distributed from the 

native to the PAA/PAH coated complexes, showing that possibly FAM-PLL25, as a diffusible 

polyelectrolyte, migrates differently throughout the microbead depending on the outermost layer (at 

the second bilayer the confocal micrographs become similar to the PP9010-FAM-PLL25/PAA/PAH 

micrograph depicted). Experiments with a pH-insensitive dye confirmed that the observed differences 

in fluorescence among samples are not due to local variations in pH (data not shown), as it is widely 

known that FAM fluorescence is extremely sensitive to pH.21 For the above reasons, the bead 

functionalization approach via complexation with a polymer does not seem a robust method to 

incorporate a protease due to lack of overall construct stability. Furthermore, comparing the trypsin 

enzymatic kinetics between the native complexed beads and the LbL coated ones would be quite 

unreliable as enzymatic degradation rates are dependent on the local concentration of substrate. As 

alternatives, a backbone polymer that would establish stronger interactions with the PP9010 

microbeads could be developed, the molecular weight of the prepared PLL backbone could be 
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increased or the protease sensing moiety could be covalently attached to the bead itself. The latter 

strategy was the subject of the next section of this chapter.  
 

 
Figure 4.7 Location of PLL25 in complexed beads after PAH/PAA assembly dispersed in water at pH 7.4. Scale 
bar: 10 µm. 
 

 

4.2 Protease Sensor Conjugation on Microbeads 
 

Another possible route to enable a protease sensing function to the prepared PP9010 microbeads is to 

directly tether the MMP probe to the beads. The PP9010 microbeads have carboxylic functional 

groups that are amenable to conjugation through amide linkage formation.22 Carbodiimides cross-

linking agents can be used for activating the carboxylate group for coupling with an amine-containing 

compound. This approach was followed for the conjugation via amide coupling of FRET protease 

probes on cross-linked poly(ethylene glycol acrylamide) hydrogel microbeads for the design of 

elastase sensors.23 The probe’s amine groups were initially Fmoc-protected and regenerated after 

conjugation. During the chemical modification of the PP9010 beads, no significant diffusion 

limitations are expected as trypsin was shown to access the microbeads and exhibit enzymatic 

activity, and the estimated mesh size in aqueous environment is far greater than the expected size of 

the reagents used, although charge can also influence transport into the bead.  

The MMP probes under development at the Hammond and Griffith lab include a terminal (i) azide or 

(ii) cysteine for further conjugation through (i) click chemistry or (ii) thioether coupling. Recently, a 

copper-free azide-alkyne cycloaddition strategy was developed by Bertozzi et al., relying on the use 

of strained cyclooctynes to overcome the need for metal catalysis.24 This route is especially ideal for 

macromolecular engineering in biological applications. Besides being a bioorthogonal click reaction, 

meaning that the components involved are inert to biomacromolecules, the potential cytotoxic effects 

of the presence of exogeneous metals are avoided. In a pioneer work, the Bertozzi group reported the 

successful labeling of surface glycoproteins of living cells using the copper-free click chemistry 
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strategy, without compromising cell viability.25 As for the second available chemistry on the MMP 

probes, the thioether coupling is one of most common and well-known routes for conjugation or 

modification of biomacromolecules, namely antibodies, by taking advantage of available thiol groups 

in cysteine residues.22 Different functional groups, such as maleimides, are able to undergo an 

alkylation reaction preferentially with thiol groups to form stable thioether bonds in aqueous 

environments.22 This latter strategy has the major disadvantage that cannot be generalized for the 

conjugation of MMP probes containing cysteine groups in the enzyme cleavage site. 

In this section, a strategy involving the coupling of cyclooctyne or maleimide containing linkers on 

PP9010 microbeads and further conjugation to azide or thiol terminated model molecules or MMP 

probes is described. The activation of a microbead conjugated MMP probe is shown upon incubation 

with trypsin, as a model protease. 

 

 

4.2.1 Experimental section 

4.2.1.1 Materials 

1-ethyl-3-[3-dimethylaminopropyl]carbodiimide hydrochloride (EDC) was purchased at Pierce 

(USA). 6-fluorescein-amine (FAM-NH2; λex/em = 494/519 nm; Mw 347.32) was obtained at Aldrich 

(USA). Fluorescein-polyethyleneglycol-amine (FAM-PEG-NH2; Mw 2000) was purchased from 

Nanocs (USA). Maleimide-polyethyleneglycol-amine TFA salt linker (Mal-PEG-NH2; Mw 2000) was 

obtained at JenKem Technology, USA. Dibenzylcyclooctyne-PEG-amine (DBCO-PEG-NH2; Mw 

523.62) and carboxyrhodamine 110-PEG-azide (RhoCOOH-PEG-N3; λex/em = 501/525 nm; Mw 

575.59) were purchased from Click Chemistry Tools (Dexter, MI, USA). Collagen I, rat tail, DMEM 

and Williams E media were purchased from GIBCO, USA. Dimethyl sulfoxide (DMSO) was obtained 

from Sigma. Deionized water was purified through a Milli-Q system and had a resistivity greater than 

18 MΩ.cm. Poly(NIPAAm-co-MAA) 90:10, PP9010, microbeads were prepared by synthesis in 

scCO2, as described in Chapter 2. 
 

4.2.1.2 Preparation of azide/cysteine -terminated MMP fluorogenic 

peptide probe 

MMP peptide probe was prepared by conjugating a resonance energy transfer donor/acceptor pair 

(fluorescein fluorophore, 5-(6)-carboxyfluorescein (λex/em; 494/519 nm), and 4-(4-

dimethylaminophenylazo)benzoic acid, Dabcyl (λabs = 650 nm) to a MMP specific substrate shown in 

Figure 4.8, wherein the cleavage site was synthesized using standard solid-phase peptide chemistry. 

The depicted substrate was chosen since it is relatively short (thus easier to prepare) and cleaved by 

several MMPs.8 The optimization of the synthesis of the peptide probe as well as further 
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modifications required for its conjugation were subject of work performed by Caroline Chopko, PhD 

candidate from the Griffith and Hammond labs, and are beyond the scope of the present thesis. 

 

 
Figure 4.8 (i) Azide (N3) and (ii) cysteine (-SH) terminated “clickable” MMP FRET probe containing a peptide 
sequence cleaved by a wide variety of MMPs. In this work 5(6)-carboxyfluorescein (FAM) was used as 
fluorescence donor and 4-(4-dimethylaminophenylazo)benzoic acid (Dabcyl) as an acceptor (quencher). 
 
 

4.2.1.3 Preparation of model fluorescent and DBCO / maleimide-

modified microbeads 

PP9010 microbeads were modified in order to allow their conjugation to the synthesized MMP probe, 

using EDC carbodiimide chemistry to add either DBCO or maleimide terminal groups – Figure 4.9. 

Initially, model fluorescent molecules were used to evaluate the efficiency of carbodiimide 

conjugation strategy and optimize reaction conditions. PP9010 microbeads were dispersed overnight 

in 10 mM phosphate buffer pH 7.2 at 0.5 mg/mL concentration. FAM-NH2 (0.42 mg; 1.2 µmol) 

dissolved in DMSO or FAM-PEG-NH2 (2.4 mg; 1.2 µmol) dissolved in the phosphate buffer were 

mixed with EDC (1 mg; 5.2 µmol) and added to 1 mL of PP9010 microbeads dispersion. The reaction 

was performed at room temperature in the dark with shaking for 12 hours. Unreacted conjugates were 

removed by centrifuging the microbeads at 13,000 × g for 30 min. The supernatant was discarded and 

the beads resuspended in 1 mL of 10 mM phosphate buffer pH 7.2. The centrifugation/resuspension 

cycle was repeated until no fluorescence was detected in the supernatant. For the preparation of 

DBCO or thiol-modified microbeads, DBCO-PEG-NH2 (2 mg; 3.8 µmol) or Mal-PEG-NH2 (7 mg; 

3.5 µmol) were used instead in the EDC conjugation and the resulting microbeads were 

centrifuged/resuspended three times. The amide coupling of the fluorescent molecules was assessed 

by confocal laser scanning microscopy (CLSM) using a Zeiss LSM 510 (Germany) at ambient 
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temperature. Since these modifications were performed on insoluble cross-linked microbeads, the 

reaction yields could not be quantitatively determined.  

 

 
Figure 4.9. Combination of amide coupling (reactions 1 and 2) and cycloaddition / thiol-maleimide coupling 
(reactions 2.a and 2.b) chemistries for tethering model fluorogenic compounds and the MMP probe on PP9010 
microbeads. Only the main reactive moieties are depicted, being a schematic representation of the molecules 
involved. 
 
 

4.2.1.4 MMP probe or model fluorescent molecules click to DBCO / 

maleimide -modified beads. MMP probe activation with model 

protease. 

Fluorescent model molecules and the MMP probe were conjugated to the PEG-DBCO or PEG-mal 

modified microbeads via (i) copper-free click cycloaddition or (ii) condensation with thiol – Figure 

4.9, reactions 2.a and 2.b. Both reactions are characterized by high conjugation yields. For the model 

fluorescent molecules, used to assess the feasibility of such synthesis strategy, 0.5 equivalents of (i) 

RhoCOOH-PEG-N3 (1.1 mg; 1.8 µmol), relative to the amount used for previous PEG-DBCO linker 

conjugation, were added to 0.5 mg of DBCO-terminated beads suspended in 0.5 mL of 10 mM 
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phosphate buffer pH 7.2. For assessing the (ii) thiol-maleimide coupling, a thiol-containing 

tetramethylrhodamine (TAMRA) dimer was initially prepared following the procedure described in 

the literature.26 TAMRA thiol (TAMRA-SH) was obtained by reducing the disulfide bonds in the 

presence of agarose gel immobilized tris(2-carboxyethyl) phosphine resin: 0.5 eq. of the obtained 

TAMRA-SH (0.9 mg; 1.8 µmol) were mixed with 0.5 mg of the maleimide-terminated beads 

suspended in 0.5 mL of 10 mM phosphate buffer pH 7.2. In regards to the probe preparation, only a 

thiol-terminated MMP probe was used herein (Figure 4.8). However, the peptide probes are not as 

soluble in water as the model fluorescent molecules. For the probe conjugation 0.5 eq. (~1 mg; 1.8 

µmol) were dissolved in DMSO and mixed with 0.5 mg of beads bearing the maleimide linkers 

suspended in 5 vol% of DMSO, 15 vol% acetonitrile and 80 vol% of the phosphate buffer. All these 

conjugation reactions progressed for at least 12 hours. Additionally, the MMP probe conjugation was 

performed in 0.05 wt% sodium azide to prevent microbial growth. The microbeads were purified by 

centrifuging the microbeads at 13,000 × g for 30 min. The supernatant was discarded and the beads 

resuspended in 1 mL of 10 mM phosphate buffer pH 7.2. The centrifugation/resuspension cycles were 

repeated until no fluorescence was detected in the supernatant or for three times for the actual MMP 

probe conjugation. The presence and activity of the MMP probe was assessed by mixing ~ 0.05 mg of 

conjugated beads with 1 × trypsin in PBS and incubating at 37 oC for 2 hours – Figure 4.7. The 

conjugation of fluorescent molecules was assessed by confocal laser scanning microscopy (CLSM) 

using a Zeiss LSM 510 (Germany) at ambient temperature and λexc = 488 nm for FAM and 

RhoCOOH fluorophores and λexc = 540 nm for TAMRA. 

 

 
Figure 4.10 Activation of microbead conjugated MMP probe by proteases. The protease cleaves the peptide 
sequence and the quencher diffuses away from the fluorophore, resulting in the overall fluorescence of the 
microbead. 
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4.2.1.5 Layer-by-Layer assembly of polyelectrolytes on conjugated 

PP9010 microbeads. 

PP9010 beads conjugated with DBCO-PEG-NH2 through EDC carbodiimide coupling and further 

modified with RhoCOOH-PEG-N3 through click chemistry were prepared as described above and 

used as a model to assess the possibility of LbL assembly of polyelectrolytes on the modified beads. 

Rhodamine B labeled poly(allylamine hydrochloride) (PAH-RhoB) was prepared and assembled on 

the model conjugated beads, according to the conditions already described in Chapter 3. The obtained 

constructs were observed on a Zeiss LSM 510 (Germany) at ambient temperature and λexc = 488 nm 

for RhoCOOH and λexc = 543 nm for the RhoB flurophores. 

 

4.2.1.6 Incorporation of tethered microbeads in model cell cultures 

Preliminary experiments were performed to assess the deployment of the conjugated microbeads into 

model 2D and 3D cell cultures. For the 2D assays, mouse primary hepatocytes-enriched populations 

were obtained using a perfusion procedure similar to methods described in the literature.27 75,000 

cells/cm2 and 7,500 microbeads/cm2 were mixed in Williams E media and plated in collagen coated 

polystyrene culture 6-well plates. The media was exchanged before imaging after 6 and 24 hours of 

incubation. For the collagen gels experiment the concentration of beads per cell was increased to 

3,200,000 microbeads/cm2 and mixed with collagen (to a final collagen concentration of 2.7 mg/mL) 

and immortalized 12-Z27 endometriotic cells at 5,000 cells/well concentration in DMEM media. 100 

µL of the mixture was immediately placed on bovine serum albumin coated tissue culture 96-well 

plates. After incubating for about 10 min to form the collagen gel, 100 µL of media were placed on 

each well .Imaging was performed on a CARV II spinning disk confocal system equipped with an 

environmental chamber at 37 oC and a Zeiss inverted microscope. 

 

 

4.2.2 Results and discussion 
 

4.2.2.1 Conjugation of model fluorogenic compounds to PP9010 

microbeads 

As shown in Figure 4.8, the MMP sensor sequences comprise a FRET donor-acceptor pairs of 

fluorescein-Dabcyl separated by an enzyme-sensitive peptide linker that is specifically cleaved by the 

protease of interest, and also an azide / terminal cysteine to allow their conjugation to any support in 

high yields and with the formation of stable bonds in physiological media.22,24 The approach followed 

to chemically modify the PP9010 for conjugation with the prepared MMP fluorogenic substrates 

consists on: (i) conjugation of a PEG linker containing DBCO/maleimide antagonist chemistries by 
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EDC carbodiimide reaction between native PP9010 carboxylic acid groups and the linker terminal 

primary amine; (ii) cycloaddition of an azide terminated MMP probe or thioether bond formation with 

thiol terminated MMP probe, as shown in Figure 4.8. In order to monitor and optimize the chemical 

modification of PP9010 microbeads, fluorescent model molecules were initially used. 

The amide conjugation of fluorescent FAM-NH2 and FAM-PEG-NH2 molecules on PP9010 

microbeads was assessed by confocal microscopy as shown in Figure 4.11, clearly showing that EDC 

chemistry can be used to modify the beads accordingly. Furthermore, conjugation occurred 

irrespective of the length of the fluorescent molecule PEG spacer. The higher fluorescence intensity 

on the bead shell may be due to a native higher concentration of carboxylic groups, as discussed in 

Chapter 3. In terms of bead size it is possible to qualitatively observe that beads exhibit similar 

diameters in 10 mM phosphate buffer pH 7.2, as both conjugations were performed with same initial 

molar concentration of conjugate molecule and therefore approximately the same amount of 

carboxylic groups are expected to be substituted. The presence of a PEG spacer is important for both 

improving the solubility of the DBCO/maleimide moieties to be conjugated in aqueous environment 

and improving future enzyme accessibility in physiological conditions.  
 

 
Figure 4.11 Confocal micrographs of the middle plane of PP9010 microgels conjugated with (a) FAM-NH2 and 
(b) FAM-PEG-NH2 by EDC carbodiimide chemistry, dispersed in 10 mM phosphate buffer pH 7.4 (with 0.15 M 
NaCl to simulate physiological salt conditions). Scale bar: 10 µm. 
 
 
The same experimental conditions as shown for the amide coupling of the model dye-labeled 

molecules were used for the conjugation of PEG linkers bearing functional groups antagonists to the 

MMP probe terminal azide/cysteine, namely DBCO-PEG-NH2 / Mal-PEG-NH2. In order to visually 

determine whether the conjugation of those linkers was successful, subsequent conjugation of azide / 

thiol terminated dyes was used, as shown in Figure 4.12. Indeed, after extensive washing, both 

samples exhibited fluorescence. Further controls were performed in which either the initial EDC or 
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the linkers were not used in the conjugation protocol and beads did not exhibit any fluorescence, 

confirming that the fluorescence observed is due to dyes effectively tethered on the beads. 

Subsequent conjugation of a non-quenched (without Dabcyl) MMP probe showed that beads 

exhibited fluorescence across the beads. Therefore, similar modifications on PP9010 beads were 

performed for conjugation of an MMP probe bearing a terminal cysteine. For these experiments, all 

solutions contained 0.05 wt % sodium azide to prevent bacterial growth, as bacteria produce proteases 

that are able to cleave the MMP probe peptide sequence. After thiolether bond formation between the 

MMP probe and maleimide modified PP9010 beads an extremely dim fluorescence was observed. 

The probe’s peptide sequence contains an arginine residue, being a preferential site for cleavage by 

trypsin. Trypsin can thus be used as a model protease. After trypsin incubation, an increase up to 10-

fold in fluorescence, as determined by image analysis, was observed – Figure 4.13.  
 

 
Figure 4.12 Confocal micrographs of the middle plane of PP9010 microgels conjugated with (a) TAMRA-SH 
and (b)RhoCOOH-PEG-N3 by click chemistry, dispersed in 10 mM phosphate buffer pH 7.4 (with 0.15 M NaCl 
to simulate physiological salt conditions). Scale bar: 10 µm. 
 
 
These are very promising results for immobilized MMP probe activation, being higher than the only 

literature example for bead conjugated FRET protease sensors.23 The dynamic range between 

quenched and activated MMP probe may be further improved by using different FRET donors with 

higher quantum yields. Currently, assays with specific MMPs are undergoing, using the flow 

cytometry method outlined in Chapter 3 for microgels with multilayered films of dye-labeled 

polyelectrolytes. 

As referred in previous chapters, the LbL assembly of coatings surrounding the MMP probe tethered 

microbead may be a way to further improve the sensor specificity by tuning bead charge or 

permeability according to the target protease and to promote cell adhesion.9,23 The proposed 

modification strategy outlined above decreases the amount of available carboxylic groups on the bead, 
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necessary for the polyelectrolytes multilayer assembly. In order to verify whether polyelectrolytes 

multilayer could be assembled on the conjugated microbeads, rhodamine B labeled poly(allylamine 

hydrochloride) (PAH-RhoB) was complexed on model RhoCOOH-PEG-PP9010 modified beads. The 

confocal micrographs in Figure 4.14 clearly show the presence of PAH-RhoB (red fluorescence) on 

the modified microbeads, being evidence that there are probably carboxylic groups still available. 

Further characterization, such as titration or labeling of the carboxylic groups would provide more 

quantitative information on the extent of modification of the beads. Nevertheless, LbL assembly to 

tune microbead protease sensitivity still remains an open possibility. 
 

 
Figure 4.13 Activation of MMP probe conjugated to PP9010 microbeads upon incubation in PBS buffer with 
trypsin: (a) in PBS; (b) in 1× trypsin; and (c) normalized pixel intensity of the confocal micrographs as 
determined by image analysis using Image J software. Scale bar: 10 µm. 
 

 
Figure 4.14 CLSM micrographs of PP9010 RhoCOOH-PEG conjugated microbeads complexed with PAH-Rho 
in PBS buffer: (a) overlay; (b) fluorescence from the native RhoCOOH-PEG conjugated bead; (c) fluorescence 
from the complexed PAH-RhoB. Scale bar: 10 µm. 
 
 
Preliminary experiments on the deployment of the conjugated microbeads into model 2D and 3D cell 

cultures of interest were performed: primary hepatocytes and immortalized endometriotic epithelial 

12-Z cells, respectively – Figure 4.15. MP activity has been associated with several diseased states, 

namely liver fibrosis29 and endometriosis.5 Incorporation of protease sensors in the referred cell 
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cultures could provide useful insights on the molecular and cellular aspects of these diseases. For the 

primary 2D cell culture, conjugated PP9010 microbeads were successfully plated along the 

hepatocytes and remained in culture even after media exchange (micrograph taken after 24 hours of 

culture – Figure 4.15 (a)). For the 3D cell construct, the conjugated microbeads were simply mixed 

with 12-Z cells plus collagen for the formation of a 3D tissue. Co-localization of both the microbeads 

and 12-Z was observed after 24 hours of culture and no significant deformation of the particles 

occurred, as shown in Figure 4.15 (b). These results are shown just as an example of the incorporation 

of the microbeads into different cell culture scenarios, being a promising approach for the future use 

of these sensors for gathering information on the complex behavior of primary cell cultures or on 

obtaining protease activity profiles during matrix turnover, cell migration, and other processes, by 

cells cultured in 3D engineered configuration. 
 

 
Figure 4.15 Integration of conjugated microbeads in (a) 2D primary mouse hepatocytes cell cultures (PP9010 
coupled to FAM-NH2), magnification 200× (circles highlight beads location); and (b) 12-Z cells cultures in 
collagen gels after 24 hours (activated PP9010 coupled MMP probe), magnification 100× (circles highlight cells 
location). 

 
 

Overall, the above results outline a systematic strategy for conjugation of MMP probes on microbeads 

and perhaps improving probe sensitivity by tuning microbeads properties via LbL assembly of 

polyelectrolytes, and may enable a flexible tool to monitor specific protease activity in different long 

term cell cultures. 
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4.3 Conclusions 
 

Two different strategies were followed for enabling protease sensing function to p(NIPAAm-co-

MAA) 90:10 microbeads, initially synthesized in scCO2. The first strategy comprised the preparation 

of a well-defined polymeric backbone for conjugation of MMP probes in high yields and subsequent 

complexation with the PP9010 microbeads. The second strategy involved tethering the MMP probe 

directly on PP9010 microbeads. The MMP probes being developed comprised a FRET donor-acceptor 

pair, an enzyme-sensitive peptide sequence and a terminal azide/cysteine to enable probe coupling to 

any support. LbL assembly of different polyelectrolytes could be then performed on these protease 

sensing microbeads to potentially tailor the construct sensitivity according to the target protease, by 

manipulating charge and overall accessibility.  

For the first strategy, a α-alkyne polypeptidic backbone was prepared by N-carboxyanhdride 

polymerization, a synthetic route that may allow a fine control over the length of the polymer and a 

narrow molecular weight distribution. An azide terminated model fluorescein molecule was further 

added by conjugation with the terminal propargyl group via click chemistry. The obtained polymer 

was successfully complexed to PP9010 microbeads. Trypsin has been show to degrade synthetic PLL 

and thus was used to examine whether a small model protease could access the complexed microbead 

and exhibit enzymatic activity. Indeed enzymatic degradation and consequent loss of bead 

fluorescence was demonstrated upon incubation with trypsin. However, these complexes did not show 

enough stability under physiological conditions and upon polyelectrolyte multilayer assembly; hence 

a more robust approach for MMP sensor incorporation was pursuit, namely by covalently tethering 

the MMP probe onto the microbeads. 

EDC carbodiimide chemistry was used to tether linkers bearing chemistries compatible with 

conjugation of the developed MMP probes through either click chemistry or thiol-maleimide 

coupling. Using model fluorescent molecules, the successive microbead modification steps were 

assessed and optimized. Finally a MMP probe was covalently attached to the microbeads and its 

successful activation by incubation with trypsin, as a model protease, was observed. The obtained 

dynamic range between quenched and activated microbead sensor was about 10-fold, being higher 

than literature. Further analysis using specific MMPs are undergoing. These constructs were also 

amenable to be further manipulated by LbL assembly of polyelectrolytes and to be potentially 

incorporated into 2D and 3D cell cultures. As a result, the developed modification route described 

herein may potentially be applied for the development of a protease activity specific sensor to be 

deployed for monitoring cell cultures. In addition, both developed strategies may easily be translated 

to other supports of interest, besides the scCO2-synthesized microbeads, such as macroscopic 3D 

hydrogels or 2D surfaces. 
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5 Conclusions and Future Directions 
 

5.1 Conclusions 
 

The present thesis is a result of the combination of different technologies for the development of a 

microbead protease activity sensor to be easily deployed in different cell cultures. Firstly, supercritical 

fluid technology was used for the preparation of well-defined hydrogel smart microparticles with cell 

mimicking properties. Then, complexation of macromolecules or layer-by-layer of polyelectrolytes 

was proposed as a method to systematically tune microparticle swelling, responsive behavior and 

overall net charge, being a potential approach to adjust microbead permeability to specific proteases. 

Polyelectrolytes known to generally promote cell adhesion were successfully assembled on the 

microbeads. Finally, approaches for the incorporation of a protease sensing function to the microbeads 

were outlined, namely by the preparation of functionalized polymers for conjugation of protease 

probes and subsequent complexation on the microbeads; and by directly tethering a fluorogenic MMP 

probe on the native microbead functional groups. 

The keys advantages of using supercritical carbon dioxide for the preparation of polymeric particles 

for biological applications is the elimination of hazardous and cytotoxic organic solvents during 

synthesis and purification, and easy removal of any residual monomers or other contaminants, 

yielding highly pure materials. In addition, an extensive body of literature exists on strategies for the 

synthesis of particles with well-defined morphology. The synthesis of responsive polymers in 

supercritical CO2 was successfully optimized to yield large spherical monodisperse beads by 

following a dispersion polymerization strategy. The microbeads properties, such as size, swelling, 

responsive and rheological behaviors could be tuned by changing cross-linker species, the cross-

linking degree or the co-monomer composition. The preparation of poly(N-isopropylacrylamide) 

(PNIPAAm) particles with carboxylic groups enabled temperature and pH sensitive systems, 

enlarging their application scope. Under physiological conditions, the deprotonation of the carboxylic 

groups leads to swollen microbeads with little temperature-induced volume phase transition in the 

targeted cell-like size range of 10 µm. Furthermore, the carboxylic groups can be chemically modified 

or interact with other macromolecules through electrostatics, determinant for a stable layer-by-layer 

assembly. From the rheological data collected for these microparticles, it can be expected that these 

beads will be compliant with soft human tissues, and therefore will be less likely to trigger non-

physiological responses when probing tissue microenvironments. 

The assembly of macromolecules on smart microgels may be used not only to modify their surface 

chemistry, but also their native properties and responsive behavior. Tannic acid (TA), a bioactive 
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polyphenolic macromolecule, was effectively complexed on PNIPAAm microgels, increasing or even 

suppressing the thermoresponsive polymer LCST behavior, depending on the experimental 

conditions. Indeed, above a critical concentration, TA physically cross-links the polymer chains due 

to extensive hydrogen bonding between PNIPAAm and TA leading to microgel collapse and water 

displacement. The H-bonding interactions may be reversibly destabilized by increasing pH above TA 

pKa, leading to the increase in microgel swelling and to the recovery of PNIPAAm native responsive 

behavior. This case study clearly shows that the performance of PNIPAAm-based smart devices can 

be clearly modified by the incorporation of other molecules.  

The synthesized copolymeric p(NIPAAm-co-MAA) 90:10 particles were amenable to layer-by-layer 

(LbL) sequential complexation of polyelectrolytes due to its pH-dependent net negative charge, 

presenting enough colloidal stability during assembly steps, and therefore different polyelectrolytes 

were explored for their coating, namely weak synthetic polyelectrolytes and polypeptides known to 

promote cell adhesion as well as a strong polyelectrolyte pair. The microbeads swelling and 

temperature sensitivity was determined by the type of assembled polyelectrolyte pair and the 

composition of the outermost layer, although not as significantly under physiological conditions than 

in water. Polyelectrolytes can indeed penetrate throughout the microgel mesh, recruiting more 

carboxylic groups if it is a polycation than a polyanion. Thus, polycation-terminated microbeads are 

less swollen and thermoresponsive, as less free COOH functionalities are available to stabilize the 

polymer chains conformation in a solvated state and promote swelling. This outermost layer effect 

had a larger magnitude for polyelectrolyte pairs with higher intrinsic mobility. The LbL assembly of 

polyelectrolytes may indeed allow the customization of the synthesized microbeads in terms of water 

content, overall charge and potentially permeability to macromolecules according to their specific size 

and charge, being a possible route to improve the sensitivity of a protease sensing construct to 

particular proteases. 

For incorporating a protease sensing function on the synthesized p(NIPAAm-co-MAA) 90:10, two 

different strategies were outlined. Since different polymers were successfully assembled on the 

microbeads, one first possible strategy would be to functionalize a polymeric backbone with a 

protease sensor. The second approach would be to directly conjugate the protease probe on the 

microbeads. Subsequent assembly of LbL multilayers would be used to adjust the overall probe 

sensitivity to specific protease activity. The MMP probes being developed comprise a Förster 

resonance energy transfer (FRET) donor-acceptor pair, an enzyme-sensitive peptide sequence and a 

terminal azide/cysteine to enable probe coupling to any support by click chemistry/thiol coupling. For 

the first strategy, an alkyne-terminated polypeptide was prepared by N-carboxyanhdride 

polymerization of a synthesized Z-L-lysine NCA monomer. Although the polymer was efficiently 

conjugated to a model dye and further complexed on the microbeads, the complexes did not show 

enough stability under physiological conditions and upon subsequent polyelectrolyte multilayer 

assembly; hence focus was placed on the other alternative strategy of covalently tethering the MMP 
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probe onto the microbeads. EDC carbodiimide chemistry was used to tether linkers bearing antagonist 

chemistries to either click chemistry or thiol-maleimide coupling. Using model fluorescent molecules, 

the successive microbead modification steps were assessed and optimized. Finally a MMP probe was 

tethered to the microbeads and its successful activation by incubation with trypsin, as a model 

protease, was observed. The obtained dynamic range between quenched and activated microbead 

sensor was about 10-fold, being a promising result. Furthermore, these constructs were suitable for 

further LbL assembly of polyelectrolytes and to be easily deployed in both 2D and 3D cell cultures 

relevant for protease biology studies. In addition, both developed strategies may easily be translated to 

other supports of interest, besides the scCO2-synthesized microbeads, such as macroscopic 3D 

hydrogels or 2D surfaces. 

Overall, the technological basis for the development of a protease probe was set. Microbeads with 

cell-like size, on which LbL multilayers could be assembled, and that were conjugated to a protease 

probe were prepared. However, an extensive amount of further characterization and tuning of this 

microbead-based system would be necessary to develop a fully functional probe to monitor a specific 

protease in a 3D engineered tissue. 

 

 

5.2 Future Directions 
 

One of the goals of the thesis was the preparation of hydrogel beads with cell-like size and mechanical 

properties in order to guarantee that the presence of the beads would not trigger any non-physiological 

response in the cells arising from mechanical stress. However, the mechanical properties of the 

prepared hydrogel microbeads were only roughly estimated by rheological measurements of the bulk 

microgels in equilibrium swelling. In order to assess the Young’s modulus at the microbead level 

other methods would be more informative, such as nanoindentation using atomic force microscopy, 

which has been developed to determine mechanical properties of individual living cells.1 This is not a 

straightforward approach for determining mechanical properties and careful optimization is required 

for each analyzed system in terms of the selection of the appropriate tip geometry and the correct tip-

cell contact model for a reliable computation of the mechanical modulus. 

The LbL method was hypothesized as a way to potentially tune the microbead probe construct 

sensitivity to specific proteases, by imposing a selective permeation barrier to proteases through mesh 

size sieving and/or overall net charge.2 Indeed, LbL assembly had an impact on microgel swelling and 

thus on the expected mesh size. Nevertheless permeation experiments using labeled macromolecules 

with different sizes/charges would provide further insight. In addition, experiments on the impact of 

LbL assembled coatings on cell adhesion of different soft tissue derived cell lines (with mechanical 

moduli similar to that of the native particles) needed also to be evaluated. 
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Another important aspect in validating the approach described herein for the development of a 

functional protease probe would be to screen bead fluorescence activation using specific MPs and 

under different cell culture conditions. For the first analysis, flow cytometry could be used as a robust 

method to assess bead activation, as this analytical method was herein shown to be applicable for 

monitoring microgel fluorescence. From that initial screen, the best performing microbead probes 

could be selected for their deployment into cell cultures under conditions that are expected to result in 

different protease profiles. For example immortalized endometriotic cells lines such as the 12-Z cells 

were shown to express different protease levels in response to cytokine concentration3 and could be 

used as a model. 
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Annex I: DRIFT Spectroscopy Analysis of Tannic 

Acid Complexation on PNIPAAm microgels 
 

Herein a detailed spectral analysis of tannic acid and PNIPAAm is described as well as the constituent 

components retrieved from relevant bands upon deconvolution (Figure A1, Figure A2 and Table A2).  

 

    
 

Figure A1. DRIFT spectra of TA and PNIPAAm in two wavenumber regions: (A) 800-1800 cm-1; (B) 2500-
3800 cm-1. The scale factors in regions A and B are different for better visualization.  
 
 
Tannic Acid. In TA DRIFT spectra, a broad band in the range 2800-3600 cm-1, centered at 3284 cm-1 

can be observed. This band includes several unresolved components: the O-H stretching modes of free 

and hydrogen bonded hydroxyl groups (the first as shoulders above 3500 cm-1 and the latter as lower 

wavenumber components), the C-H stretching mode (at ~3050 cm-1) and overtones of the C-C 

stretching modes (at ~2800 cm-1). The diversity of hydrogen bonds in which the hydroxyl groups are 

engaged was well demonstrated by the broadness of the band. H-bonds with the TA hydroxyl group 

include intra- and intermolecular with other hydroxyl, C=O and/or C-O groups. The structured profile 

of the νC=O band from the ester groups, centered at 1710 cm-1, concurred with this observation as it 
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may be attributed to different H-bonds in which the carbonyl groups were involved. The strong bands 

at 1448, 1535 and 1609 cm-1 are assigned to the C-C stretching modes of aromatic rings, with possible 

contribution from the νC=O modes of H-bonded carbonyl groups. The aromatic ring breathing and 

the in-plane CH deformation modes appeared unresolved as a very strong band at 1319 cm-1. Also 

intense are the bands related to C-O stretching modes, at 1201, 1089, 1027 and 948 cm-1. The νC-O in 

ester links (at 1201 cm-1) is particularly broad, which suggested that these oxygen atoms may also act 

as charge donors in H-bonds with hydroxyl groups.  

After deconvolution of pure TA bands in the relevant wavenumber regions, several components were 

retrieved as can be observed in Figure A2A and A2B. In the region comprised between 900 and 1420 

cm-1, the components retrieved for the phenolic νC-OH modes (at 932 and 957 cm-1 plus the major 

band at 1027 cm-1) and νC-O of ester links (at 1175 and 1208 cm-1) demonstrate the diversity of H-

bonding in which these groups are involved. A component at 1373 cm-1 was recovered, which has 

been reported as due to coupling of the νC-O with δC-OH modes. In the region between 1420 and 

1800 cm-1 (Figure A2B), apart from adjustments in the maxima positions, some new components 

were revealed: two small ones at 1469 and 1512 cm-1 provide evidence of yet other types of C-C 

bonds in the aromatic rings, which is not surprising given their large number and the possibility of π 

interactions between them. The three identified νC=O components confirm the diversity of carbonyl 

groups: a small proportion of free groups (1728 cm-1) and most of them H-bonded (1701 and 1629 

cm-1). The more strongly bonded (1629 cm-1) contribute to the band at 1609 cm-1, as anticipated. 

Along with spectral analysis, deconvolution showed that in pure TA the predominant interactions are 

OH…OH bonds (both intra and inter molecular), OH∙∙∙O-C (ester links) and OH∙∙∙O=C, with a 

fraction of carbonyl groups remaining free. There are also π interactions between the aromatic 

moieties of the gallic substituents. The star-like structure of the molecule is suitable for the 

interpenetration of branches from different molecules, favoring the observed H-bonding.  

 

Poly(N-Isopropylacrylamide). In regards to PNIPAAm, the dominant bands in the spectrum, at 1646 

and 1540 cm-1, were assigned to Amide I and Amide II vibrations, respectively. The main contribution 

to the Amide I band is the carbonyl stretching mode, whereas the Amide II is mainly due to the in-

plane N-H bending.1 Since both C=O and N-H may establish H-bonds, these two bands are expected 

to include components assignable to free, as well as intra and intermolecular H-bonded groups.2 The 

very weak band at 1723 cm-1 may be assigned to a very small proportion of free carbonyl groups. The 

2600-3800 cm-1 spectral region included the strong N-H stretching modes (as a broad band with 

maximum at 3294 cm-1 and shoulders at higher wavenumbers, consistent with H-bonded and free NH 

groups, respectively), the C-H stretching modes of the methyl groups (νasCH3 at 2972 cm-1 and νsCH3 

at 2878 cm-1), and of the backbone methylene groups (νasCH2, at 2933 cm-1). The weak band at 3072 

cm-1 has been assigned to the Amide B, which resulted from Fermi resonance between the first 
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overtone of Amide II and the N-H stretching mode; the shoulder at ~3183 cm-1 was attributed to 

Amide I and Amide II overtone.3 The isopropyl deformation and rocking modes appear at 1460 cm-1 

(δasCH3), 1387 cm-1 (δsCH3), and 1130 cm-1 (ρCH3).4 A contribution of in-phase skeletal C-C 

stretching to the last band is also possible.3 The scissor and rocking modes of the methylene groups in 

the main chain correspond to the bands at 1367 cm-1 (δscCH2) and 984 cm-1 (ρCH2). The strong band 

at 1242 cm-1 has been assigned to the Amide III mode, which results from coupling between N-C 

stretching and N-H in plane deformation.5 The N-C (isopropyl) stretching mode was assigned to the 

band at 1173 cm-1. The spectral deconvolution in the Amide I band (Figure A2C and Table A2) 

revealed the presence of three components at 1607, 1644 and 1669 cm-1 that were assigned to 

intermolecular, intramolecular H-bonded and free or freer C=O groups, respectively, with the majority 

involved in intramolecular interactions. Similarly, in the Amide II band, hydrogen bonded NH groups 

originated the components at 1529 and 1548 cm-1 (intra and intermolecularly, respectively),6 with 

similar relative intensities, plus a minority of free or freer NH groups appearing at 1509 cm-1. A small 

δCH2 band of gauche conformers was retrieved at 1446 cm-1. In the stretching region (Figure S2D), 

besides the well defined νC-H modes, the overtone of Amide I and Amide II was recovered as a small 

band at 3208 cm-1, as well as a number of N-H stretching components (at 3294, 3366, 3429 and 3494 

cm-1). The relative areas of the higher wavenumber components and the absence of bands above 3500 

cm-1 confirmed the small fraction of free or less H-bonded NH groups in PNIPAAm. From the above 

results, we may conclude that in PNIPAAm there are significant intramolecular C=O∙∙∙H-N bonds, 

and a small fraction of free or freer carbonyl and NH groups. It is also clear that the NH groups must 

also be involved in intermolecular N-H…N-H bonds. The existence of significant intramolecular 

hydrogen bonding between CO and NH groups, in conjunction with the δCH2 mode of gauche 

conformers, provided a valuable indication on the coiled structure of PNIPAAm in the solid phase. 
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Table A1. Assignments of the DRIFT spectra of pure TA and PNIPAAm. 

 

TA PNIPAAm 

Wavenumber (cm-1) Assignment Wavenumber (cm-1) Assignment 

872(m) γCH 984(vw) ρCH2 

948(m) νC-OH (phenolic) 1130(S) 
ρCH3 / νC-C (skeletal, in 

phase) 

1027(VS) νC-OH (phenolic) 1173(S) νN-C(isopropyl)- 

1089(S) 
νC-OC (carbohydrate 

moiety) 
1242(S) 

Amide III (coupled νN-C 

and δN-H) 

1201(VS) νC-OC (ester links) 1367(m) δscCH2 

1319(VS) 
δCH (in plane  and 

aromatic ring breathing 
1387(m) δsCH3 

1448(S) νC-C (aromatic rings) 1460(S) δasCH3 

1535(S) νC-C (aromatic rings) 1540(VS) Amide II (δNH) 

1609(S) νC-C (aromatic rings) 1646(VS) Amide I (νC=O) 

1710(S) νC=O 1723(vw) νC=O (free) 

~3284(S, br) νO-H (H-bonded) 2878(w) νsCH3 

  2933(m) νasCH2 

  2972(S) νasCH3 

  3072(w) Amide B 

  3294(S, br) νN-H (H-bonded) 

  3434(sh) νN-H 

 

VS, very strong; S, strong; m, medium; w, weak; vw, very weak; sh, shoulder; sc, scissors; br; broad 
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Figure A2. Deconvolution of the DRIFT spectra of pure TA (A and B) and PNIPAAm (C and D) in relevant 
wavenumber regions. 
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Table A2. Summary of the deconvolution results (positions and relative areas of the components) obtained for 
relevant regions of the DRIFT spectra of pure TA and pure PNIPAAm. 

 

 Wavenumber (cm-1) 

(%Area) 

TA 

assignments 

932 

(1.7) 

957 

(2.3) 

1027 

(19.9) 

1090 

(8.6) 

1175 

(1.4) 

1208 

(37.7) 

1319 

(19.5) 

1373 

(8.9) 

 

νC-OH (phenolic) 
νC-OC 

(carbohy) 
νC-OC (ester) δCH 

νC-O / 

δCOH 

 

1447 

(12.7) 

1469 

(2.3) 

1512 

(1.9) 

1534 

(10.8) 

1608 

(20.2) 

1629 

(2.0) 

1701 

(42.4) 

1728 

(7.7) 

 

νC-C (aromatic) νC=O (H bonded) 
νC=O 

(free) 

 

PNIPAAm 

assignments 

1446 

(5.7) 

1461 

(7.3) 

1509 

(7.2) 

1529 

(16.0) 

1548 

(17.7) 

1607 

(5.0) 

1644 

(32.0) 

1669 

(9.1) 

 

δCH2 

(gauche) 
δasCH3 

δNH 

(free) 

δNH         

(intra HB) 

δNH   

(inter 

HB) 

νC=O 

(inter HB) 

νC=O   

(intra 

HB) 

νC=O 

(freer) 

 

2875 

(3.6) 

2930 

(15.0) 

2972 

(13.4) 

3073 

(4.0) 

3208 

(12.5) 

3294 

(24.1) 

3366 

(8.7) 

3429 

(1.3) 

3494 

(17.5) 

νsCH3 νasCH2 
νasCH

3 
Amide B Overtone 

νN-H 

(inter HB) 
νN-H (intra HB) 

νN-H 

(freer) 
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Figure A3. DRIFT spectra (2400-3800 cm-1) of TA, PNIPAAm-TA complexes and PNIPAAm. 
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Annex II: ATR-FTIR Analysis of LbL Assembled 

poly(NIPAAm-co-MAA) 90:10 microgels 
 

 

Figure A4. ATR-FTIR spectra of the pure PP9010, PDAC and PSS in the 800-2000 cm-1 wavenumber 
region. 

 

 

(a) (b) 

 

Figure A5. ATR-FTIR spectra of the pure PP9010, PAH and PAA in two wavenumber regions: (a) 1000-
1800 cm-1 and (b) 1750-4000 cm-1. 
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(a) (b) 

 

Figure A6. ATR-FTIR spectra of the pure PP9010, PLL and PLGA in two wavenumber regions: (a) 850-
1850 cm-1 and (b) 1750-4000 cm-1. 

 

 

 

Figure A7. The deconvoluted Amide region of the PP9010 microgels ATR FT-IR spectra. 
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(a) (b) 

 

(c) (d) 

 

Figure A8. The deconvoluted Amide region of the PP9010 microgels assembled with strong polyelectrolytes 
ATR FT-IR spectra: (a) PP9010/(PDAC/PSS)0.5, (b) PP9010/(PDAC/PSS)1, (c) PP9010/(PDAC/PSS)1.5, and (d) 
PP9010/(PDAC/PSS)2. 
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(a) (b) 

 

 

(c) (d) 

 

Figure A9. The deconvoluted Amide region of the LbL assembled PP9010 microgels ATR FT-IR spectra: (a) 
PP9010/(PAH/PAA)0.5, (b) PP9010/(PAH/PAA)1, (c) PP9010/(PAH/PAA)1.5, and (d) PP9010/(PAH/PAA)2. 
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(a) (b) 

 

(c) (d) 

 

Figure A10. The deconvoluted Amide region of the LbL assembled PP9010 microgels ATR FT-IR spectra: (a) 
PP9010/(PLL/PLGA)0.5, (b) PP9010/(PLL/PLGA)1, (c) PP9010/(PLL/PLGA)1.5, and (d) PP9010/(PLL/PLGA)2. 

 

 

 

 


	Acknowledgments
	Abstract
	Resumo
	List of Contents
	List of Figures
	List of Tables
	List of Abreviations
	1 Introduction
	1.1 Aim of the Thesis
	1.1.1 Preparation of well-defined hydrogel beads
	1.1.2 Tuning surface chemistry and permeability
	1.1.3 Incorporate a protease sensing function

	1.2. Matrix Metalloproteinases and the Cellular Microenvironment
	1.2.1. Therapeutic relevance of metalloproteinases
	1.2.2. Development of biosensors to monitor metalloproteinases: FRET probes

	1.3 Strategies for the Preparation of Hydrogel Microbeads
	1.3.1 Preparation of microbeads in supercritical carbon dioxide
	1.3.2 Smart hydrogels: temperature and pH responsive

	1.4 Layer-by-Layer Coating of Hydrogel Microbeads
	1.4.1 LbL as a tool for tuning hydrogel microbead properties: cell adhesion and permeability 

	1.5 Outline of the Thesis
	1.6 References

	2 Synthesis of Well-defined Stimuli-responsive Microbeads in Supercritical CO2
	2.1 Experimental Section
	2.1.1 Materials
	2.1.2 Preparation of PNIPAAm hydrogel beads
	2.1.3 Cloud-point determination of the polymerization initial feed
	2.1.4 Polymers and microbeads characterization
	2.2.1 Results and discussion

	2.3 Poly(N-isopropylacrylamide)-based Copolymers: Microbeads with Additional Functionality
	2.3.1 Results and discussion

	2.4 Conclusions
	2.5 References
	3.1 Tannic Acid Complexation on PNIPAAm Microbeads and Modification of their Responsive Behavior
	3.1.1 Experimental section
	3.1.1.1 Materials and complexes preparation
	3.1.1.2 Determination of the amount of complexed TA.
	3.1.1.3 Analysis of the complexes thermoresponsive behavior
	3.1.1.4 DRIFT spectra analysis of the complexes

	3.1.2 Results and discussion
	3.1.2.1 PNIPAAm-TA complexes
	3.1.2.2 Reversibility of PNIPAAm-TA thermoresponsive behavior with pH
	3.1.2.3 DRIFT spectroscopy analysis of PNIPAAm-TA complexes

	3.1.3 Conclusions

	3.2 Layer-by-Layer Assembly of Polyelectrolytes on Stimuli-responsive p(NIPAAm-co-MAA) Microbeads 
	3.2.1 Experimental section
	3.2.2 Results and discussion
	3.2.2.1 LbL polyelectrolytes assembly on PP9010 microgels
	3.2.2.2 ATR FT-IR spectral analysis of PP9010 assembled microgels

	3.2.3 Conclusions

	3.3 References

	4 Development of a Microbead Protease Sensor
	4.1 Introducing Protease Sensing Function on Microbeads by Complexation of Functionalized Polymers
	4.1.1 Experimental section
	4.1.1.1 Materials
	4.1.1.2 Synthesis of Z-L-lysine N-carboxyanhydride monomer
	4.1.1.3 -alkyne initiated polymerization of Z-L-lysine N-carboxyanhydride
	4.1.1.4 Click cycloaddition of model fluorescein to poly(Z-L-lysine), polymer deprotection and copper removal
	4.1.1.5 Complexation of model protease sensing FAM-PLL25 on PP9010 microbeads. Protease activity assessment and stability assays.

	4.1.2 Results and discussion
	4.1.2.1 Preparation and characterization of FAM-PLL25
	4.1.2.2 Complexation of FAM-PLL25 on PP9010 microbeads
	4.1.2.3 Stability of FAM-PLL25 complexed PP9010 microbeads


	4.2 Protease Sensor Conjugation on Microbeads
	4.2.1.1 Materials
	4.2.1.2 Preparation of azide/cysteine -terminated MMP fluorogenic peptide probe
	4.2.1.3 Preparation of model fluorescent and DBCO / maleimide-modified microbeads
	4.2.1.4 MMP probe or model fluorescent molecules click to DBCO / maleimide -modified beads. MMP probe activation with model protease.
	4.2.1.5 Layer-by-Layer assembly of polyelectrolytes on conjugated PP9010 microbeads.
	4.2.1.6 Incorporation of tethered microbeads in model cell cultures
	4.2.2 Results and discussion
	4.2.2.1 Conjugation of model fluorogenic compounds to PP9010 microbeads


	4.3 Conclusions
	4.4 References

	5 Conclusions and Future Directions
	Annex I: DRIFT Spectroscopy Analysis of Tannic Acid Complexation on PNIPAAm microgels
	Annex II: ATR-FTIR Analysis of LbL Assembled poly(NIPAAm-co-MAA) 90:10 microgels


<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /None
  /Binding /Left
  /CalGrayProfile (Dot Gain 20%)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (U.S. Web Coated \050SWOP\051 v2)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Error
  /CompatibilityLevel 1.4
  /CompressObjects /Tags
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJobTicket false
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /DetectCurves 0.0000
  /ColorConversionStrategy /sRGB
  /DoThumbnails false
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams false
  /MaxSubsetPct 100
  /Optimize true
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveDICMYKValues true
  /PreserveEPSInfo true
  /PreserveFlatness true
  /PreserveHalftoneInfo false
  /PreserveOPIComments true
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts true
  /TransferFunctionInfo /Apply
  /UCRandBGInfo /Preserve
  /UsePrologue false
  /ColorSettingsFile ()
  /AlwaysEmbed [ true
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages true
  /ColorImageMinResolution 300
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages false
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 300
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 1.50000
  /EncodeColorImages false
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages true
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /ColorImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasGrayImages false
  /CropGrayImages true
  /GrayImageMinResolution 300
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages false
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 300
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 1.50000
  /EncodeGrayImages false
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages false
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /GrayImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasMonoImages false
  /CropMonoImages true
  /MonoImageMinResolution 1200
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages false
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 1200
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.50000
  /EncodeMonoImages false
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile ()
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition ()
  /PDFXRegistryName ()
  /PDFXTrapped /False

  /CreateJDFFile false
  /Description <<

    /BGR <>
    /CHS <FEFF4f7f75288fd94e9b8bbe5b9a521b5efa7684002000410064006f006200650020005000440046002065876863900275284e8e9ad88d2891cf76845370524d53705237300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c676562535f00521b5efa768400200050004400460020658768633002>
    /CHT <FEFF4f7f752890194e9b8a2d7f6e5efa7acb7684002000410064006f006200650020005000440046002065874ef69069752865bc9ad854c18cea76845370524d5370523786557406300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c4f86958b555f5df25efa7acb76840020005000440046002065874ef63002>
    /CZE <>
    /DAN <>
    /DEU <>
    /ESP <>
    /ETI <>
    /FRA <>
    /GRE <>

    /HRV (Za stvaranje Adobe PDF dokumenata najpogodnijih za visokokvalitetni ispis prije tiskanja koristite ove postavke.  Stvoreni PDF dokumenti mogu se otvoriti Acrobat i Adobe Reader 5.0 i kasnijim verzijama.)
    /HUN <>
    /ITA <>
    /JPN <FEFF9ad854c18cea306a30d730ea30d730ec30b951fa529b7528002000410064006f0062006500200050004400460020658766f8306e4f5c6210306b4f7f75283057307e305930023053306e8a2d5b9a30674f5c62103055308c305f0020005000440046002030d530a130a430eb306f3001004100630072006f0062006100740020304a30883073002000410064006f00620065002000520065006100640065007200200035002e003000204ee5964d3067958b304f30533068304c3067304d307e305930023053306e8a2d5b9a306b306f30d530a930f330c8306e57cb30818fbc307f304c5fc59808306730593002>
    /KOR <FEFFc7740020c124c815c7440020c0acc6a9d558c5ec0020ace0d488c9c80020c2dcd5d80020c778c1c4c5d00020ac00c7a50020c801d569d55c002000410064006f0062006500200050004400460020bb38c11cb97c0020c791c131d569b2c8b2e4002e0020c774b807ac8c0020c791c131b41c00200050004400460020bb38c11cb2940020004100630072006f0062006100740020bc0f002000410064006f00620065002000520065006100640065007200200035002e00300020c774c0c1c5d0c11c0020c5f40020c2180020c788c2b5b2c8b2e4002e>
    /LTH <>
    /LVI <>
    /NLD (Gebruik deze instellingen om Adobe PDF-documenten te maken die zijn geoptimaliseerd voor prepress-afdrukken van hoge kwaliteit. De gemaakte PDF-documenten kunnen worden geopend met Acrobat en Adobe Reader 5.0 en hoger.)
    /NOR <>
    /POL <>
    /PTB <>
    /RUM <>
    /RUS <>
    /SKY <>
    /SLV <>
    /SUO <>
    /SVE <>
    /TUR <>
    /UKR <>
    /ENU (Use these settings to create Adobe PDF documents best suited for high-quality prepress printing.  Created PDF documents can be opened with Acrobat and Adobe Reader 5.0 and later.)
  >>
  /Namespace [
    (Adobe)
    (Common)
    (1.0)
  ]
  /OtherNamespaces [
    <<
      /AsReaderSpreads false
      /CropImagesToFrames true
      /ErrorControl /WarnAndContinue
      /FlattenerIgnoreSpreadOverrides false
      /IncludeGuidesGrids false
      /IncludeNonPrinting false
      /IncludeSlug false
      /Namespace [
        (Adobe)
        (InDesign)
        (4.0)
      ]
      /OmitPlacedBitmaps false
      /OmitPlacedEPS false
      /OmitPlacedPDF false
      /SimulateOverprint /Legacy
    >>
    <<
      /AddBleedMarks false
      /AddColorBars false
      /AddCropMarks false
      /AddPageInfo false
      /AddRegMarks false
      /ConvertColors /ConvertToCMYK
      /DestinationProfileName ()
      /DestinationProfileSelector /DocumentCMYK
      /Downsample16BitImages true
      /FlattenerPreset <<
        /PresetSelector /MediumResolution
      >>
      /FormElements false
      /GenerateStructure false
      /IncludeBookmarks false
      /IncludeHyperlinks false
      /IncludeInteractive false
      /IncludeLayers false
      /IncludeProfiles false
      /MultimediaHandling /UseObjectSettings
      /Namespace [
        (Adobe)
        (CreativeSuite)
        (2.0)
      ]
      /PDFXOutputIntentProfileSelector /DocumentCMYK
      /PreserveEditing true
      /UntaggedCMYKHandling /LeaveUntagged
      /UntaggedRGBHandling /UseDocumentProfile
      /UseDocumentBleed false
    >>
  ]
>> setdistillerparams
<<
  /HWResolution [2400 2400]
  /PageSize [612.000 792.000]
>> setpagedevice


